
 

 1 

ICP Test Report Certification Packet 
  

Company name : Littelfuse, Inc. 
 
Product Series:  3AG Cartridge   
 
Product #:  313P Series 
    
Issue Date:  February 14, 2013 
   
 
It is hereby certified by Littelfuse, Inc. that there is neither RoHS (EU Directive 2002/95/EC, 
2011/65/EU)-restricted substance nor such use, for materials to be used for unit parts, for 
packing/packaging materials, and for additives and the like in the manufacturing processes.  
In addition, it is hereby reported to you that the parts and sub-materials, the materials to be used 
for unit parts, the packing/packaging materials, and the additives and the like in the manufacturing 
processes, are all composed of the following components. 
 
 

Issued by:     

 
<Global EHS Engineer>  

 
(1)  Parts, sub-materials and unit parts 

This document covers the 3AG Cartridge RoHS-Compliant series products manufactured 
by Littelfuse, Inc.   
 
＜ Raw Materials Used    

   Please see Table 1 
 
(2)  The ICP data on all measurable substances 
    Please see appropriate pages as identifed in Table 1 
 
 
 

Remarks： 
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Table 1: List of Raw Materials covered by this report 
 

Total Parts Raw Material Part Number Raw Material Description  Page(s)  
1 910-005 Cap 3-6 
2 909-002-002 Body (Soda Lime Glass tube) 7-11 
3 909-194-00x (909-194-001) Body 12-19 
4 082xxx-001 Wire-Cu99.9MSn 20-23 
5 497xxx Wire-Ni99.9MAg 24-29 
6 YTW102 (692535-003)   Solder 30-34 

7 
AIM230 Fast Core H RSA605 

(692539-003) Solder 35-39 
8 648102 Yarn 40-47 
9 RD series (899-4xx-1) Carbon Film Resistor- RoHS 48-53 
10 RD series (899-4xx-1) Carbon Film Resistor- Halogen 54-57 
11 3M 3779-PG (087244) HMA - RoHS 58-61 
12 3M 3779-PG (087244) HMA - Halogen 62-64 
13 425900 Ink - Orange 65-75 
14 425902 Ink-Black 76-86 
15 425903 Ink-Yellow 87-97 
16 425906 Ink - Brown 98-108 
17 425907 Ink- Green 109-119 
18 425911 Ink-Violet 120-130 
19 912-228 Spring (Copper Berrylium Alloy Rod) 131-134 
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Customer: Suzhou FuHong Electronjc InduslrialCo., Lld.

Addres!: NO.89 WEIDU ROAD, WANGTINGTOWN, XIANGCHENG DlsTRlCT, SUZHOU, CHINA

Report on ths submitred s.mplesald to be

S.mple name: CoppeJ,shell

Mod€h/

Item/LoiNo.:/

Metar lal : / ,

Buyer: / ,

Suppli€r: /

Samplo recaivsd d.te: Ocl. 08. 2012

Testins period: Ffom oct os, 20!€ 1o'O4r'10, 2012 . . ,,' \ l  
'

E9S!.s-Ecs!ed9!f

NO.: 4002R12100802+1 R02

As specified by dient, to determine ihe Lead, cadmlun,

accordance with Dircctive 2002/95/EC {RoHS).

AOV"BPFS,U

LiTingting, Maggie

Chemic€l Test Direcror

TEST REPORT
Dare: ocr.10, 2012

Mercury & Hexavalent Chrcmium content in the submitled sample in

Ylan Qi, lrickey

Ec!!!s-ee$9!.:
Testing ltem Measunng instrumeni I\4QL

Lead (Pb) IEC 62321: 2008, s€ction 9 ICP€ES 2-'nglkg

Cadmium (cd) |EC62321: 2008, seclion I ICP-OES 2 mg/kg

[4ercury (Hg) lEc 62321 2008, seclron 7 tcP-oEs 2 mg/kg

Chromum (Cr\rl) IEC 62321 2008 Annex B 0.02m9/k9'

Ieq
r 0.02 mg/kg reE|s to the MQL ofsample extfaction liquid

SsElcge!:
-when tesled as speci{i€d the submitted sample complied with the requirements of commission Decision ol 18 Aug 2005

amending Directjve 2002/95/Ec noiilied under document 2005/618/Ec

ILS, PLEASE REFER TOTHE FOLLOWNG PAGE(S)***

signed lor and on behalfof

Shenzhen AOV Tesling Technology Co., Ltd, Kunshan Brcncn

caeateaaer: /blfil **n*"oor, We-r k] n ooo,',*or44.

SI tEN2HEN AOV Tf  S I ING T€CHNOI ,O6Y CO. , I "TO.KUNSNAN BRANCTI /// \ Noll ne
, J a,t 7tt) 9€'t'o



AOV'*F#S,[

NO.: 4002R121008024-1 R02

TEST REPORT
Oate :Od.10,2012

Content i|retb.r sulit€le). \ .

Cooling the vess€|, nlter;washed and

Rlled 10 the mark with distill€d wat€r.

The sample is digested in the

microwave oven following a specific

decomposrlon program

Test the sample solution and lhe 0.02

ng/kg standard solltion by uv-vls.F;;1.-

SH€NZH€N AOV TESTITIG lCCINOLOGY CO.,LTD.KUNSIIAN BSANCH
( :

H o t l r n e
'tL)0 700 8600

1. To Determiney'.ead, C€dmium Contenli (Metal subslrate)

I*redby (y'a04*

Add ihe digestion solulioni the

vessel is heated unlil the sample
Weigh ihe sample into

Add HrOruntilthe sample is clear

To Dete

Weigh ihe sample

Cooling the vessel, tiltei washed and

filled lothe maiK wilh dislilled water.
Tested by lcP-oES

Chromium Contenl (boiling- wat€F €xtlaclion): ([4etal Eubstrate)

Remove lhe sample, and cool

the beak€r to room temperature,

and do the color reaction

Take the (50i5) cm,

sample in the beaker.
Heat 50 mL of Olwater in

the be6ker to boiling for 1o



nov'Bpf,F,il

NO.: 4002R121008024-1R02

5. To oetemine Hexavalenl Chromium Contonl in
_ .. -i\

: va'hu't'

TEST REPORT
Daie: Ocl.10, 2012

colorless and colored chromate coating on metats: iPtating)

5.2 Boiling-wateF enradion

lfthe lest result is positive,

the sample is considered to

have hexavalent chmmium

Place 1-5

and the 0.02 mg/kg

Boiling- water- extraotion
procedu€ shall be used to

lflhee is interference or it is hard to decide

whetherlhe sample have lhe hexavalent

Remove the sample, and cool
the beaker lo room temperalure,
and do lhe color reaction

sample in the beaker.
Heat 50 mlof Dlwaier in the

beaker to boiling for 10 min

Test tne sample solution and lhe 0.02
mg/kg standad solulion by UV-VIS.

Sample Delcriptlon:

Code Sample Descndion

1-1 Substrate

Plating

Te3t R63ulb:

Unit RoHS Limit

Lead (Pb) msfts 1000 N.D. 1 0

Cadmium (Cd) mg/K9 100 N.D. N.O.
Merorry (Hg) ms/Kg 1000 N.D, N.D.

Chromium {Crl,ll) m9/kg 1000 Negative Negative

s8€NZh€N AOV T€SrtNG TECHNOlOSY CO,,tTD,TUNSHAI!ARANCH H ot l in  e
.100 700 B6a0

,.r



nov'F"Ff"qn

No.: A002R1210o602:L1 R02

neoatve.,
-"The te8t is bas€d on lhe followins d!!{mplifi:

maybe cannot stand lor the physical lrdh 6t s€r

TEST REPORT

Coppershell

-The new RoHS dircclive 2011/6tEU, on Jul. 21, 2011 come into forc€, on Jan. 03, 2013lhe formal implementation, Direclive

2002r'95/EC ahall be repealed simultaneously.

Sp€cimens, which r€Slested lo detemine Lead, Cadmium and Mercury Content, have been dissolved completely,
-mg/kg=ppm ,
-N.D.=not

i",, ,,,,
( The iested sample result is uncertain or

SH€NZII AOVTIST|n|G TECHNOIOCV CO.,ITD.KUNSHAN AFANCH H ot l in  e
400 /00 8600



Test Report No. CANEC1207912201 Date: 26 Jun 2012 Page '1 of 5

XIAMEN LICHUN ELECTRONIC ELEIVENT CO''LTD

42_2XINGLIN WEST RD.,361O22,JIMEI DISTRICT,XIAI\,IEN''FUJIAN,P.R'C

The followjng sample(s) was/were submitted and identified on b€half of the ctiens as: SODA LIME GLASS

SGS Job No. :

Date of Sample Received :

Testing Peiod :

Test Requested :

Test Method :

Test Results :

C,onclusion :

xrvtl390111gEC - Xl\,1
'18 Jun 2012

18 Jun 2012 - 26 Jun 2012

Selected test(s) as requested by client

Please refer to next Page(s).

Please refer to next Page(s)

Based on the performed tests on submitted samples, thg results of Lead'

I\rercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBB)' -
PolybrominateO diphenyl ethers (PBDE) comply with the limits as set by RoHS

Direc{ive 2011/65/EU Annex ll; rec€sting 200295/EC

Signed fof and on behalf of
scs-csrc Ltd.

Approved Signatory

:ffitili":;r,:1"'),i:;'"""ft1u1!'irlil"l'.:".-".:"^:;-:*;r::r"';',:""*i:::l;l,l:iiiiirii$ii:iii:l+*tij'"$:ff.+#.,;1]:ii::T;.^.Ji{,*isi"iilj:ilii:{fiIj,^,ti{+:i':'i!*it**

isGs96s9f 0a9o@ s t&rq L4'or!ixdatgro 510'63

4t.rii Ettt*eB*+tl&*C1e3! ml:\'0633
i rs6-20ier56666 lls-20)@075r13 @'i sqeco6

| {6-201s?it55ss rie20ls2075rl3 ' lgsdm@t{sd

Mombo.olth€SGS Group (SGS SA)



Test Report No. oANEC1207912201 Date: 26 Jun 2012 Page 2 of 5

Test Results :

Test Part Descriotion :

Sp€dmon No. SGS Samplo lD D€sc.l$ion
1 CAN12'079122.001 Transparentglasstube

Remarl..s :
(1) 1 mg/kg= 1 PPm =00001%

(2) MDL = Method Detection Limat

(3) ND = Not Detected ( < MDL )
(4) "-" = Po1 P"n''"t"d

RoHS Oit€dhe 201 1,/66/EU

Test lvethod: with reference to IEC 62321:2008
(1) Determination ofCadmium bv ICP"OES
(2) Determination of Lead by ICP-OES.
(3) Determination of l\rercury by ICP'OES'
(4) Determination of Hexavalent Chromium by Colorjmetric Method using IJV-Vis'

(5) Determination of PBBS / PBDES content by GC-I\'S

Test ltem(s)

Cadmium (Cd)

Lead (Pb)

Mercury (Hg)

Hexavalent Chromium (CrVl)

Sum of PBBS
MonobrcmobiPhenyl
DibromobiPhenyl
Tnbromobiphenyl
TetrabromobiPhenYl
PentabromobiPhenYl
Hexabromobiphenyl
HeptabromobiPhenyl
OctabromobiPhenyl
Nonabromobiphenyl

DecabromobiPhenYl
Sum of PBDES
Monobromodiphenyl ether

;ili,ii' !n'i*-"i,i;r i*i.p. -t, -r, td rh. sncr'(3)r63Ed

001
N D
229
N D
ND
ND
N D
NO
NO
ND
ND
ND
ND
ND
ND
N D
ND
ND

1 6&m)SZ1555.€ 1 136-20)32075113 twcn'.qs@

l i36-e)s21s5566 iistr0)lco791s e l{schit@{3s

Memb€roilhe sGS GouP (s6SSA)

t!!i!
100

1,000
1,000
1,000
1,000

Unit MO!
mg/kg 2
mg/kg 2
mg/kg 2
mg/kg 2

mgKg
mg/kg 5
mg/kg 5
mdkg 5
mg/kg 5

mg/kg 5
mS^(S 5
mg/kg 5
mg/kg 5
mS-ftS 5

mgikg 5
mg/Kg
mS/kg 5

1,000

ii":-iit#$:1ft +iifr fi.'q*rii';l*l'#ilriilrrryiili.iii',fi ,'i;lill"':i:istii;,,*$:,:l+3i+i*+ul+:l**-{+-;ft1fi::ilffi}ii.lq'f."'.",r'",:,l;!i"Trtritirtlm';i:i:trieifi"i#i:T#jih';#}##',*;b#;ii:ix""d..;";rl'Hri'::::r'r$";*r n1?:1:r'i''rr:irl

rs16!ltod,*tdrrllolrdutlmrTdridqt06!r{s'ro.n0tdooitr 510663

+8. , - f l  € ' . t1 (+&Ef lS f lS4 t1$q '6 |6 :s10€63



Test Report

Test ltem(s)

Dibromodiphenyl ether
Tribromodiphenyl ethet
Tetrabromodiphenyl ether
PentabromodiphenYl ether
Hexabromodiphenyl ether

HeptabromodiPhenyl elher

OctabromodiPhenyl ether

Nonabromodiphenyl ether

DecabromodiPhenyl ether

Notes :

No. CAN EC 120791220'l

titri!

Date: 26 Jun 2012

MDL 091
5 N D
5 N D

Page 3 of 5

5
5
5
5
5
5
5

'!rM ed,ed %c4g,tslEl kdEqt0'6d!ikdcqr9(Cx" 5 10663

+E.r  f i .4#6n+Etsqe4i  q* t$c an 51$Rj

ND
N D
ND
N D
NO
ND
ND

r r€6 2olers5ai5 I136+0J32!7t13
I isHls2lSsss I €6-20)s20/5113 o tssdlBe3s'gM

MenbBf olthe sGs Group (sGs sA)

udt
mg/Kg

ms,ks
mg/Kg

mg/Kg

mg/Kg

mg/kg

mg/Kg

mgK9

mg/Kg

(1) The maximum permissible limit is quoted from the directive 2011/65/Eu' Annex ll

igi,i#*iffi*f:iffi iiilttll$jf*:nii.l,irJg'fr*fiiq*ts**efti#*fi*,}Iiifl
,ii:le;i:,;liir,';i;i#li::li:"j#'i:rir:;*':11"""::;"'T;;;";;;:;';'::::"";:r111x11:::"r':;:'r:



Test Report

ATTACHMENTS

'1) Name of the person who madetesting: Bella Wang / Cutey Yu
2t Name of the berson in charge of testing: Adams Yu / Ryan Yang
ii in."" Lroriti 

"tt" 
dissolfu totally by pre-conditioning method according to below flow chaft

(cf' and PbBs/PBDEs test method excluded)

Pb/Cd/Hg PBBS/PBDE8

Positive

vrb,e,10,ico'd.uon'trNorsd!,:ilJlll"#rl:i1!':i[#.$.:.::;,,,-;!U,";q" i!il;iii:.il*.*df'#m:tilsrillil':l;:tHT:"1!}i6ii:;::i:",,xr.1"Hi:'Hl;ixlfi';i'"r:;::;*lui;1";iq;'i;,"."xii:dr;#i;lffi:1.ffi"c
;i:;ifi"j|.r*;in-'i#:'-*il4!:1:i{:riii".liiliiji"i.#i::;:f.::i:r;iii;li*'*'.*:;*?:;;r::';r:r;*'

Page 4 of5

i ts6 rts21566i,5 I i36_20)3S75113 M43!5oh

' i*-mietlass r (!6eo420751'g d 4s'1i*€{3s

Momberor$e SGS GrcuP (SGS sA)

No. CANEC12O7S12201 Date:26 Jun 2012

RoHS T€sting Flow Chart

Sample PreParation

Sample Measurement

Acid digestion with
rnicrowave/ hotplate

Conc€ntration/
Dilution of extraction

solution

1) Alkali Fusion /
Dry Ashing

2) Acid to
dissolve

Filtration and
pH adjustment

Adding 1,5-
diphenylcarbazide
for color
development

Adding '1,$

diphenyloarbazide
for @lor
development

A red color
indicates the
presence of CF*
I n€cessary,
confirm with

'416rNdld$'|rotl@o tdurrbqroit{oltr0do'tgs rtu 51066J

cE.r 6 .*ts *rtEf+Eflel1e8t |!F: 110633



T€st Report

Sample photo:

No. CANEC1207912201 Datet 26 Jun 2012 Page 5 of 5

ses authenticate the photo on original report only

ri* End of Repod 
rd

;;:l,i;;ah"j";iffi;d+d.i'- vbt!sanpr'G)bn'd

'$6RatsdPrqdrtatdMr 6Yqr 0..@ 0@ tu9u )tr 10663

+E.r-d e8k^+tg*+lf!tf1$q l6t:sr06ar
I135-?01321566i6 i 135 ?0)32015113 w4!nrgson

L(s-ers2155556 1 (s5 20)3205113 { 3$dmo3osm

Membeiollhe sGS G'ouP (SOs sA)



 

 
  

 
 
 
 

Intertek Testing Services Ltd., Shanghai
TFH Division 
Block B, Jinling Business Square,No.801 Yi Shan Road,  
Shanghai, China, 200233 
 
Tel: +86 21 6120 6565 
Fax: +86 21 6127 9740       
www.intertek.com 
www.intertek.com.cn 
China Toll-Free: 800 999 1338 

  

TEST REPORT NUMBER: SHAH00335582 
 

AUTHORIZED BY： 
FOR INTERTEK TESTING SERVICES  
LTD., SHANGHAI 

   

 

   

JACOB LIN 
GENERAL MANAGER    
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APPLICANT: LITTELFUSE,INC. DATE:  AUG 20, 2012 
 800 E. NORTHWEST HWY  
 ATTN:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:  
ONE(1) SUBMITTED SAMPLE SAID TO BE Transparent glass. 
ITEM NAME : Glass body. 
ITEM NO. : 909-194-002. 

***************************************************************************************************************************************************** 
TESTS CONDUCTED: 
   AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
 
 
 
  
 
 



 

 
  

 
 
 
 

Intertek Testing Services Ltd., Shanghai
TFH Division 
Block B, Jinling Business Square,No.801 Yi Shan Road,  
Shanghai, China, 200233 
 
Tel: +86 21 6120 6565 
Fax: +86 21 6127 9740       
www.intertek.com 
www.intertek.com.cn 
China Toll-Free: 800 999 1338 

  

TEST REPORT NUMBER: SHAH00335582 
 

TESTS CONDUCTED 

PAGE 2 OF 8 
                                                                                                               

 

1 (Ⅰ) Test Result Summary： 

TESTING ITEM RESULT (ppm) 

HEAVY METAL 
CADMIUM (Cd) CONTENT ND 
LEAD (Pb) CONTENT ND 
MERCURY (Hg) CONTENT ND 
CHROMIUM VI (Cr6+) CONTENT ND 
POLYBROMINATED BIPHENYLS (PBBs) 
MONOBROMINATED BIPHENYLS (MonoBB) ND 
DIBROMINATED BIPHENYLS (DiBB) ND 
TRIBROMINATED BIPHENYLS (TriBB) ND 
TETRABROMINATED BIPHENYLS (TetraBB) ND 
PENTABROMINATED BIPHENYLS (PentaBB) ND 
HEXABROMINATED BIPHENYLS (HexaBB) ND 
HEPTABROMINATED BIPHENYLS (HeptaBB) ND 
OCTABROMINATED BIPHENYLS (OctaBB) ND 
NONABROMINATED BIPHENYLS (NonaBB) ND 
DECABROMINATED BIPHENYL (DecaBB) ND 
POLYBROMINATED DIPHENYL ETHERS (PBDEs) 
MONOBROMINATED DIPHENYL ETHERS (MonoBDE) ND 
DIBROMINATED DIPHENYL ETHERS (DiBDE) ND 
TRIBROMINATED DIPHENYL ETHERS (TriBDE) ND 
TETRABROMINATED DIPHENYL ETHERS (TetraBDE) ND 
PENTABROMINATED DIPHENYL ETHERS (PentaBDE) ND 
HEXABROMINATED DIPHENYL ETHERS (HexaBDE) ND 
HEPTABROMINATED DIPHENYL ETHERS (HeptaBDE) ND 
OCTABROMINATED DIPHENYL ETHERS (OctaBDE) ND 
NONABROMINATED DIPHENYL ETHERS (NonaBDE) ND 
DECABROMINATED DIPHENYL ETHER (DecaBDE) ND 
HALOGEN CONTENT 
FLUORINE (F) ND 
CHLORINE (Cl) ND 
BROMINE (Br) ND 
IODINE (I) ND 

 
REMARKS：    ppm = PARTS PER MILLION = mg/kg 

ND = NOT DETECTED 
 
RESPONSIBILITY OF CHEMIST: DENT FANG / KEN HE 

***************************************************************************************************************************************************** 
TO BE CONTINUED 



 

 
  

 
 
 
 

Intertek Testing Services Ltd., Shanghai
TFH Division 
Block B, Jinling Business Square,No.801 Yi Shan Road,  
Shanghai, China, 200233 
 
Tel: +86 21 6120 6565 
Fax: +86 21 6127 9740       
www.intertek.com 
www.intertek.com.cn 
China Toll-Free: 800 999 1338 

  

TEST REPORT NUMBER: SHAH00335582 
 

TESTS CONDUCTED 
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(Ⅱ) ROHS REQUIREMENT： 

RESTRICTED SUBSTANCES LIMITS 

CADMIUM (Cd) CONTENT 0.01% (100ppm) 
LEAD (Pb) CONTENT 0.1% (1000ppm) 
MERCURY (Hg) CONTENT 0.1% (1000ppm) 
CHROMIUM VI (Cr6+) CONTENT 0.1% (1000ppm) 
POLYBROMINATED BIPHENYLS (PBBs) 0.1% (1000ppm) 
POLYBROMINATED DIPHENYL ETHERS (PBDEs) 0.1% (1000ppm) 

 
THE ABOVE LIMITS WERE QUOTED FROM ROHS DIRECTIVE 2002/95/EC AND AMENDMENT 2005/618/EC FOR 
HOMOGENEOUS MATERIAL. 

 
 

(Ⅲ) TEST METHOD： 

TESTING ITEM TESTING METHOD REPORTING 
LIMIT 

CADMIUM (Cd) CONTENT 

WITH REFERENCE TO IEC 62321 EDITION 1.0:2008 IN CLAUSE 
8/9/10, BY MICROWAVE DIGESTION UNTIL THE TESTED 
SAMPLES ARE TOTALLY DISSOLVED AND DETERMINED BY 
ICP-OES. 

2 ppm 

LEAD (Pb) CONTENT 

WITH REFERENCE TO IEC 62321 EDITION 1.0:2008 IN CLAUSE 
8/9/10, BY MICROWAVE DIGESTION UNTIL THE TESTED 
SAMPLES ARE TOTALLY DISSOLVED AND DETERMINED BY 
ICP-OES. 

2 ppm 

MERCURY (Hg) CONTENT 
WITH REFERENCE TO IEC 62321 EDITION 1.0:2008 IN CLAUSE 
7, BY MICROWAVE DIGESTION UNTIL THE TESTED SAMPLES 
ARE TOTALLY DISSOLVED AND DETERMINED BY ICP-OES. 

2 ppm 

CHROMIUM VI (CR6+) 
CONTENT 

WITH REFERENCE TO IEC 62321 EDITION 1.0:2008 IN ANNEX C, 
BY ALKALINE DIGESTION AND DETERMINED BY UV-VIS 
SPECTROPHOTOMETER. 

1 ppm 

POLYBROMINATED 
BIPHENYLS (PBBs)  

WITH REFERENCE TO IEC 62321 EDITION 1.0:2008 IN ANNEX A, 
BY SOLVENT EXTRACTION AND DETERMINED BY GC-MSD 
AND FURTHER HPLC CONFIRMATION WHEN NECESSARY. 

5 ppm 

POLYBROMINATED 
DIPHENYL ETHERS (PBDEs)  

WITH REFERENCE TO IEC 62321 EDITION 1.0:2008 IN ANNEX A, 
BY SOLVENT EXTRACTION AND DETERMINED BY GC-MSD 
AND FURTHER HPLC CONFIRMATION WHEN NECESSARY. 

5 ppm 

 
REMARK：REPORTING LIMIT = QUANTITATION LIMIT OF ANALYZE IN SAMPLE 

***************************************************************************************************************************************************** 
TO BE CONTINUED 



 

 
  

 
 
 
 

Intertek Testing Services Ltd., Shanghai
TFH Division 
Block B, Jinling Business Square,No.801 Yi Shan Road,  
Shanghai, China, 200233 
 
Tel: +86 21 6120 6565 
Fax: +86 21 6127 9740       
www.intertek.com 
www.intertek.com.cn 
China Toll-Free: 800 999 1338 

  

TEST REPORT NUMBER: SHAH00335582 
 

TESTS CONDUCTED 
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          (Ⅳ) MEASUREMENT FLOWCHART: 
TEST FOR Cd/ Pb/ Hg/Cr (VI)/ PBBS/PBDES CONTENTS  
REFERENCE STANDARD: IEC 62321 EDITION 1.0:2008 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

***************************************************************************************************************************************************** 
TO BE CONTINUED 

 
 

Sampling/grinding or cutting 

Weigh sample and for 
different material, 

digest the sample with 
appropriate acid*1 

Make up with 
deionized water 

 

Cd/Pb/Hg 

Analyzed by ICP-OES 

Weigh sample 
and add alkaline 

solution 

Definite temp. 
Extraction

Make up with deionized 
water and add Diphenyl-

carbazide solution 

Cr6+ 

Weigh sample and 
add organic 

solvent 

Soxhlet extraction
or 

Solvent extraction

Concentrate the 
extract and make 
up with organic 

solvent 

PBBs/PBDEs 

Analyzed by UV-VIS 

Analyzed by GC-MSD

Spot test 

Get 50cm2 
samples 

Boiling water 
extraction

Metal 
Polymers / 
electronics 

Negative*2 

Confirm the tested 
samples are totally 

dissolved 

No 

Cool and filter the 
extract 

Yes 



 

 
  

 
 
 
 

Intertek Testing Services Ltd., Shanghai
TFH Division 
Block B, Jinling Business Square,No.801 Yi Shan Road,  
Shanghai, China, 200233 
 
Tel: +86 21 6120 6565 
Fax: +86 21 6127 9740       
www.intertek.com 
www.intertek.com.cn 
China Toll-Free: 800 999 1338 

  

TEST REPORT NUMBER: SHAH00335582 
 

TESTS CONDUCTED 
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REMARKS： 
*1: LIST OF APPROPRIATE ACID： 
MATERIAL ACID ADDED FOR DIGESTION 
POLYMERS HNO3,HCL,HF,H2O2,H3BO3 
METALS HNO3,HCL,HF 
ELECTRONICS HNO3,HCL,H2O2,HBF4 

 
*2: IF THE RESULT OF SPOT TEST IS POSITIVE, CHROMIUM (VI) WOULD BE DETERMINED AS DETECTED.   

***************************************************************************************************************************************************** 
TO BE CONTINUED 



 

 
  

 
 
 
 

Intertek Testing Services Ltd., Shanghai
TFH Division 
Block B, Jinling Business Square,No.801 Yi Shan Road,  
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   2     (I) Test Result Summary : 

Testing Item Result (ppm) 

Halogen Content 
Fluorine (F) ND 
Chlorine (Cl) ND 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 ND = Not detected 

 
Responsibility Of Chemist : Ken He 

 
        (Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

 
Date Sample Received : Aug.16, 2012 
Testing Period  : Aug.16, 2012To Aug.20, 2012 

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅴ) MEASUREMENT FLOWCHART： 
TEST FOR HALOGEN CONTENT 
REFERENCE STANDARD： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
***************************************************************************************************************************************************** 

TO BE CONTINUED 

Add absorbent in a combustion 
flask & place weighted sample 
in equipment 

Fill the combustion flask with 
Oxygen 

Ignite then leave the flask at 
room temperature  

Transfer the absorbent into a 
volumetric flask 

Make up with deionized water 

Sampling/grinding or cutting 

Analyzed by Ion 
Chromatography 
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***************************************************************************************************************************************************** 

END OF REPORT 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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Authorized by： 
For intertek testing services Ltd., Shanghai  

 

 

Jacob Lin 
General Manager  
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Intertek Testing Services Ltd., Shanghai 

Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  
上海天祥質量技術服務有限公司 

上海市宜山路 801 號金陵商務廣場 B 座  200233 
Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 

www.intertek.com     www.intertek.com.cn 
 

 
Applicant： LITTELFUSE,INC. Date： JAN 16, 2013 
 800 E. NORTHWEST HWY  
 Attn：  A.DIVIETRO/D.UNTIEDT 
  

 

Sample Description： 
One (1) submitted sample said to be Grey Wire. 
Item Name ： Wire Tin Plated Cu. 
Part No. ： Element. 

 
************************************************************************************************************************************************************ 
Tests Conducted： 

As requested by the applicant, for details refer to attached page(s). 
************************************************************************************************************************************************************ 

To be continued 
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(Ⅰ) Test Result Summary： 
Testing Item Result (ppm) 

 (1) 
Heavy Metal 
Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content (mg/kg With 50cm2) Negative (< 0.02) 

 
Testing Item Result (ppm) 

 (2) 
Heavy Metal 
Cadmium (Cd) content / Plating ND 
Lead (Pb) content / Plating 60 
Mercury (Hg) content / Plating ND 
Chromium VI (Cr6+) content (mg/kg With 50cm2) / Plating Negative (< 0.02) 

 
Remarks：  ppm = parts per million = mg/kg 

ND = not detected 
 
@ = Due to the insufficient sample area, reduced total sample surface of 10 cm2 was used and the dilution factor 

was adjusted accordingly. 
mg/kg with 50cm2 = milligram per kilogram with 50 square centimetre 

 
Tested components： 

         (1)Substrate. 
(2)Plating. 
 
Responsibility of Chemist: Dent Fang / Ken He 

 
(Ⅱ) RoHS Requirement： 

Restricted substances Limits 
Cadmium (Cd) Content 0.01% (100ppm) 
Lead (Pb) Content 0.1% (1000ppm) 
Mercury (Hg) Content 0.1% (1000ppm) 
Chromium VI (Cr6+) Content 0.1% (1000ppm) 
Polybrominated Biphenyls (PBBs) 0.1% (1000ppm) 
Polybrominated Diphenyl Ethers (PBDEs) 0.1% (1000ppm) 

 
The above limits were quoted from RoHS Directive 2011/65/EU for homogeneous material. 

 
(Ⅲ) Test Method： 

Testing item Testing method Reporting limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, by 
microwave digestion until the tested samples are totally dissolved and 
determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, by 
microwave digestion until the tested samples are totally dissolved and 
determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by microwave 
digestion until the tested samples are totally dissolved and determined 
by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in Annex B, by boiling 
water extraction and determined by UV-VIS Spectrophotometer. 

0.02 
mg/kg with 50cm2

 
Remark：Reporting limit = Quantitation limit of analyze in sample 
 
Date Sample Received：Jan.9, 2013 
Testing Period：Jan.9, 2013 to Jan.14, 2013 

************************************************************************************************************************************************************ 
To be continued 
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(Ⅳ) MEASUREMENT FLOWCHART: 
Test for Cd/ Pb/ Hg/Cr (VI)/ PBBs/PBDEs contents  
Reference standard: IEC 62321 edition 1.0:2008 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
REMARKS： 
*1: LIST OF APPROPRIATE ACID： 

MATERIAL ACID ADDED FOR DIGESTION 
Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO3,HCL,HF 
Electronics HNO3,HCL,H2O2,HBF4 

 
*2: IF THE RESULT OF SPOT TEST IS POSITIVE, CHROMIUM (VI) WOULD BE DETERMINED AS DETECTED.   
************************************************************************************************************************************************************ 

To be continued 
 
 
 
 
 
 
 
 
 
 
 

Sampling/grinding or cutting 

Weigh sample and for 
different material, 

digest the sample with 
appropriate acid*1 

Make up with 
deionized water 

 

Cd/Pb/Hg 

Analyzed by ICP-OES 

Weigh sample 
and add alkaline 

solution 

Definite temp. 
Extraction

Make up with deionized 
water and add Diphenyl-

carbazide solution 

Cr6+ 

Weigh sample and
add organic 

solvent 

Soxhlet extraction
or 

Solvent extraction

Concentrate the 
extract and make 
up with organic 

solvent 

PBBs/PBDEs 

Analyzed by UV-VIS 

Analyzed by GC-MSD

Spot test 

Get 50cm2 
samples 

Boiling water 
extraction

Metal 
Polymers / 
electronics 

Negative*2 

Confirm the tested 
samples are totally 

dissolved 

No 

Cool and filter the 
extract 

Yes 
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*********************************************************************************************************************************************************** 

End of report 
 
 
 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
 
 
  
 
 



 

 

Intertek Consumer Goods GmbH · Würzburger Straße 152 · 90766 Fürth · 

Durch die DAkkS nach DIN EN ISO/IEC 
17025 akkreditiertes Prüflaboratorium 
Die Akkreditierung gilt für die in der 
Urkunde aufgeführten Prüfverfahren. 

Intertek Consumer Goods GmbH Tel.: +49 911 74075 0 Sitz Fürth Geschäftsführer 
Würzburger Straße 152 Fax: +49 911 74075 30 Amtsgericht Fürth, HRB 5756 Kay Grönhardt 
90766 Fürth, Germany cg.germany@intertek.com USt-IdNr. DE169317871 Rainer Mast 

Polyfil AG 
Gina Gregorio 
Oberallmendstrasse 20A 
 
6300 Zug / Switzerland 

Fürth, 2012-12-19 
 
 
Test report No. FUHL1236941 
 
 
Testing of a material sample according to the RoHS directive 2011/65/EC 
 
 
Sample description:  Ni99.9MAg wire  
 
 
Arrival in lab: 2012-012-04; Period of XRF analysis incl. sample preparation and photo documentation: 2012-12-07 – 2012-12-10  
Head of Inorganic Lab: Claudia List  
 
Copying this test report is permitted only in agreement with the contracted lab. The test results refer only to the tested item. 
This report consists of 6 page(s). 
The test methods signed with * are not listed in the attachment of the accreditation certificate. 

 
 
Conclusion based on tested item  
 
Test order Status 
testing according to the RoHS directive 2011/65/EC conform° 
 
° Please see overview of test results 
 
 
 
 
- Test results see next pages - 
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Sample description:  Ni99.9MAg wire  
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nM = non Metal 
M = Metal 
cM = composite Material 
 
 
 
 
 
List of component parts: 
 

Sample No. Part No. Material Description 

236941 1 M Ni99.9MAg wire 
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Sample description:  Ni99.9MAg wire  
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Comment 
 

LOD = Limit of Detection 

BL = Below Limit 
OL = Over Limit 
X = Inconclusive, further test necessary 
σ = Standard deviation  
   
CS = Composite sample 

 
 
 
Remark: 
 
Results were obtained by EDXRF for primary screening. Additional chemical testing using ICP (for Cd, Pb), 
AAS (for Hg), IC-UC/VIS (for CrVI) and GC/MS (for PBBs/PBDEs) are recommended, if the concentration  
exceeds the below warning value according to IEC 62321. 
 
Element Unit non - metal metal 

Cd mg / kg BL ≤ (70-3σ) < X < (130+3σ) ≤ OL BL ≤ (70-3σ) < X < (130+3σ) ≤ OL 
Pb mg / kg BL ≤ (700-3σ) < X < (1300+3σ) ≤ OL BL ≤ (700-3σ) < X < (1300+3σ) ≤ OL 
Hg mg / kg BL ≤ (700-3σ) < X < (1300+3σ) ≤ OL BL ≤ (700-3σ) < X < (1300+3σ) ≤ OL 
Br mg / kg BL ≤ (300-3σ) < X -- 
Cr mg / kg BL ≤ (700-3σ) < X BL ≤ (700-3σ) < X 

 
 
Element Unit composite material 

Cd mg / kg LOD < X < (150+3σ) ≤ OL 
Pb mg / kg BL ≤ (500-3σ) < X < (1500+3σ) ≤ OL 
Hg mg / kg BL ≤ (500-3σ) < X < (1500+3σ) ≤ OL 
Br mg / kg BL ≤ (250-3σ) < X 
Cr mg / kg BL ≤ (500-3σ) < X 
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Sample description:  Ni99.9MAg wire  
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1. XRF screening 
 
Method: XRF according to IEC 62321:2008* 
 

Sample No. Part No. Pb Hg Cd Crtotal Br  Status 
236941 1 BL BL BL BL --  conform 

 
 
 
 
 
 
 
 
Comment: 
 
Elements RoHS-limit value 
Lead (Pb) 1000 mg/kg 
Mercury (Hg) 1000 mg/kg 
Cadmium (Cd) 100 mg/kg 
Chromium VI (Cr VI) 1000 mg/kg 
Polybrominated Biphenyle (PBBs) 1000 mg/kg 
Polybrominated Diphenyl ether (PBDEs) 1000 mg/kg 
 
 
 
 
 
 

 
 
 
 
 
 
 
- Flow charts see next page(s) -  
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YES 

YES 

YES 

YES 

YES 

NO 

NO NO 

NO 

NO 

 
 
 
 
 
 

samples 
 
 

metallic  
materials, 

 
 

polymer  
materials, 

 
 

electronics 
(PCB / component) 

 
mechanical 

sample 
preparation 

 
mechanical 

sample 
preparation 

screening 
by XRF ? 

sample 
uniform ? 

screening 
procedure 

by XRF 

chemical test 
procedure (verification) 

various methods 
(please see verification test 

procedure below) 

meets 
limits ? 

further 
testing ? 

meets 
limits ? 

pass 
 

entity based 
conforming 

sample 

fail 
 

entity based 
non conforming 

sample 

pass 
 

entity based 
conforming 

sample 

fail 
 

entity based 
non conforming 

sample 

 
non-destructive 

sample 
preparation 
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 Sample Preparation 

Sample Measurement 

Sample solvent 
extraction 

Concentration/ 
Dilution of extraction 

solution 

Filtration 

GC/MS 

DATA 

Acid digestion with 
microwave / hotplate 

Filtration 

Residue 

Total digestion 

Solution 

ICP-OES/AAS 

DATA 

Non-metallic 
material 

Alkaline extraction 
Adding extraction 

solution 

Alkaline extraction 
Heating to 90~95°C 

for extraction 

Filtration and pH 
adjustment 

Adding 1,5-
diphenylcarbazide 

for color development 

UV-VIS or 
IC-UV/VIS 

DATA 

Metallic 
material 

Spot test 

Boiling water 
extraction 

Adding 1,5-
diphenylcarbazide 

for color development 

A red color indicates 
the presence of Cr6+ 
If necessary, confirm 

with UV-VIS or 
IC-UV/VIS 

DATA 

Pb/Cd/Hg PBBs/PBDEs Cr6+ 

Positive 

Negative 
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ZHEJIANG ASIA GENERAL SOLDERING&BRAZING MATERIAL CO'' LTD

XIHU INDUSTRIAL PARK, SANDUN, HANGZHOU CITY, ZHEJIANG, PROVINCE' CHINA

The follorving sample(s) wasl/verc submitted and identified on behalf of the clienb as : LEAD'FREE SOLOER

WIRE

sGS Job No. :

Part No. (P/N) :

Composition :

Date ol Sample Received :

Testing Period :

Test Reqlested :

Test Method :

Test Resulb :

Condusion :

sP12-028285 - SH

YTW1o8 (692535-001' 692535-003 )

Sn3.0CuRE
21 gep 2012

21 Sep 2012 - 25 seq 20 12

Seleded test(s) as requested by client.

Please refer to next page(s).

Ple€se refer to next Page(s)
Based on the perfrcrmed tests on submitted samples, the results of Lead'

Mercury, cadmium, Hexavalent chromium, Polybrominated biphenyls (PBB)' -
Polybrominatecl diphenylethe6 (PBDE) comply with the limits as set by RoHS

Direciive 2011/6tEu Annex lli recasting 200295/EC.

Signed for and on behalf of
sc$csrc Ltd.

,zQv"-
Fan Jingjie, JJ
Approved Signatory
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Teet Report

Test Resufts :

No. SHAEC1216714748 Date; 25 Sep 2012 Page 2 of 5

Test Part Desc.iption :

SpodmqrNo. SGSSandolD D*qiptlon
1 SHA'12167147.041 Silvery wire

Rema*€ :
(1 )  I  mg /kg=  1  PPm=00001%
(2) MDL = Method Detedion Limit

(3) ND = Not Detected ( < NIDL )
(4) 

"" 
= Not Regulated

RoHS Diradv€ 201 1/65/EU

Test Method : with reference to lEc 62321i2008
(1) Determination of Cadmium by ICP-OES.
(2) Oetemination of Lead by ICP-oES
(3) Determination of Merdiry bv ICP'OES
(4) Determination of Hexavalent Chromium by Spot test / Colorimetric Method using UV-Vis

(5) Determination of PBBS / PBDES by GC-MS'

Test ltem(s)

Cadmium (Cd)

Lead (Pb)

Mercury (Hs)

Hexavalent Chromium (Cr(Vl))

Sum ol PBBS
Monobrcmobiphenyl
Dibrcmobiphenyl
Tribromobiphenyl
TetrabromobiPhenyl
PentabromobiphenYl
Hexabromobtphenyl
HeptabromobiPhenyl
Octabromobiphenyl
Nonabromobiphonyl
DecabromobiPhenyl
Sum of PBDES
Monobromodiphenyl ether

Limit ud! M0!
100 mg/kS 2

1000 mSftS 2

1000 mS/kg 2
o

1000 mgkg
- mSikS 5
- mdkS 5
- mS/kS 5
- ms/ks 5
- mdkS 5
- mg/kg 5
- mg/kg 5
- mgftS 5

mdkg 5
- mS/kg 5

1000 mS/kg
- mdkg 5

@1
ND
55
ND

Negative
ND
ND
ND
ND
ND
ND
ND
ND
ND
ND
NO
ND
ND

;i;a' ir*&{.d n dnl.,.d/bb 6rr.{.tt.d '
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sGq
Test Report

Test ltem{s)

Dibromodiphenyl ether
Tribromodiphenyl ether
Telrabromodiphenyl elher
Pentabrcmodiphenyl ether
Hexabromodiphenyl ether
Heptabromodiphenyl elher
Octabromodiphenyl elher
Nonabromodiphenyl ethet
Decabromodiphenyl ether

Notes :
(1) The maximum permissible limit is quoted ffom direclive 2011/65/EU' Annex ll
(2) ospoltest:

Negative = Absence of Cr(Vl) coating, Positive = Presence of Cr(Vl) coating;

Ohe tested sample should be further vedfied by boiling-wateFexlraction method if the spot test result

is Negative or cannot be confimed-)
oBoiling-wateFextraction:
Negative = Absence of Cr(Vl) coating
positive = Presence of Cr(Vl) coating; the detected concentration in boiling-wateFextraction solution is

equal or greater than O.O2 mg/kg with 50 crn" sample surface area
Forcorosionprotectioncoatingsonmeta|s:|nformationonstorageconditionsandproducliondateof
the tested sample is unavailable and thus results of Cr(Vl) represent status of the sample at the time

of testing.

No. SHAEC1216714748 Date: 25 Sep 2012

ud! Mot @1
mg/kS 5 ND
mS/kS 5 ND
mdks 5 ND
mSikS 5 ND
mg/kS 5 ND
mSftS 5 ND
mdkS 5 ND
mS/kS 5 ND
mdkS 5 ND

Page 3 of 5

tird!
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ATTACHMENTS

RoHS Testing Flow Chart

1) Name of the person who made testing: Jan Shi/Yoyo Wangr'Allen XiaolGaryXu
2) Name of the person in charge of testing: Jeff Zhanglceorge Xu/ Linda Li
3) These sampleswere dissolved lotally by pre-conditioning method according to betow flow chart. (Cf'

and PBB!,/PBDES test method excluded)

Sample PrepaEtion

1) Alkali Fusion /
DryAshing

2) Acid to dissolve

Heating to 90-957
for extraction

Adding 1,5-
diphenylcalbaAde

for color
development

Adding 1,5-
diphenylcarbaade

for color
development

A rcd color
indicatesthe

presence of cr8t.
necessary,

Pb/CdHg PBBs/PBDES

t6&tttY|laf{dpdtrd,st{iatr @
'Fr.-*.ltrEtdttidotsr+l lr:2@3

r ErE F2!) 8r@53
rll Fzl6lil&5aa

I€EF{|FMD
rij F€i)i6063
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Teet Report

Sample photo:

No. SHAEC1216714748 Oate: 25 Sep 2012 Page 5 of 5

sHA12-167147.041

SGS authenticate the photo on odginal report only

". End of Report '_
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SGS Job No. :

oate of sample R€ceived :

T€sting Pedod I

Test Requested i

Test Method :

Test Results :

Conclusion :

Test Report No. CANEC1208305601 Date: 02 Jul 2012 Page 1 ot 5

AIM SOLDER (SHEN ZHEN) CO,,LTD.

BLOCK69.THIRD INDUSTRIAL ZONE,LUOTIAN VILLAGE,SONGGANG TOWN'BAOAN DISTRICT'SZ
CHINA

The fo owing sampte(s) wasl/verc submitted and identified on behalf of the clients as: soLoER wlRE AlM230

FA.ST CORE H RSA6O5

cP12-030363 - SZ

26 Jun 2012

26 Jun 2012 - 02 Jul 2012

Selected test(s) as requested by client.

Pleasg refer to next page(s).

Please r€fer to next page(s).

Bas€d on the oedormed lests on submitted sampl€s' the results of Lead'
Mercury, Cadmium, Hexavalent ctromium, Polybrominated biph€nyls (PBB)'
Potybrominated dipheny' ethels (PSDE) comply with the limits as set by RoHS
Direclive 2011/65/EU Annex ll; recasting 2002/95/EC

behalf of

Kenny Wang
Approved Signatory
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Test Report

Test Results :

No. CANECl208305601 Date: 02 Jul2012 Page 2 ol5

Test Pat Desciotion :

Sp6dmo.r iao, SGS Sampl€ lD
1 CAN12-083056.001

Remaaks :

D6qidion
Silvery metal wire

(1) I mg/kg= 1 PPm =00001%

(2) MDL = Method Deteclion Limit

(3) ND = Not Detected ( < MDL )
(4) 1' = Not Rogulated

Rol{S Dlrc.ft o 201 1/86/EU

TestMethod: With refefence to IEC 62321:2008
(1) Determination ofCadmium by ICP-OES.
(2) Determination of Lead by ICP-OES.
(3) Determination of Mercury by ICP-OES.
(4) Determination of Hexavalent Chromium by Spot test / Colodmetric Method using UV-Vis'
(5) Determination of PBBS/ PBoEs by GC-MS

Test ltemls)
Cadmium (Cd)
Lead (Pb)
Merc.ury (Hg)
Hexavalent Chromium (C l)

Sum ol PBBS
Monobromobiphenyl
Dibromobiphenyl
Tribromobiphenyl
Tetrabromobiphenyl
Pentabromobiphenyl
Hexabromobiphenyl
Heptabromobiphenyl
Octabromobiphenyl
NonabrcmobiphenYl
Decabromobiphenyl
Sum of PBDES
Monobromodiphenyl elher

!!ni! uli!
100 mgfts

1,000 mg/kg
''y '.tn
1,m0 mg/kg

, mg/Kg
- mgkg
- mg/Kg
- ms&g
_ mg/Kg
- mgKg
- mg/Kg
- mgKg
- mgfts
_ mg/Kg

1,0OO mglkg
- mg/Kg
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'oos, on.brriciion or,h. codlnr o

iiili"iri'icu', .. -am r.ry r-

r c a i r ; d ^ m h b b d ^ i o d r o 6 , m

MDL
2
2

901
ND
78
ND

Negative
ND
ND
ND
ND
ND
ND
N D
ND
N D
ND
ND
ND
ND

2

;
5
5
5
5
5
5
5
5
5

5
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Te61 Report

Test ltem(s)

Dibromodaphenyl ether
Tribromodiphenyl ether
Telrabromodiphenyl ether
Penlabromodaphenyl ether
H€xabromodaphenyl ether
Heptabromodiphenyl ether
Oclabromodiphenyl ether
Nonabromodiphenyl ethor
Decabromodaphenyl ether

Notes :

No. CANEC1208305601 Date:02 Jul2012 Page 3 ot 5

tiEi! @1
ND
ND
N D
N D
ND
ND
ND
N D
ND

!d! t\rpl
mg/kg 5
msiks 5
mdkg 5
mdks 5
mgiks 5
mg/kg 5
mdts 5
mdkg 5
mg/kg 5

(1) Tho maximum permissibl€ limit is quoted lrom the directive 2011/65/EU, Annex ll
(2)oSPottest:
Negative = Absenc€ ofCrVlcoating, Positive = Presence ofCNlcoating;
(The tested sample should be tudher verified by boiling'water'enraciion m€thod if the spot test result is
Negative or cannot bo @nfimed.)
oBoiling-water-e)draction:
Negative = Absenoe of CrVl coating
Positive = Presence of CrVl coating; the detected concentEtion in boiling'water-extraction solution as
equal or greater than 0.02 mg/Kg with 50 ctn2 s€nple surfaoe a.ea
For corrosion prctection coatings on metals: Information on stoEge conditions and produclion date of the
lested sample is unavailable and thus resulls of Cr(Vl) represent status ofthe sample atthe time of
testing.

ffiDtu!'m'tu 5t0€61 teo )0 P t66. 16 20 3.4_i: 3



Test Report No. CANEC1208305601 Dale: 02 Jul2012 Page 4 of 5

ATTACHMENTS
RoHS Tesiing FlowChart

1) Name of the person who made testing: Bella Wang / Cutey Yu
2) Name of the person in charge oftesting:Adams Yu / Ryan Yang
3) These samples were dissolved totally by preronditioning method according to below flow chart

(Cf'and PBBS/PBDEs test method excluded).

;ffi]"'t;lfl[;#;:;i";;;i]ffi;i":]ifil";;i;,;;:;];;;c;;:;ilrv.r"*o*t*lt"a*'.-.o
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#r;;;J;"*-h\" -s'ry.;hb'6h"dh.*"b"ro'

Sample Measurement

Nonmetallic
material

'l) Alkali Fusion /
Dry Ashing

2) Acid tio
dissolve

Filtration and
pH adjustment

Adding 1,5-
diphenylcarbazide
for color
development

Adding 1,5-
diphenylcarbazide
for color
development

A red color
indicates the
presence of cpr.
lf necessary,
crnfirm with

Pb/CdtHg PBBS,PBDEs

Positive
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Test Report No. CANEC1208305601 Date: 02 Jul 2012 Page 5 of 5

Sample photo:

cAN12-083056.001

SGS authenticat€ the photo on odginal report only
*" End of Report "'
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APPLICANT: LITTELFUSE,INC. DATE:  AUG 15, 2012 
 800 E. NORTHWEST HWY  
 ATTN:  A. CESISTA/ K. BACILA 
  

 

SAMPLE DESCRIPTION:  
One (1) submitted sample said to be White Yarn. 
Part Description : Yarn. 
Part Number : 648102. 

***************************************************************************************************************************************************** 
TESTS CONDUCTED: 
   AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
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1 (Ⅰ) Test Result Summary： 

TESTING ITEM RESULT (ppm) 

HEAVY METAL 
CADMIUM (Cd) CONTENT ND 
LEAD (Pb) CONTENT ND 
MERCURY (Hg) CONTENT ND 
CHROMIUM VI (Cr6+) CONTENT ND 
POLYBROMINATED BIPHENYLS (PBBs) 
MONOBROMINATED BIPHENYLS (MonoBB) ND 
DIBROMINATED BIPHENYLS (DiBB) ND 
TRIBROMINATED BIPHENYLS (TriBB) ND 
TETRABROMINATED BIPHENYLS (TetraBB) ND 
PENTABROMINATED BIPHENYLS (PentaBB) ND 
HEXABROMINATED BIPHENYLS (HexaBB) ND 
HEPTABROMINATED BIPHENYLS (HeptaBB) ND 
OCTABROMINATED BIPHENYLS (OctaBB) ND 
NONABROMINATED BIPHENYLS (NonaBB) ND 
DECABROMINATED BIPHENYL (DecaBB) ND 
POLYBROMINATED DIPHENYL ETHERS (PBDEs) 
MONOBROMINATED DIPHENYL ETHERS (MonoBDE) ND 
DIBROMINATED DIPHENYL ETHERS (DiBDE) ND 
TRIBROMINATED DIPHENYL ETHERS (TriBDE) ND 
TETRABROMINATED DIPHENYL ETHERS (TetraBDE) ND 
PENTABROMINATED DIPHENYL ETHERS (PentaBDE) ND 
HEXABROMINATED DIPHENYL ETHERS (HexaBDE) ND 
HEPTABROMINATED DIPHENYL ETHERS (HeptaBDE) ND 
OCTABROMINATED DIPHENYL ETHERS (OctaBDE) ND 
NONABROMINATED DIPHENYL ETHERS (NonaBDE) ND 
DECABROMINATED DIPHENYL ETHER (DecaBDE) ND 
HALOGEN CONTENT 
FLUORINE (F) ND 
CHLORINE (Cl) ND 
BROMINE (Br) ND 
IODINE (I) ND 

 
REMARKS：     ppm = PARTS PER MILLION = mg/kg 

 ND = NOT DETECTED 
 

RESPONSIBILITY OF CHEMIST: DENT FANG / KEN HE 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
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(Ⅱ) ROHS REQUIREMENT： 

RESTRICTED SUBSTANCES LIMITS 

CADMIUM (Cd) CONTENT 0.01% (100ppm) 
LEAD (Pb) CONTENT 0.1% (1000ppm) 
MERCURY (Hg) CONTENT 0.1% (1000ppm) 
CHROMIUM VI (Cr6+) CONTENT 0.1% (1000ppm) 
POLYBROMINATED BIPHENYLS (PBBs) 0.1% (1000ppm) 
POLYBROMINATED DIPHENYL ETHERS (PBDEs) 0.1% (1000ppm) 

 
THE ABOVE LIMITS WERE QUOTED FROM ROHS DIRECTIVE 2002/95/EC AND AMENDMENT 2005/618/EC FOR 
HOMOGENEOUS MATERIAL. 

 
(Ⅲ) TEST METHOD： 

TESTING ITEM TESTING METHOD REPORTING 
LIMIT 

CADMIUM (Cd) CONTENT 

WITH REFERENCE TO IEC 62321 EDITION 1.0:2008 IN CLAUSE 
8/9/10, BY MICROWAVE DIGESTION UNTIL THE TESTED 
SAMPLES ARE TOTALLY DISSOLVED AND DETERMINED BY 
ICP-OES. 

2 ppm 

LEAD (Pb) CONTENT 

WITH REFERENCE TO IEC 62321 EDITION 1.0:2008 IN CLAUSE 
8/9/10, BY MICROWAVE DIGESTION UNTIL THE TESTED 
SAMPLES ARE TOTALLY DISSOLVED AND DETERMINED BY 
ICP-OES. 

2 ppm 

MERCURY (Hg) CONTENT 
WITH REFERENCE TO IEC 62321 EDITION 1.0:2008 IN CLAUSE 
7, BY MICROWAVE DIGESTION UNTIL THE TESTED SAMPLES 
ARE TOTALLY DISSOLVED AND DETERMINED BY ICP-OES. 

2 ppm 

CHROMIUM VI (CR6+) 
CONTENT 

WITH REFERENCE TO IEC 62321 EDITION 1.0:2008 IN ANNEX C, 
BY ALKALINE DIGESTION AND DETERMINED BY UV-VIS 
SPECTROPHOTOMETER. 

1 ppm 

POLYBROMINATED 
BIPHENYLS (PBBs)  

WITH REFERENCE TO IEC 62321 EDITION 1.0:2008 IN ANNEX A, 
BY SOLVENT EXTRACTION AND DETERMINED BY GC-MSD 
AND FURTHER HPLC CONFIRMATION WHEN NECESSARY. 

5 ppm 

POLYBROMINATED 
DIPHENYL ETHERS (PBDEs)  

WITH REFERENCE TO IEC 62321 EDITION 1.0:2008 IN ANNEX A, 
BY SOLVENT EXTRACTION AND DETERMINED BY GC-MSD 
AND FURTHER HPLC CONFIRMATION WHEN NECESSARY. 

5 ppm 

 
REMARK：REPORTING LIMIT = QUANTITATION LIMIT OF ANALYZE IN SAMPLE 
 

                 Date Sample Receive:AUG.9, 2012 
Test Period: AUG.9, 2012 To AUG.15, 2012 
 
RESPONSIBILITY OF CHEMIST: KEN HE 

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ) MEASUREMENT FLOWCHART: 
TEST FOR Cd/ Pb/ Hg/Cr (VI)/ PBBS/PBDES CONTENTS  
REFERENCE STANDARD: IEC 62321 EDITION 1.0:2008 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

***************************************************************************************************************************************************** 
TO BE CONTINUED 

Sampling/grinding or cutting 

Weigh sample and for 
different material, 

digest the sample with 
appropriate acid*1 

Make up with 
deionized water 

 

Cd/Pb/Hg 

Analyzed by ICP-OES 

Weigh sample 
and add alkaline 

solution 

Definite temp. 
Extraction

Make up with deionized 
water and add Diphenyl-

carbazide solution 

Cr6+ 

Weigh sample and 
add organic 

solvent 

Soxhlet extraction
or 

Solvent extraction

Concentrate the 
extract and make 
up with organic 

solvent 

PBBs/PBDEs 

Analyzed by UV-VIS 

Analyzed by GC-MSD

Spot test 

Get 50cm2 
samples 

Boiling water 
extraction

Metal 
Polymers / 
electronics 

Positive*2 

Confirm the tested 
samples are totally 

dissolved 

No 

Cool and filter the 
extract 

Yes 
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REMARKS： 
*1: LIST OF APPROPRIATE ACID： 
MATERIAL ACID ADDED FOR DIGESTION 
POLYMERS HNO3,HCL,HF,H2O2,H3BO3 
METALS HNO3,HCL,HF 
ELECTRONICS HNO3,HCL,H2O2,HBF4 

 
*2: IF THE RESULT OF SPOT TEST IS POSITIVE, CHROMIUM (VI) WOULD BE DETERMINED AS DETECTED.   

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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2       ( ) Ⅰ Test Result Summary : 

Testing Item Result (ppm) 

Halogen Content 
Fluorine (F) ND 
Chlorine (Cl) ND 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 ND = Not detected 

 
        (Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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          (Ⅳ) Measurement Flowchart: 
 

 Test For Halogen Content 
 Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
***************************************************************************************************************************************************** 

TO BE CONTINUED 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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***************************************************************************************************************************************************** 

END OF REPORT 
 

 
  
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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: l#*  /  T . ib ronob ip l .ny l 5
€ iA#*  /  Te t !ab .onob iphenyL 5

i i * #  j F  /  Pen tab io f r ab iphe . y l 5

n;*#*  /  lexab.onob ipheny l

+*d f  /  Bep iahroDoh iphenr l

^ i {#X /  Ocrab.onoh iphentL

i-&4x' / Nonabronobiphenyl

+A#f /  D€cahronobiph€!y1 rE/kg

a " ; ; - ,  
" - ,  

r " t oo  I  i a  s i  I  i  ! "
i h ' sd ; c i nn in " . sLe ' t r i - o rd i ' ' 0 "db6k ' aE | coo$n .
and b, eleftn'- rodobdre^u *rtrr16 6r\and.o dionst_Lrd-fii-.^-.-;";;',;;:;i;;;; 

;;.6;;i;;;;dd";aia;iM
6e me o, c 'm€i$don on v ard - fin m. 'm € or c ie'
ranedodtom eFL,nd d;msn n -L eu6 r oror fldl aoproviL o' r€
cr@rv { v - Eltdr'.n rF?..i o4€ y o' 'tsfi@tdr d '?ode" o

.  .  . ! , !  
,  x ,w .G" " " k ,N .  r i i  _n i r . , : , . , r r  . i r ' ] : r f :

' 
i :-;;';"::---e' )F ^":\' ;

ll| l||l ltl]ll

!A'I,EiT] OIIXED ALL PARTS)



,r1ff,+E+
Test Report
+q€+!*&l,)trlE?] 61
TY-OHM ELECIRONIC II'ORI{S CO., LTD.

'rfr *t,! *TF#-{54e!t
NO. 49, DINGFU lst STREET, GUEISIIAN TOSIISHIP, TAOWAIi COUI-TY 333, TAIIIAN

f t d q ( N . . ) ,  c B / 2 0 r 2 / 4 t 4 A 4 q S ( D a t € l : 2 0 r 2 l n 4 l r 3 q&(Page):  3 of  6

tlfi[]l]t |l[]ll

nrl{t E +&
(Uri  t )

riatrt t;*.nrt
EII{t
(uDL)

s*
(ResuI  t

N o . 1

t*t*nll+ / su! ot PBDE3

++rrr 6zszL, zoo9 *, 
" 

ala&fr/X
: *d,&i l l .  /  $ ' i th  .eference to IEc
62321t 2008 and lerforned by CCIYS.

- *$ rFe /  Monobrohod iph€ny l  e th€r 5
-&d* l i  /  D ib lonod iphen l l  e ther 5
: * # *6 {  /  T r i b romod iFheny l  e the . rg/kg 5

€)*# f ,6€  /  rebabro f rad ip [enr l  e ihe ! 5

tt*|f, F6t / P€ntabronodiph€nyl erh€r 5

*)Ald*at / liexahronodirhenyl etler 5

+i ! * le t  /  Hep lahrohod iphery l  e ther

\ *$ iSA4 /  o .  rabrorod  '  phefy l  € tber na/ka
r 'L * i *A t  /  No.abronod iphenyt  e ther

+ t l$Xq{  /  Decabronod ipneny l  e !her

f i t i (Note) :
r .  mAlks -  ppn ;  0 .1wt% :  1000p!n

2 .  n . d .  :  N o t  D e t € c t e d  ( : i . + A * )

3.  . \ lDL = I te thod Detect ion L in i t  ( t * . lA i l i i !FR4n)

4.  - '  :  Not  R.s" l , t .d  (*4, i4 ld)

5- *.s6tr1a.€AAq;t^.*+a+x,l?t , +E*f {l, lEaxls{,ex4.Ra* q'€tl+-*ttr6i }9. (r!e sanpres
v a s / v € r e  a n a l y 2 c d  o n  b e h a l f  o f  t i e  a p p l i c a n t  a s  n i x i n a  s a n p l e  i n  o n e  t e s t i n g .  T l e  a b o v c . e s u l t s

w a s / w e r e  o n l y  s i v e n  a s  t h e  i i f o . n a l i t y  v a l u e . )

ahpLEG) @ed lrc 'en Bpon €dno
, , ! t r ' d : :

" " ' - d ' - * ' sg ,eoon . . " . p ' y sLqe losceaa ' cond ioao : sPa@p ' | 6oo 'e ' i " s sdso "o11;; ;,;d;.i- 6;; A;n;b "Iiied; rems ad cmo rcmo re * a.o.cot'rr'-cmt' Dotu
; ; ; ; ; ; ;  i " : ; d  ' i i ; , ; ;m  ; i ; ; ; ; ;@- ; s i , a ' dv rd  dh t sdoc . -d  ; s ' * o |  s r r comp '1s rnd re5a l
;;';; 

"i 
J;k;;dm o^i; ;;d *ihin r" r- 

". 
cr€ds Etlno$, ! 

-- 
comoaa e s e

r6d$dm 'm e$E! no alr pr r
.omDanr ArvL?Jrhorr.nab€roj bqeryo kir\16brd$€oae,ro



x{fi,*E+
Test Report
+,!r€+r-*Etla rRa 4
TY-OHM ELECTRONIC S'ORKS @., LTD.

ttF *ra,r. fi18fr-64eft
NO. 49, DINGFU lst STREET, GUEISMN TO{NSHIP, TAOllJtl\l COUNTY 333, TAIIAN

t f , 4 ( N " . ) ,  C E / 2 0 1 2 / 4 1 4 0 4A l , ! ( D a t e )  :  2 0 1 2 l 0 . 1 / 1 3 Flt(Pase):  4 or 6

Il] tI| ]||t ]

r )

2)
3)

l8*ttrT.tfi,tenzt*+ ' f.xge*8Jll. ( ifir&irlilt*r*rf ) / Thse samdas rere
dissolved totally by pMdirioning method according to berownow charl. ( cf't€€t ftEthod exduded )
;r!31,/- l : $+l* / Name of it€ peBon wt\o wde m€surmenlr crrmbgreal Yang
tlr,t { lr'- : #8+ / Name or the person in charge or measu€m€.t Troy Chang

* rlL+t n.,i + *4tit,'*{|. / lcP AEs

lls}}{ / SamDle Ma|enal ,iilb&&lttr / oiq€slion rdd

slel. @DD€r. aluminun. 6older
a+. 4&, ld, n,ne, tt,l. /
Aoua€oia. HNO.. HCl. HF. H,O

Gold. .latinum. €lladlum. eEmlc

,i,*, !tr+, rr|.n, f& / H,sor, H,o,, HNoi, Hcl
,, \EE*re!84 / arry acid ro roral digElion

'mpp ! t s {eo f t ' e$cpd€To
L d m d r i \  ,  ,  , , . 1  r i t  E F  1  

" l  
-  U  t

r nEnMmen ,D  E l Jeds rn . co i€
, r oo ' e€dT . . , o f a l ddomen .9 ' JdF 'de -sJ t conono ' " , o lE ' e
i ; , . d t n ;N  l d  i i ; d ; " ; n i i i n$do  t sdoomsn r  t . o , r d t '  do ru l o '  e  ' d ' n . ohoeo r t . . , ' 1 " co rpd ' / s r r d  ssa r
i n . i n ; ' d € i w n D n o n " m o d . . r y F . ! o @ a . s c . A 9 r \ o '

na .d - . no tuT  L  F5  oo - .  6 i r 6 fd rbc5pmrod
coaoan'{rydrafu?eaF'dto|

r .New laF i . e tu 'wo i r ,  ; ;  ;X . i i  r ' : i : n l i

t{ . tftite /Cdling P€ps,gtion

id r'\,i*.sl! /sample Mesu€ment

ii.f 4 lq *.s 6ltt f ,rn trnt* at *'tli )X lE(+Ti.
,in) /Acid digeslon by suiiable add depen@d d
ditrerent sample mabrial (as bdowtable)

4*/t&/&.n&6i&*fiiL /
Microwave dEeslion wilh HNOTHCI/IIF

,"*antf ,aA4,iti'lb+
{( / Heat lo appropdale

&16#ti /AlkaliFusion
l*6* / HCr to dissor\€

+trii'E'dfs /Cool,
filter digEslate lhrowh filter

nf,f)L-Tf,ararf& !
jrl+is,5*E 540 nm al4

absooane at 540 nm bY
UV,VIS



,fla#+
i i , 6 ( N o .  ) ,  c ! / ? o r 2 l 4 1 4 0 4 E S ( D a t e ) : 2 0 1 2 l 0 a l 1 3 F*. (Pase):  5 or  6

,iA#S'/ t**$*+&*,AIi / PBB/PBDE anatyticat FLOW CHART
r,FIA,].F : ti!4# / Name of lhe peBonwho made measurement Romsn Wong
r idt{Q I ,]. : f,*-R / Name ofthe person in draQe ol measurement Troy Chang
iq,^,4{t3F / Fi6r testing proces ------------t
**ti&iltte,4 / oDlional sc€
:i;Si:4 / Cmfmalion roes -. -.>

Test Report
+q€+!*rtDArF?i.1
TY-OI!,I ELECTRONIC WORKS co., LTD.

dr, Ei tr 1, ,! ftrF r, -?r4 efi
NO. 49. DINGFU ISt STREET, GUEISHIX TOI'NSHIP, TAOI'IJI]{ COUNTY 333, TAII'AN

lllr || ]||[ll

fJ-"-jE pr"r"rt*"ti l*s;6,r 
_l

J

Screen analysis / t? 6 r|fi

I Concenlrale/Dilute ExtEcted solulion I
| +*ri;ts/ft* |

sample erlraction #'&+41
Soxhlel method *!\,+4.t*

Analysis by GC/[,IS / nfi{fif :*C..itr

lssue Repod l*lr*&+

c o - p a a f  i l  , l  r .  - i
rhis dnmr rs isu.d br the c.mpany o6td rd ns Gs.dr cond I on

rimrlar od or riabiliry rddemnficd on and iarisdidion is&ss d8fi.d seEri. tuy ho &r or rh6 doomem s adyhed rh s rhe company s fnd nos ar
an,Tlieco'F.dy3$eresps3ibiily

., 1l::Li!! |: l l l i l
r-t99193t::::-:z: b,3i.1gt:5::31 !!!,rt,.!!



,flH,+E+
Test Report
+.[€+r*ItAa Ba 4
TI-OHtrI ELECTRONIC \{ORKS CO., LTD.

*rEl tf* l'l] srF4 -fi 4e*
NO. 49, DINGFU 1st STREm, GUEIS|IAN TOINSHIP, TAOI'ItA\ COIJNTY 3i3, TAIn,All

! E € ( u . . ) ,  c E / 2 0 1 2 / 4 r 1 a 1 S ( D a t e ) : 2 0 1 2 / 0 4 / 1 3 F * . ( P a s e ) : 6  o r  6

rl| u ru t

+ F.4 f5trfrt*a ' tli+&lhttrlzt{.s/*.fr. .
(Tbe tes ted  saop le  /  par r  i s  Da lked by  ad  ar rox  i f  i t , s  sho , r  oo  rhe  Dhoto . )

. .  4+tEE (End of RePorr) **

eG) Frbd rhG Br e@d 6nior be I
L d m o . n !  l l  t ' t  '  l  t : :  r R  e A  '  l i l  i  

_ n  .  1
ny ibjed ro i6 cdnsa cdndiroi3 o

nd iLltudidon suo, d€rnod rh.cin av h.@orb s dmmed aadusadb
r " rm"o ,E t r - ; . . ond rand {  ; !  f r e .  d " . p .13$eF .p0 .3 " ,  oc (nd  ' o ; 6 ;paaeahs

& " p i 1 . | 1 { l t . l p r o

4L404



,E{-d,+E+
Test Report
+lE€+a*xt{r}t rFa ;l
TY'OHM ELECTRONIC SOIIKS @. , LTD.
+tE t&a,r. sr!H-{54ett
No. 49, DINGFU lsr STREEI, GLEISHAN To$NsHIp, TAowAti COI'NTI 333, TAI{A}I

f f6(No.  )  :  cEl2012141405 E l q ( D a t e )  :  2 0 r 2 l 0 4 l 1 3  F t t ( p a 8 e )  :  I  o f  4

Validit nown
For QueSIl
Please Co ith scs

tl][t[I| ||l

, r (T g,&.Arf  &*P,*8, AA *F +* -rE+F *gje-F (rhe rorrovi ls 5aEpr€s va./eere subnit ted and
i d e n t i f i e d  b y l o n  b e h . l f  o f  t h e  c r i € n t  a 6 )  :

l * "%Z*l (s . rp l "  Desoi  pt  i  on)

&&4l t t (s ty l€/ I tem No.  )
] l t4 t  E S (sanrre Receiv ins Date)
tF ldS Fl  ( r "s  t  i  ns Per i  od)

j d A S * ( T e s t  R e s u l t s )

Cl|gIicC L*ordo|y -TQd

sa@els) re,ed rh 5 res repon ann
1 l -  -  . [ : ,

rhs documd s 'ssud by rhe com
n c Dmumenis d M es @nren/rentu*nd.cdd riom,rems e D_odme

inidion0Jabry.indsmnir€Lionadru'$don,su!sderiedhd6inAryhorderorrisdocurudifadvedha
hil ,'" i- s oi Cier", ,1,.atun. d \ 5 ro \ C er I ar mb dtufred oo

he ru estene orrhe.w

. CARmN FII,M mSISTORS
: Rn SERIES
,  2 0 1 2 / 0 4 / 0 7
|  2 A l 2 / 4 1 / A 7  T O  2 0 1 2 / 0 4 / 1 3

:  #- tT-F (p le,se refer  to  neyt  pases) .

{NwaE

Sgmdior



,F{a#+
Test Report
+.8€+a*xtr)tr R?r;1
TY-OHII ELECTRONIC I'ORI{S @. , LTD.

tt E Ff i, Jl frtG rf -64e&
NO. 49, DINGFU 1st STREET, GUEISHAIi mfi{slllP. TAOToAN @ll\Ifi 333, TAI\IAN

idgl** . ( r€st  R€3u1!s)

f i 4 ( N o . )  :  c E / 2 0 1 2 l 4 r 4 0 5  a S ( D a t € )  :  2 0 1 2 l 0 4 / 1 3  F * ( p a 8 e )  :  2  o r  a

rtl|[]ll I

rq{ d,$/n (PART NAME) No.r !8fin9 jr,j (MIED AIr PARTS)

rl*,{ c +{i
(Uni  t  )

,ng,tit
(Metbod)

,i*.fird
EIEIT
(UDL)

S;F

N o . 1

E* /  Ha I  oscr

A i  ( f , )  /  H a r o s e n - F r u o r i n e  ( F )
(Cr ' 's  No. :  14?62- 9a-8)

4+Bs EN 11582:2ooi, , l lF+,E
f r&"+]8.  /  l { i th  r€ ie.ence to
B S  E N  1 4 5 8 2 : 2 0 0 7 .  A n a l y s i s  w a s

5 0

6*-  (S.)  i  Haloren-chlor  ine
(cr) (c/'s No.: 22537 - r5-r)

5 0

6* ( ; l )  /  Halosen-Brooine (Br)
(CAS No. :  10097 -32-2 )

5 0

6 i  ( 4 * )  /  H a l o g e n - l o d i n e  ( I )

(cAS No. :  14362-44-8)

5 0

_ ' r r  r : t  l i ,  r  t i , l ] r r i

f i t i ( N o t e ) :
1 .  E g l k g  =  p p n  i 0 . 1 n r %  =  1 0 0 0 P P n
2 .  n . d .  =  N o t  D e t e c t e d  ( , t * S g )
3. MDL = rdethod Detect io!  LiEir  ( t l i lAiXlEf&{6)
4. *."%itx!:taA,if f ;6^**,Ea,Flii, ' #.+f 6rrE +;rli{,r* Rrf\** f l@fl +-*tf atl}8. (rhe sanpres

v a s / w e r e  a . a l y z e d  o r  b e h a l f  o i  t h e  a p F L j c a r r  a s  n i x i n g  s a n p l e  i n  o n e  t e s t i n S ,  T h €  a b o v e  r e s ! l r s

w a s / v e r €  o n L y  s i v e n  a s  t h e  i n f o . n a l i t y  v a l u e . )

r / t  - l  : l
i;sidmeft s,,:eod' ia-aiioJi,;-od b ,c".urco o m o
ord ! d"don' 1rdoao - b abed6 remsaldcro 'orb Fr.4
i.*i."i,i n 

". 
'oii"'i'er"in; J iiti-"i' ,*,* d._* b". .A.vnode o i6doi -- ;ad.*oh

co -Dary +v ' adnd.'Pd d'"?'. i



,flaa+
Test Report
+4€+a*xirla rE? '1
TY-OHI{ ELECTRONIC {ORKS CO., LTD.

&m tia &ftrF!x-61efi
NO. 49, DINGFU lst SIREET, cUEIsllAN TOr'lrSHIP. TAOI'IIAN COlllTY 333, TAlll'AN

f r ,&<N..)  .  cE/20t2/4r405 A*(Date) |  2or2/04/r3 F*.(pa8e) :  3 of a

flltN tlttt][]t!tl

I

I

**+ttti,An / Analytical flow chart of halogen contenl

xl*\,^ F : ft.g* / Name of the pe6on who made measurement Rita Chen
irl:{,EI l' : ti.B* / Name of the person in charge of measurement: Troy Chang

&+E )tt&.'5fr t
Analysis was performed by lC

empiels)rased thstnrcponain' r  i  ,  t i - : t t  I  r : ;
i h  s  d ; ; l nan ,  

" ' * - n t ' d ; c , i  
D , : ; s ;F :o  s - "Da  o  o10 '>

"nd b, e{fttu romardocJm.+ ad& rd er'drd.oldio aro L*
a;'l;;;',;, ..;;;fti"* "-;.-d..,s'esoaneorrc,.'n a
t j . i . i " i . t n i i i l i " i i ' . ; : J ; ; ' " ; ' n i ' i ; , n i c ' c - r . sndd . ,

I 4{ d r ord d_Fn aDprov?r orra
ro-@a A v i.Lllo zen aF%m' !'ero' iis'r6ro o t@nre1ro

i . r : . c ;  i ,  l i  i 5 r :



,flff.#+
Test Report

! t16(Nd- )  i  cE/  2012 /  414 O 5 A r [ < D a r . ) : 2 0 7 2 / 0 4 / 7 3 q * ( P a s e ) : a o f a

+E€+r*xcSA].Ea5l
TY-OH}I ELECTTONIC WORKS CO., LTD.

dt 6 tf *' & 8rA r8 -ai4 efi
NO. 49, DINGFU lst STREEI, CUEISEAI'TOWNSHIP. TAOI'IJAN COIJNTY 333, TAIX'AN

. mttrrttt*i ' Fl*'i&f Ft*jd.iisi ${-n. .
(The tes ted  sa ip le  /  par t  i s  oark€d by  an  a ! .o r  i f  i t , . .hor !  o !  tbe  pboto . )

. -  t r + e . € ( E . d  o l  R e p o r t ) . .

smp sG) L6n.d rh Ekd6ponann
c o m 6 d  l T L t  l l :  ; , 1  { :  l : . , 1 1  :  l r l l  \ f l i l  a  l '

dd |o ' . | . f t n ' ' | o f t l d ' o f uP rs * ' d6 - r r ' andc .1d f t o | s | o 'Egh1DFJp "SJM*5@ne |d r5 " t ' o ' d0oF ' | "T ' " on fuT rA
rim,krion ot r:biriM ind8mmdion and lfisnrdron isues d.fned rE€in tu

.nyThecomp.iysso|eregoorcrbiiy

t tI|[ l[I.]l

41405
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FOR INTERTEK TESTING SERVICES  
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JACOB LIN 
GENERAL MANAGER    
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Intertek Testing Services Ltd., Shanghai 

Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  
上海天祥質量技術服務有限公司 

上海市宜山路 801 號金陵商務廣場 B 座  200233 
Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 
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APPLICANT: LITTELFUSE,INC. DATE:  OCT 29, 2012 
 800 E. NORTHWEST HWY  
 ATTN:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:  
ONE (1) SUBMITTED SAMPLE SAID TO BE ORANGE INK. 
PART DESCRIPTION : INK-ORANGE. 
PART NUMBER : 425900. 
DATE SAMPLE RECEIVED : OCTOBER.15, 2012. 
DATE TEST STARTED : OCTOBER.15, 2012. 

***************************************************************************************************************************************************** 
TESTS CONDUCTED: 
   AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
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1 (Ⅰ) Test Result Summary : 
Testing Item Result (ppm) 

Heavy Metal 
Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
        (Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by 
microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by 
alkaline digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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               (Ⅳ) Measurement Flowchart: 
 

Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
REMARKS: 
*1: List of appropriate acid： 

Material Acid added for digestion 
Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO3,HCl,HF 
Electronics HNO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   
***************************************************************************************************************************************************** 

TO BE CONTINUED 

sampling/grinding or cutting

weigh sample and 
for different 

material, digest 
the sample with 

make up with 
deionized water 

Cd/Pb/Hg 

analyzed by ICP-OES 

weigh sample 
and add 
alkaline 
solution

definite 
temp. 

make up with deionized 
water and add diphenyl-

carbazide solution 

Cr6+ 

weigh sample 
and add 
organic 

soxhlet 
extraction or 

solvent 
extraction

concentrate 
the extract 
and make up 
with organic 

PBBs/PBDEs 

analyzed by UV-VIS

analyzed by GC-
MSD 

spot test

get 50cm2 
samples 

boiling water 
extraction 

metal
polymers / 
electronics

negative*2

confirm the tested 
samples are totally 

dissolved 
No

cool and 
filter the 
extract 
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2 ( ) Ⅰ Test Result Summary : 

Testing Item Result (ppm) 

Halogen Content 
Fluorine (F) ND 
Chlorine (Cl) 14500 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 ND = Not detected 

 
Responsibility Of Chemist : LEAF LIU 

 
         (Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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 (Ⅳ) Measurement Flowchart: 
 

Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 
***************************************************************************************************************************************************** 

TO BE CONTINUED 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3 (A) TEST RESULT SUMMARY: 
TESTING ITEM RESULT(ppm) 

HBCD (HEXABROMOCYCLODODECANE) ND 
 

  REMARKS:  
  ppm = PARTS PER MILLION = mg/kg 
  ND  = NOT DETECTED  

 
    (B) TEST METHOD : 
 

TESTING ITEM TESTING METHOD REPORTING LIMIT 

HBCD (HEXABROMOCYCLODODECANE) WITH REFERENCE TO USEPA 3540C, BY SOLVENT 
EXTRACTION AND DETERMINED BY GC/MS 10 ppm 

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART 
 

TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
 
 

WEIGH SAMPLE AND PLACE 
INTO A THIMBLE 

SOXHLET EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT 
INTO A VOLUMETRIC FLASK
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4 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 
 

LIMIT(%,W/W) TESTED COMPOUND RESULT (%,W/W) 
(MAX.) 

DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 
SUM OF THREE PHTHALATES ND 0.1 

  
REMARK：   THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII 

ITEMS 51 & 52 OF THE REACH REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009  
FOR PHTHALATE CONTENT IN TOYS AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

 
5 PHTHALATE CONTENT TEST 

 
WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND RESULT (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK：    THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER  

PRODUCT SAFETY IMPROVEMENT ACT 2008 & AMENDMENT H.R.2715 FOR PROHIBITION ON 
SALE OF CERTAIN PRODUCTS CONTAINING SPECIFIED PHTHALATES. 
 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED 
     

DATE SAMPLE RECEIVED：OCT.15, 2012 
TESTING PERIOD：OCT.15, 2012 TO OCT.18, 2012 

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 

 
                    TEST FOR PHTHALATES CONTENTS (EN14372) 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
 
 
 
 

WEIGH SAMPLE AND 
PLACE IN A THIMBLE 

EXTRACTED BY SOXHLET 
EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE 
EXTRACT 

ANALYZE BY GC-MSD
 

MAKE UP WITH ORGANIC 
SOLVENT 

Transfer the extract 
into a volumetric 
flask 
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MEASUREMENT FLOWCHART: 

 
                    TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
 
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 

 

Weigh sample and 
place in a tube 

Extracted with 
organic solvent by 
ultrasonic water 
bath 

 
Analyze by GC-MSD 
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***************************************************************************************************************************************************** 

END OF REPORT 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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APPLICANT: LITTELFUSE,INC. DATE:  OCT 29, 2012 
 800 E. NORTHWEST HWY  
 ATTN:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:  
ONE (1) SUBMITTED SAMPLE SAID TO BE BLACK INK. 
PART DESCRIPTION : INK-BLACK. 
PART NUMBER : 425902. 
DATE SAMPLE RECEIVED : OCTOBER.15, 2012. 
DATE TEST STARTED : OCTOBER.15, 2012. 

************************************************************************************************************************************************** 
TESTS CONDUCTED: 
     AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 

************************************************************************************************************************************************** 
TO BE CONTINUED 

  



 

 

 

TEST REPORT NUMBER: SHAH00345635 
  

TESTS CONDUCTED  

PAGE 2 OF 11 
Intertek Testing Services Ltd., Shanghai 

Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  
上海天祥質量技術服務有限公司 

上海市宜山路 801 號金陵商務廣場 B 座  200233 
Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 

www.intertek.com     www.intertek.com.cn 
 

1 (Ⅰ) Test Result Summary : 

Testing Item Result (ppm) 
Heavy Metal 

Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
(Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by 
microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by 
alkaline digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 

 
Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
REMARKS: 

*1: List of appropriate acid： 
Material Acid added for digestion 

Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO3,HCl,HF 
Electronics HNO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   

************************************************************************************************************************************************** 
TO BE CONTINUED 

sampling/grinding or cutting

weigh sample and 
for different 

material, digest 
the sample with 

make up with 
deionized water 

Cd/Pb/Hg 

analyzed by ICP-OES 

weigh sample 
and add 
alkaline 
solution

definite 
temp. 

make up with deionized 
water and add diphenyl-

carbazide solution 

Cr6+ 

weigh sample 
and add 
organic 

soxhlet 
extraction or 

solvent 
extraction

concentrate 
the extract 
and make up 
with organic 

PBBs/PBDEs 

analyzed by UV-VIS

analyzed by GC-
MSD 

spot test

get 50cm2 
samples 

boiling water 
extraction 

metal
polymers / 
electronics

negative*2

confirm the tested 
samples are totally 

dissolved 
No

cool and 
filter the 
extract 
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2 ( ) Ⅰ Test Result Summary : 

Testing Item Result (ppm) 
Halogen Content 

Fluorine (F) ND 
Chlorine (Cl) 150 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 ND = Not detected 

 
Responsibility Of Chemist : Leaf Liu 

 
(Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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 (Ⅳ) Measurement Flowchart: 

 
Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

 
************************************************************************************************************************************************** 

TO BE CONTINUED 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3 (A) TEST RESULT SUMMARY: 
 

TESTING ITEM RESULT(ppm) 
HBCD (HEXABROMOCYCLODODECANE) ND 

 
  REMARKS:  
  ppm = PARTS PER MILLION = mg/kg 
  ND  = NOT DETECTED  

 
(B) TEST METHOD : 

 

TESTING ITEM TESTING METHOD REPORTING 
LIMIT 

HBCD (HEXABROMOCYCLODODECANE) 
WITH REFERENCE TO USEPA 3540C, BY 
SOLVENT EXTRACTION AND DETERMINED 
BY GC/MS 

10 ppm 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 

TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND PLACE 
INTO A THIMBLE 

SOXHLET EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT 
INTO A VOLUMETRIC FLASK
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4 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 
 

LIMIT(%,W/W) TESTED COMPOUND RESULT (%,W/W) 
(MAX.) 

DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 
SUM OF THREE PHTHALATES ND 0.1 

  
  

REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII ITEMS 51 & 52 OF THE REACH 
REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009 FOR PHTHALATE CONTENT IN TOYS 
AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

5 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND RESULT (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)  ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER PRODUCT SAFETY 

IMPROVEMENT ACT 2008 & AMENDMENT H.R.2715 FOR PROHIBITION ON SALE OF CERTAIN 
PRODUCTS CONTAINING SPECIFIED PHTHALATES. 

 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED 
 

DATE SAMPLE RECEIVED: OCT.15, 2012 
TESTING PERIOD : OCT.15, 2012 TO OCT.18, 2012 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (EN14372) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND 
PLACE IN A THIMBLE 

EXTRACTED BY SOXHLET 
EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE 
EXTRACT 

 
ANALYZE BY GC-MSD 

 

MAKE UP WITH ORGANIC 
SOLVENT

Transfer the extract 
into a volumetric 
flask 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

Weigh sample and 
place in a tube 

Extracted with 
organic solvent by 
ultrasonic water 
bath 

 
Analyze by GC-MSD 
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************************************************************************************************************************************************** 

END OF REPORT 
 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to 
be a recommendation for any particular course of action.   Intertek does not accept a duty of care or any other responsibility to any 
person other than the Client in respect of this report and only accepts liability to the Client insofar as is expressly contained in the 
terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or representations either 
express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the 
Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this 
report, in contract, tort, by statute or otherwise, except in the event of our gross negligence or wilful misconduct. 
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APPLICANT: LITTELFUSE,INC. DATE:  OCT 26, 2012 
 800 E. NORTHWEST HWY  
 ATTN:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:  
ONE (1) SUBMITTED SAMPLE SAID TO BE YELLOW INK. 
PART DESCRIPTION : INK-YELLOW. 
PART NUMBER : 425903. 
DATE SAMPLE RECEIVED : OCTOBER.15, 2012. 
DATE TEST STARTED : OCTOBER.15, 2012. 

************************************************************************************************************************************************** 
TESTS CONDUCTED: 
     AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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1 (Ⅰ) Test Result Summary : 

Testing Item Result (ppm) 
Heavy Metal 

Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
(Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by 
microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by 
alkaline digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 

 
Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
REMARKS: 

*1: List of appropriate acid： 
Material Acid added for digestion 

Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO3,HCl,HF 
Electronics HNO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   

************************************************************************************************************************************************** 
TO BE CONTINUED 

sampling/grinding or cutting

weigh sample and 
for different 

material, digest 
the sample with 

make up with 
deionized water 

Cd/Pb/Hg 

analyzed by ICP-OES 

weigh sample 
and add 
alkaline 
solution

definite 
temp. 

make up with deionized 
water and add diphenyl-

carbazide solution 

Cr6+ 

weigh sample 
and add 
organic 

soxhlet 
extraction or 

solvent 
extraction

concentrate 
the extract 
and make up 
with organic 

PBBs/PBDEs 

analyzed by UV-VIS

analyzed by GC-
MSD 

spot test

get 50cm2 
samples 

boiling water 
extraction 

metal
polymers / 
electronics

negative*2

confirm the tested 
samples are totally 

dissolved 
No

cool and 
filter the 
extract 
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2 ( ) Ⅰ Test Result Summary : 

Testing Item Result (ppm) 
Halogen Content 

Fluorine (F) ND 
Chlorine (Cl) 7400 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 ND = Not detected 

 
Responsibility Of Chemist : Leaf Liu 

 
(Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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 (Ⅳ) Measurement Flowchart: 

 
Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

 
************************************************************************************************************************************************** 

TO BE CONTINUED 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3 (A) TEST RESULT SUMMARY: 
 

TESTING ITEM RESULT(ppm) 
HBCD (HEXABROMOCYCLODODECANE) ND 

 
  REMARKS:  
  ppm = PARTS PER MILLION = mg/kg 
  ND  = NOT DETECTED  

 
(B) TEST METHOD : 

 

TESTING ITEM TESTING METHOD REPORTING 
LIMIT 

HBCD (HEXABROMOCYCLODODECANE) 
WITH REFERENCE TO USEPA 3540C, BY 
SOLVENT EXTRACTION AND DETERMINED 
BY GC/MS 

10 ppm 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 

TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND PLACE 
INTO A THIMBLE 

SOXHLET EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT 
INTO A VOLUMETRIC FLASK
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4 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 
 

LIMIT(%,W/W) TESTED COMPOUND RESULT (%,W/W) 
(MAX.) 

DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 
SUM OF THREE PHTHALATES ND 0.1 

  
  

REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII ITEMS 51 & 52 OF THE REACH 
REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009 FOR PHTHALATE CONTENT IN TOYS 
AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

5 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND RESULT (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)  ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER PRODUCT SAFETY 

IMPROVEMENT ACT 2008 & AMENDMENT H.R.2715 FOR PROHIBITION ON SALE OF CERTAIN 
PRODUCTS CONTAINING SPECIFIED PHTHALATES. 

 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED 
 

DATE SAMPLE RECEIVED: OCT.15, 2012 
TESTING PERIOD : OCT.15, 2012 TO OCT.19, 2012 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (EN14372) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND 
PLACE IN A THIMBLE 

EXTRACTED BY SOXHLET 
EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE 
EXTRACT 

 
ANALYZE BY GC-MSD 

 

MAKE UP WITH ORGANIC 
SOLVENT

Transfer the extract 
into a volumetric 
flask 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

Weigh sample and 
place in a tube 

Extracted with bath 
organic solvent by 
w\trasonic water 

 
Analyze by GC-MSD 
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************************************************************************************************************************************************** 

END OF REPORT 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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APPLICANT: LITTELFUSE,INC.  DATE:  OCT 29, 2012 
 800 E. NORTHWEST HWY    
 ATTN:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:      
ONE (1) SUBMITTED SAMPLE SAID TO BE BROWN INK. 
PART DESCRIPTION : INK-BROWN. 
PART NUMBER : 425906. 
DATE SAMPLE RECEIVED : OCTOBER.15, 2012. 
DATE TEST STARTED : OCTOBER.15, 2012. 

***************************************************************************************************************************************************** 
TESTS CONDUCTED: 

AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
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1 (Ⅰ) Test Result Summary : 
Testing Item Result (ppm) 

Heavy Metal 
Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
(Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by 
microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by 
alkaline digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 
 

Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

REMARKS: 
*1: List of appropriate acid： 

Material Acid added for digestion 
Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO3,HCl,HF 
Electronics HNO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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2 ( ) Ⅰ Test Result Summary : 

Result (ppm) 
Testing Item 

 
Halogen Content 

Fluorine (F) ND 
Chlorine (Cl) 8600 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 ND = Not detected 

 
Responsibility Of Chemist : Leaf Liu 

 
(Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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 (Ⅳ) Measurement Flowchart: 
 

Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3 (A) TEST RESULT SUMMARY: 
 

TESTING ITEM RESULT(ppm) 

HBCD (HEXABROMOCYCLODODECANE) ND 

 
 

REMARKS:  
ppm = PARTS PER MILLION = mg/kg 
ND  = NOT DETECTED  

 
  (B) TEST METHOD : 

 

TESTING ITEM TESTING METHOD REPORTING 
LIMIT 

HBCD (HEXABROMOCYCLODODECANE) 
WITH REFERENCE TO USEPA 3540C, BY 
SOLVENT EXTRACTION AND DETERMINED 
BY GC/MS 

10 ppm 

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 

TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
 

 
 

WEIGH SAMPLE AND PLACE 
INTO A THIMBLE 

SOXHLET EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT 
INTO A VOLUMETRIC FLASK
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4 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 
 

LIMIT(%,W/W) TESTED COMPOUND RESULT (%,W/W) 
(MAX.) 

DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 

SUM OF THREE PHTHALATES ND 0.1 
   

REMARK：   THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII ITEMS 51 & 52 OF THE REACH 
REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009 (FORMERLY KNOWN AS 
DIRECTIVE 2005/84/EC) FOR PHTHALATE CONTENT IN TOYS AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

5 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND RESULT (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK：    THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER PRODUCT SAFETY 

IMPROVEMENT ACT 2008 FOR PROHIBITION ON SALE OF CERTAIN PRODUCTS CONTAINING 
SPECIFIED PHTHALATES. 
 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED     

 
DATE SAMPLE RECEIVED：OCT.15, 2012 
TESTING PERIOD：OCT.15, 2012 TO OCT.23, 2012   

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (EN14372) 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 

 
 

 
***************************************************************************************************************************************************** 

TO BE CONTINUED 

Weigh sample and 
place in a thimble 

Extracted by Soxhlet 
extraction with 
organic solvent 

Concentrate the 
extract 

 
Analyze by GC-MSD 

 

Make up with organic 
solvent 

Transfer the extract 
into a volumetric 
flask  
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 

 
 
 
***************************************************************************************************************************************************** 

TO BE CONTINUED 

Weigh sample and 
place in a tube 

Extracted with 
organic solvent by 
ultrasonic water 
bath  

 
Analyze by GC-MSD 
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***************************************************************************************************************************************************** 

END OF REPORT 
 

  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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APPLICANT: LITTELFUSE,INC. DATE:  OCT 29, 2012 
 800 E. NORTHWEST HWY  
 ATTN:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:  
ONE (1) SUBMITTED SAMPLE SAID TO BE GREEN INK. 
PART DESCRIPTION : INK-GREEN. 
PART NUMBER : 425907. 
DATE SAMPLE RECEIVED : OCTOBER.15, 2012. 
DATE TEST STARTED : OCTOBER.15, 2012. 

************************************************************************************************************************************************** 
TESTS CONDUCTED: 
     AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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1 (Ⅰ) Test Result Summary : 

Testing Item Result (ppm) 
Heavy Metal 

Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
(Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by 
microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by 
alkaline digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 

 
Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
REMARKS: 

*1: List of appropriate acid： 
Material Acid added for digestion 

Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO3,HCl,HF 
Electronics HNO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   

************************************************************************************************************************************************** 
TO BE CONTINUED 
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2 ( ) Test Result Summary :Ⅰ  

Testing Item Result (ppm) 
Halogen Content 

Fluorine (F) 200 
Chlorine (Cl) 650 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 ND = Not detected 

 
Responsibility Of Chemist : Leaf Liu 

 
(Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 

 
Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 

 
************************************************************************************************************************************************** 

TO BE CONTINUED 
 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3 (A) TEST RESULT SUMMARY: 
 

TESTING ITEM RESULT(ppm) 
HBCD (HEXABROMOCYCLODODECANE) ND 

 
  REMARKS:  
  ppm = PARTS PER MILLION = mg/kg 
  ND  = NOT DETECTED  
 
(B) TEST METHOD : 

 

TESTING ITEM TESTING METHOD REPORTING 
LIMIT 

HBCD (HEXABROMOCYCLODODECANE) 
WITH REFERENCE TO USEPA 3540C, BY 
SOLVENT EXTRACTION AND DETERMINED 
BY GC/MS 

10 ppm 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 

TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND PLACE 
INTO A THIMBLE 

SOXHLET EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT 
INTO A VOLUMETRIC FLASK
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4 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 
 

LIMIT(%,W/W) TESTED COMPOUND RESULT (%,W/W) 
(MAX.) 

DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 
SUM OF THREE PHTHALATES ND 0.1 

  
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII ITEMS 51 & 52 OF THE REACH 

REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009 FOR PHTHALATE CONTENT IN TOYS 
AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

5 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND RESULT (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)  ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER PRODUCT SAFETY 

IMPROVEMENT ACT 2008 & AMENDMENT H.R.2715 FOR PROHIBITION ON SALE OF CERTAIN 
PRODUCTS CONTAINING SPECIFIED PHTHALATES. 

 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED 

 
DATE SAMPLE RECEIVED : OCT.15, 2012 
TESTING PERIOD  : OCT.15, 2012 TO OCT.18, 2012 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (EN14372) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND 
PLACE IN A THIMBLE 

EXTRACTED BY SOXHLET
EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE 
EXTRACT 

 
ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC
SOLVENT

Transfer the extract 
into a volumetric 
flask 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

Weigh sample and 
place in a tube 

Extracted with 
organic solvent by 
ultrasonic water 
bath 

 
Analyze by GC-MSD 
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************************************************************************************************************************************************** 

END OF REPORT 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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APPLICANT: LITTELFUSE,INC. DATE:  OCT 29, 2012 
 800 E. NORTHWEST HWY  
 ATTN:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:  
ONE (1) SUBMITTED SAMPLE SAID TO BE VIOLET INK. 
PART DESCRIPTION : INK-VIOLET. 
PART NUMBER : 425911. 
DATE SAMPLE RECEIVED : OCTOBER.15, 2012. 
DATE TEST STARTED : OCTOBER.15, 2012. 

************************************************************************************************************************************************** 
TESTS CONDUCTED: 
     AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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1 (Ⅰ) Test Result Summary : 

Testing Item Result (ppm) 
Heavy Metal 

Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
(Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by 
microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by 
alkaline digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 

 
Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
REMARKS: 

*1: List of appropriate acid： 
Material Acid added for digestion 

Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO3,HCl,HF 
Electronics HNO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   

************************************************************************************************************************************************** 
TO BE CONTINUED 

sampling/grinding or cutting

weigh sample and 
for different 

material, digest 
the sample with 

make up with 
deionized water 

Cd/Pb/Hg 

analyzed by ICP-OES 

weigh sample 
and add 
alkaline 
solution

definite 
temp. 

make up with deionized 
water and add diphenyl-

carbazide solution 

Cr6+ 

weigh sample 
and add 
organic 

soxhlet 
extraction or 

solvent 
extraction

concentrate 
the extract 
and make up 
with organic 

PBBs/PBDEs 

analyzed by UV-VIS

analyzed by GC-
MSD 

spot test

get 50cm2 
samples 

boiling water 
extraction 

metal
polymers / 
electronics

negative*2

confirm the tested 
samples are totally 

dissolved 
No

cool and 
filter the 
extract 
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2 ( ) Ⅰ Test Result Summary : 

Testing Item Result (ppm) 
Halogen Content 

Fluorine (F) ND 
Chlorine (Cl) 6800 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 ND = Not detected 

 
Responsibility Of Chemist : Leaf Liu 

 
(Ⅲ) Test Method: 

Testing Item Testing Method Reporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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 (Ⅳ) Measurement Flowchart: 

 
Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

 
************************************************************************************************************************************************** 

TO BE CONTINUED 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3 (A) TEST RESULT SUMMARY: 
 

TESTING ITEM RESULT(ppm) 
HBCD (HEXABROMOCYCLODODECANE) ND 

 
  REMARKS:  
  ppm = PARTS PER MILLION = mg/kg 
  ND  = NOT DETECTED  

 
(B) TEST METHOD : 

 

TESTING ITEM TESTING METHOD REPORTING 
LIMIT 

HBCD (HEXABROMOCYCLODODECANE) 
WITH REFERENCE TO USEPA 3540C, BY 
SOLVENT EXTRACTION AND DETERMINED 
BY GC/MS 

10 ppm 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 

TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND PLACE 
INTO A THIMBLE 

SOXHLET EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT 
INTO A VOLUMETRIC FLASK
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4 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 
 

LIMIT(%,W/W) TESTED COMPOUND RESULT (%,W/W) 
(MAX.) 

DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 
SUM OF THREE PHTHALATES ND 0.1 

  
  

REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII ITEMS 51 & 52 OF THE REACH 
REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009 FOR PHTHALATE CONTENT IN TOYS 
AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

5 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND RESULT (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)  ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER PRODUCT SAFETY 

IMPROVEMENT ACT 2008 & AMENDMENT H.R.2715 FOR PROHIBITION ON SALE OF CERTAIN 
PRODUCTS CONTAINING SPECIFIED PHTHALATES. 

 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED 
 

DATE SAMPLE RECEIVED: OCT.15, 2012 
TESTING PERIOD : OCT.15, 2012 TO OCT.23, 2012 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (EN14372) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND 
PLACE IN A THIMBLE 

EXTRACTED BY SOXHLET 
EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE 
EXTRACT 

 
ANALYZE BY GC-MSD 

 

MAKE UP WITH ORGANIC 
SOLVENT

Transfer the extract 
into a volumetric 
flask 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

Weigh sample and 
place in a tube 

Extracted with 
organic solvent by 
ultrasonic water 
bath 

 
Analyze by GC-MSD 
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************************************************************************************************************************************************** 

END OF REPORT 
 

 
 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
 
 
  
 
 



 



 



 



 




