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ICP Test Report Certification Packet 
  

Company name : Littelfuse, Inc. 

 

Product Series:  5x20 Cartridge Fuse  

 

Product #:  218xxxXP Series 

    

Issue Date:  March 8, 2013 

 

It is hereby certified by Littelfuse, Inc. that there is neither RoHS (EU Directive 2002/95/EC, 

2011/65/EU)-restricted substance nor such use, for materials to be used for unit parts, for 

packing/packaging materials, and for additives and the like in the manufacturing processes.  

In addition, it is hereby reported to you that the parts and sub-materials, the materials to be used 

for unit parts, the packing/packaging materials, and the additives and the like in the manufacturing 

processes, are all composed of the following components. 

Issued by:     

 

                    <Global EHS Engineer >  

 

(1)  Parts, sub-materials and unit parts 

This document covers the 5x20 Fuse Rohs-Compliant series products manufactured by 

Littelfuse, Inc.   

 

＜ Raw Materials Used    

   Please see Table 1 

 

(2)  The ICP data on all measurable substances 

    Please see appropriate pages as identifed in Table 1 

 

 

 

 

                                               

 

Remarks： 
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Table 1: List of Raw Materials covered by this report 
 

Total Parts Raw Material Part Number Raw Material Description  Page(s)  

1 C910541/C910510 Cap 3-6 

2 C909543 (C09529) Body – Soda Lime Glass tube 7-11 

3 
11-0595  

(082xxx-001) Element – Cu99.9MSn 12-15 

4 082xxx Element – Ag Plated Copper 16-20 

5 687xxx-001 Element – Sn Plated Ag Cu 21-26 

6 N/A Tinned Wires 27-34 

7 
YTW102 

 (692539-002) Solder Wire 35-39 

8 
3M 3779-PG 

(087244) HMA – RoHS & Halogen 40-52 

9 C030204 Overcap 53-56 

10 934-077 (C030208) Overcap 53-56 

11 C030210 Overcap 53-56 

12 648901 Ceramic Yarn 57-63 

13 425901 Ink-Red 64-74 

14 425902 Ink-Black 75-85 

15 425903 Ink-Yellow 86-96 

16 425904 Ink-Blue 97-107 

17 425906 Ink-Brown 108-118 

18 425907 Ink-Green 119-129 

19 425909 Ink-Grey 130-140 

20 425912 Ink-White 141-150 

 

 



Customer: Suzhou FuHong Electronjc InduslrialCo., Lld.

Addres!: NO.89 WEIDU ROAD, WANGTINGTOWN, XIANGCHENG DlsTRlCT, SUZHOU, CHINA

Report on ths submitred s.mplesald to be

S.mple name: CoppeJ,shell

Mod€h/

Item/LoiNo.:/

Metar lal : / ,

Buyer: / ,

Suppli€r: /

Samplo recaivsd d.te: Ocl. 08. 2012

Testins period: Ffom oct os, 20!€ 1o'O4r'10, 2012 . . ,,' \ l  
'

E9S!.s-Ecs!ed9!f

NO.: 4002R12100802+1 R02

As specified by dient, to determine ihe Lead, cadmlun,

accordance with Dircctive 2002/95/EC {RoHS).

AOV"BPFS,U

LiTingting, Maggie

Chemic€l Test Direcror

TEST REPORT
Dare: ocr.10, 2012

Mercury & Hexavalent Chrcmium content in the submitled sample in

Ylan Qi, lrickey

Ec!!!s-ee$9!.:
Testing ltem Measunng instrumeni I\4QL

Lead (Pb) IEC 62321: 2008, s€ction 9 ICP€ES 2-'nglkg

Cadmium (cd) |EC62321: 2008, seclion I ICP-OES 2 mg/kg

[4ercury (Hg) lEc 62321 2008, seclron 7 tcP-oEs 2 mg/kg

Chromum (Cr\rl) IEC 62321 2008 Annex B 0.02m9/k9'

Ieq
r 0.02 mg/kg reE|s to the MQL ofsample extfaction liquid

SsElcge!:
-when tesled as speci{i€d the submitted sample complied with the requirements of commission Decision ol 18 Aug 2005

amending Directjve 2002/95/Ec noiilied under document 2005/618/Ec

ILS, PLEASE REFER TOTHE FOLLOWNG PAGE(S)***

signed lor and on behalfof

Shenzhen AOV Tesling Technology Co., Ltd, Kunshan Brcncn

caeateaaer: /blfil **n*"oor, We-r k] n ooo,',*or44.

SI tEN2HEN AOV Tf  S I ING T€CHNOI ,O6Y CO. , I "TO.KUNSNAN BRANCTI /// \ Noll ne
, J a,t 7tt) 9€'t'o



AOV'*F#S,[

NO.: 4002R121008024-1 R02

TEST REPORT
Oate :Od.10,2012

Content i|retb.r sulit€le). \ .

Cooling the vess€|, nlter;washed and

Rlled 10 the mark with distill€d wat€r.

The sample is digested in the

microwave oven following a specific

decomposrlon program

Test the sample solution and lhe 0.02

ng/kg standard solltion by uv-vls.F;;1.-

SH€NZH€N AOV TESTITIG lCCINOLOGY CO.,LTD.KUNSIIAN BSANCH
( :

H o t l r n e
'tL)0 700 8600

1. To Determiney'.ead, C€dmium Contenli (Metal subslrate)

I*redby (y'a04*

Add ihe digestion solulioni the

vessel is heated unlil the sample
Weigh ihe sample into

Add HrOruntilthe sample is clear

To Dete

Weigh ihe sample

Cooling the vessel, tiltei washed and

filled lothe maiK wilh dislilled water.
Tested by lcP-oES

Chromium Contenl (boiling- wat€F €xtlaclion): ([4etal Eubstrate)

Remove lhe sample, and cool

the beak€r to room temperature,

and do the color reaction

Take the (50i5) cm,

sample in the beaker.
Heat 50 mL of Olwater in

the be6ker to boiling for 1o



nov'Bpf,F,il

NO.: 4002R121008024-1R02

5. To oetemine Hexavalenl Chromium Contonl in
_ .. -i\

: va'hu't'

TEST REPORT
Daie: Ocl.10, 2012

colorless and colored chromate coating on metats: iPtating)

5.2 Boiling-wateF enradion

lfthe lest result is positive,

the sample is considered to

have hexavalent chmmium

Place 1-5

and the 0.02 mg/kg

Boiling- water- extraotion
procedu€ shall be used to

lflhee is interference or it is hard to decide

whetherlhe sample have lhe hexavalent

Remove the sample, and cool
the beaker lo room temperalure,
and do lhe color reaction

sample in the beaker.
Heat 50 mlof Dlwaier in the

beaker to boiling for 10 min

Test tne sample solution and lhe 0.02
mg/kg standad solulion by UV-VIS.

Sample Delcriptlon:

Code Sample Descndion

1-1 Substrate

Plating

Te3t R63ulb:

Unit RoHS Limit

Lead (Pb) msfts 1000 N.D. 1 0

Cadmium (Cd) mg/K9 100 N.D. N.O.
Merorry (Hg) ms/Kg 1000 N.D, N.D.

Chromium {Crl,ll) m9/kg 1000 Negative Negative

s8€NZh€N AOV T€SrtNG TECHNOlOSY CO,,tTD,TUNSHAI!ARANCH H ot l in  e
.100 700 B6a0

,.r



nov'F"Ff"qn

No.: A002R1210o602:L1 R02

neoatve.,
-"The te8t is bas€d on lhe followins d!!{mplifi:

maybe cannot stand lor the physical lrdh 6t s€r

TEST REPORT

Coppershell

-The new RoHS dircclive 2011/6tEU, on Jul. 21, 2011 come into forc€, on Jan. 03, 2013lhe formal implementation, Direclive

2002r'95/EC ahall be repealed simultaneously.

Sp€cimens, which r€Slested lo detemine Lead, Cadmium and Mercury Content, have been dissolved completely,
-mg/kg=ppm ,
-N.D.=not

i",, ,,,,
( The iested sample result is uncertain or

SH€NZII AOVTIST|n|G TECHNOIOCV CO.,ITD.KUNSHAN AFANCH H ot l in  e
400 /00 8600



Test Report No. CANEC1207912201 Date: 26 Jun 2012 Page '1 of 5

XIAMEN LICHUN ELECTRONIC ELEIVENT CO''LTD

42_2XINGLIN WEST RD.,361O22,JIMEI DISTRICT,XIAI\,IEN''FUJIAN,P.R'C

The followjng sample(s) was/were submitted and identified on b€half of the ctiens as: SODA LIME GLASS

SGS Job No. :

Date of Sample Received :

Testing Peiod :

Test Requested :

Test Method :

Test Results :

C,onclusion :

xrvtl390111gEC - Xl\,1
'18 Jun 2012

18 Jun 2012 - 26 Jun 2012

Selected test(s) as requested by client

Please refer to next Page(s).

Please refer to next Page(s)

Based on the performed tests on submitted samples, thg results of Lead'

I\rercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBB)' -
PolybrominateO diphenyl ethers (PBDE) comply with the limits as set by RoHS

Direc{ive 2011/65/EU Annex ll; rec€sting 200295/EC

Signed fof and on behalf of
scs-csrc Ltd.

Approved Signatory

:ffitili":;r,:1"'),i:;'"""ft1u1!'irlil"l'.:".-".:"^:;-:*;r::r"';',:""*i:::l;l,l:iiiiirii$ii:iii:l+*tij'"$:ff.+#.,;1]:ii::T;.^.Ji{,*isi"iilj:ilii:{fiIj,^,ti{+:i':'i!*it**

isGs96s9f 0a9o@ s t&rq L4'or!ixdatgro 510'63

4t.rii Ettt*eB*+tl&*C1e3! ml:\'0633
i rs6-20ier56666 lls-20)@075r13 @'i sqeco6

| {6-201s?it55ss rie20ls2075rl3 ' lgsdm@t{sd

Mombo.olth€SGS Group (SGS SA)



Test Report No. oANEC1207912201 Date: 26 Jun 2012 Page 2 of 5

Test Results :

Test Part Descriotion :

Sp€dmon No. SGS Samplo lD D€sc.l$ion
1 CAN12'079122.001 Transparentglasstube

Remarl..s :
(1) 1 mg/kg= 1 PPm =00001%

(2) MDL = Method Detection Limat

(3) ND = Not Detected ( < MDL )
(4) "-" = Po1 P"n''"t"d

RoHS Oit€dhe 201 1,/66/EU

Test lvethod: with reference to IEC 62321:2008
(1) Determination ofCadmium bv ICP"OES
(2) Determination of Lead by ICP-OES.
(3) Determination of l\rercury by ICP'OES'
(4) Determination of Hexavalent Chromium by Colorjmetric Method using IJV-Vis'

(5) Determination of PBBS / PBDES content by GC-I\'S

Test ltem(s)

Cadmium (Cd)

Lead (Pb)

Mercury (Hg)

Hexavalent Chromium (CrVl)

Sum of PBBS
MonobrcmobiPhenyl
DibromobiPhenyl
Tnbromobiphenyl
TetrabromobiPhenYl
PentabromobiPhenYl
Hexabromobiphenyl
HeptabromobiPhenyl
OctabromobiPhenyl
Nonabromobiphenyl

DecabromobiPhenYl
Sum of PBDES
Monobromodiphenyl ether

;ili,ii' !n'i*-"i,i;r i*i.p. -t, -r, td rh. sncr'(3)r63Ed

001
N D
229
N D
ND
ND
N D
NO
NO
ND
ND
ND
ND
ND
ND
N D
ND
ND

1 6&m)SZ1555.€ 1 136-20)32075113 twcn'.qs@

l i36-e)s21s5566 iistr0)lco791s e l{schit@{3s

Memb€roilhe sGS GouP (s6SSA)

t!!i!
100

1,000
1,000
1,000
1,000

Unit MO!
mg/kg 2
mg/kg 2
mg/kg 2
mg/kg 2

mgKg
mg/kg 5
mg/kg 5
mdkg 5
mg/kg 5

mg/kg 5
mS^(S 5
mg/kg 5
mg/kg 5
mS-ftS 5

mgikg 5
mg/Kg
mS/kg 5

1,000

ii":-iit#$:1ft +iifr fi.'q*rii';l*l'#ilriilrrryiili.iii',fi ,'i;lill"':i:istii;,,*$:,:l+3i+i*+ul+:l**-{+-;ft1fi::ilffi}ii.lq'f."'.",r'",:,l;!i"Trtritirtlm';i:i:trieifi"i#i:T#jih';#}##',*;b#;ii:ix""d..;";rl'Hri'::::r'r$";*r n1?:1:r'i''rr:irl

rs16!ltod,*tdrrllolrdutlmrTdridqt06!r{s'ro.n0tdooitr 510663

+8. , - f l  € ' . t1 (+&Ef lS f lS4 t1$q '6 |6 :s10€63



Test Report

Test ltem(s)

Dibromodiphenyl ether
Tribromodiphenyl ethet
Tetrabromodiphenyl ether
PentabromodiphenYl ether
Hexabromodiphenyl ether

HeptabromodiPhenyl elher

OctabromodiPhenyl ether

Nonabromodiphenyl ether

DecabromodiPhenyl ether

Notes :

No. CAN EC 120791220'l

titri!

Date: 26 Jun 2012

MDL 091
5 N D
5 N D

Page 3 of 5

5
5
5
5
5
5
5

'!rM ed,ed %c4g,tslEl kdEqt0'6d!ikdcqr9(Cx" 5 10663

+E.r  f i .4#6n+Etsqe4i  q* t$c an 51$Rj

ND
N D
ND
N D
NO
ND
ND

r r€6 2olers5ai5 I136+0J32!7t13
I isHls2lSsss I €6-20)s20/5113 o tssdlBe3s'gM

MenbBf olthe sGs Group (sGs sA)

udt
mg/Kg

ms,ks
mg/Kg

mg/Kg

mg/Kg

mg/kg

mg/Kg

mgK9

mg/Kg

(1) The maximum permissible limit is quoted from the directive 2011/65/Eu' Annex ll

igi,i#*iffi*f:iffi iiilttll$jf*:nii.l,irJg'fr*fiiq*ts**efti#*fi*,}Iiifl
,ii:le;i:,;liir,';i;i#li::li:"j#'i:rir:;*':11"""::;"'T;;;";;;:;';'::::"";:r111x11:::"r':;:'r:



Test Report

ATTACHMENTS

'1) Name of the person who madetesting: Bella Wang / Cutey Yu
2t Name of the berson in charge of testing: Adams Yu / Ryan Yang
ii in."" Lroriti 

"tt" 
dissolfu totally by pre-conditioning method according to below flow chaft

(cf' and PbBs/PBDEs test method excluded)

Pb/Cd/Hg PBBS/PBDE8

Positive

vrb,e,10,ico'd.uon'trNorsd!,:ilJlll"#rl:i1!':i[#.$.:.::;,,,-;!U,";q" i!il;iii:.il*.*df'#m:tilsrillil':l;:tHT:"1!}i6ii:;::i:",,xr.1"Hi:'Hl;ixlfi';i'"r:;::;*lui;1";iq;'i;,"."xii:dr;#i;lffi:1.ffi"c
;i:;ifi"j|.r*;in-'i#:'-*il4!:1:i{:riii".liiliiji"i.#i::;:f.::i:r;iii;li*'*'.*:;*?:;;r::';r:r;*'

Page 4 of5

i ts6 rts21566i,5 I i36_20)3S75113 M43!5oh

' i*-mietlass r (!6eo420751'g d 4s'1i*€{3s

Momberor$e SGS GrcuP (SGS sA)

No. CANEC12O7S12201 Date:26 Jun 2012

RoHS T€sting Flow Chart

Sample PreParation

Sample Measurement

Acid digestion with
rnicrowave/ hotplate

Conc€ntration/
Dilution of extraction

solution

1) Alkali Fusion /
Dry Ashing

2) Acid to
dissolve

Filtration and
pH adjustment

Adding 1,5-
diphenylcarbazide
for color
development

Adding '1,$

diphenyloarbazide
for @lor
development

A red color
indicates the
presence of CF*
I n€cessary,
confirm with

'416rNdld$'|rotl@o tdurrbqroit{oltr0do'tgs rtu 51066J

cE.r 6 .*ts *rtEf+Eflel1e8t |!F: 110633



T€st Report

Sample photo:

No. CANEC1207912201 Datet 26 Jun 2012 Page 5 of 5

ses authenticate the photo on original report only

ri* End of Repod 
rd

;;:l,i;;ah"j";iffi;d+d.i'- vbt!sanpr'G)bn'd

'$6RatsdPrqdrtatdMr 6Yqr 0..@ 0@ tu9u )tr 10663

+E.r-d e8k^+tg*+lf!tf1$q l6t:sr06ar
I135-?01321566i6 i 135 ?0)32015113 w4!nrgson

L(s-ers2155556 1 (s5 20)3205113 { 3$dmo3osm

Membeiollhe sGS G'ouP (SOs sA)



 

 

 

Test Report Number： SHAH00361401 
 

Authorized by： 

For intertek testing services Ltd., Shanghai 
 

 

 

Jacob Lin 
General Manager 
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Intertek Testing Services Ltd., Shanghai 
Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  

上海天祥質量技術服務有限公司 
上海市宜山路 801 號金陵商務廣場 B 座  200233 

Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 
www.intertek.com     www.intertek.com.cn 

 

 

Applicant： LITTELFUSE,INC. Date： JAN 16, 2013 

 800 E. NORTHWEST HWY  
 Attn：  A.DIVIETRO/D.UNTIEDT 

  

 

Sample Description： 

One (1) submitted sample said to be Grey Wire. 
Item Name ： Wire Tin Plated Cu. 
Part No. ： Element. 

 
************************************************************************************************************************************************************ 

Tests Conducted： 

As requested by the applicant, for details refer to attached page(s). 
************************************************************************************************************************************************************ 

To be continued 
  
 
 



 

 

 

Test Report Number： SHAH00361401 

  
Tests Conducted  
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Intertek Testing Services Ltd., Shanghai 
Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  

上海天祥質量技術服務有限公司 
上海市宜山路 801 號金陵商務廣場 B 座  200233 

Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 
www.intertek.com     www.intertek.com.cn 

 

(Ⅰ) Test Result Summary： 

Testing Item Result (ppm) 
 (1) 

Heavy Metal 
Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr

6+
) content (mg/kg With 50cm

2
) Negative (< 0.02) 

 
Testing Item Result (ppm) 

 (2) 
Heavy Metal 
Cadmium (Cd) content / Plating ND 
Lead (Pb) content / Plating 60 
Mercury (Hg) content / Plating ND 
Chromium VI (Cr

6+
) content (mg/kg With 50cm

2
) / Plating Negative (< 0.02) 

 
Remarks：  ppm = parts per million = mg/kg 

ND = not detected 
 
@ = Due to the insufficient sample area, reduced total sample surface of 10 cm

2
 was used and the dilution factor 

was adjusted accordingly. 
mg/kg with 50cm

2
 = milligram per kilogram with 50 square centimetre 

 
Tested components： 

         (1)Substrate. 
(2)Plating. 
 
Responsibility of Chemist: Dent Fang / Ken He 

 
(Ⅱ) RoHS Requirement： 

Restricted substances Limits 
Cadmium (Cd) Content 0.01% (100ppm) 
Lead (Pb) Content 0.1% (1000ppm) 
Mercury (Hg) Content 0.1% (1000ppm) 
Chromium VI (Cr

6+
) Content 0.1% (1000ppm) 

Polybrominated Biphenyls (PBBs) 0.1% (1000ppm) 
Polybrominated Diphenyl Ethers (PBDEs) 0.1% (1000ppm) 

 
The above limits were quoted from RoHS Directive 2011/65/EU for homogeneous material. 

 
(Ⅲ) Test Method： 

Testing item Testing method Reporting limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, by 
microwave digestion until the tested samples are totally dissolved and 
determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, by 
microwave digestion until the tested samples are totally dissolved and 
determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by microwave 
digestion until the tested samples are totally dissolved and determined 
by ICP-OES. 

2 ppm 

Chromium VI (Cr
6+

) content 
With reference to IEC 62321 edition 1.0:2008 in Annex B, by boiling 
water extraction and determined by UV-VIS Spectrophotometer. 

0.02 
mg/kg with 50cm

2

 
Remark：Reporting limit = Quantitation limit of analyze in sample 
 
Date Sample Received：Jan.9, 2013 
Testing Period：Jan.9, 2013 to Jan.14, 2013 

************************************************************************************************************************************************************ 
To be continued 
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Intertek Testing Services Ltd., Shanghai 
Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  

上海天祥質量技術服務有限公司 
上海市宜山路 801 號金陵商務廣場 B 座  200233 

Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 
www.intertek.com     www.intertek.com.cn 

 

(Ⅳ) MEASUREMENT FLOWCHART: 
Test for Cd/ Pb/ Hg/Cr (VI)/ PBBs/PBDEs contents  
Reference standard: IEC 62321 edition 1.0:2008 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

REMARKS： 

*1: LIST OF APPROPRIATE ACID： 

MATERIAL ACID ADDED FOR DIGESTION 

Polymers HNO3,HCl,HF,H2O2,H3BO3 

Metals HNO3,HCL,HF 

Electronics HNO3,HCL,H2O2,HBF4 

 
*2: IF THE RESULT OF SPOT TEST IS POSITIVE, CHROMIUM (VI) WOULD BE DETERMINED AS DETECTED.   
************************************************************************************************************************************************************ 

To be continued 
 
 
 
 
 
 
 
 
 
 
 

Sampling/grinding or cutting 

Weigh sample and for 
different material, 

digest the sample with 

appropriate acid
*1

 

Make up with 
deionized water 

 

Cd/Pb/Hg 

Analyzed by ICP-OES 

Weigh sample 
and add alkaline 

solution 

Definite temp. 
Extraction

Make up with deionized 
water and add Diphenyl-

carbazide solution 

Cr
6+

 

Weigh sample and
add organic 

solvent 

Soxhlet extraction
or 

Solvent extraction

Concentrate the 
extract and make 
up with organic 

solvent 

PBBs/PBDEs 

Analyzed by UV-VIS 

Analyzed by GC-MSD

Spot test 

Get 50cm
2
 

samples 

Boiling water 
extraction

Metal 

Polymers / 
electronics 

Negative
*2 

Confirm the tested 
samples are totally 

dissolved 

No 

Cool and filter the 
extract 

Yes 
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Intertek Testing Services Ltd., Shanghai 
Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  

上海天祥質量技術服務有限公司 
上海市宜山路 801 號金陵商務廣場 B 座  200233 

Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 
www.intertek.com     www.intertek.com.cn 

 

 
*********************************************************************************************************************************************************** 

End of report 
 
 
 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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Authorized by： 

For intertek testing services Ltd., Shanghai 
 

 

 

Jacob Lin 
General Manager 
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Intertek Testing Services Ltd., Shanghai 
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上海天祥質量技術服務有限公司 
上海市宜山路 801 號金陵商務廣場 B 座  200233 

Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 
www.intertek.com     www.intertek.com.cn 

 

 

Applicant： ELSCHUKOM ELEKTROSCHUTZKOMPONENTENBAU Date： JAN 18, 2013 

 GMBH 
GEWERBESTRASSE 87,D-98669 VEILSDORF, 
GERMANY 

 

   
  

 

Sample Description：  

Two(2) pieces of submitted samples said to be ： 

(1) Mixed all kinds of metal substrates. 
(2) Mixed all kinds of plating layers. 
Item Name ： Silver Plated & Pure Silver Wires. 
Item No. ： (B-1) 101.014 -. ----   

– silver plated copper wire – Cu, Ag--% 
 
(B-2) 101.0131.----   
– pure silver wire – Ag 1000 
 
(B-3) 101.0123.0---   
– silver plated purest nickel wire – Ni99.98%, Ag1%  
 
(B-4) 101.0182.0---   
– silver-copper alloy plated copper plated iron nickel alloy wire  
– ElconD, AgCu5%   
 
(B-5) 101.0120.0---   
– silver plated constantan wire – CuNi44, Ag5%   
 
(B-6) 101.0151.0---   
– silver plated copper - nickel 44 alloy wire  
– CuNi44, Ag10%  
 
(B-7) 1050--31.--------   
– pure silver strips – Ag 1000 pure  

Country Of Origin ： Germany. 

************************************************************************************************************************************************************ 

Tests Conducted： 

As requested by the applicant, for details refer to attached page(s). 
************************************************************************************************************************************************************ 

To Be Continued 
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(A) Test result of RoHS Directive： 

Result 
Testing item 

(1) 

Cadmium (Cd) content (mg/kg) ND 

Lead (Pb) content (mg/kg) ND 

Mercury (Hg) content (mg/kg) ND 

Chromium (VI)(Cr
6+

) result (by boiling water extraction on metal) (mg/kg 
with 50cm

2
) 

ND 

  

Result 
Testing item 

(2) 

Cadmium (Cd) content (mg/kg) /Plating ND 

Lead (Pb) content (mg/kg) /Plating ND 

Mercury (Hg) content (mg/kg) /Plating ND 

Chromium (VI)(Cr
6+

) result (by boiling water extraction on metal) (mg/kg 
with 50cm

2
) /Plating 

ND 

 
Remark：mg/kg with 50cm

2
 = milligram per kilogram with 50 square centimeter 

ND = not detected 
 
(B)  RoHS Requirement： 

Restricted substances Limits 
Cadmium (Cd)  0.01% (100 mg/kg) 
Lead (Pb)  0.1% (1000 mg/kg) 
Mercury (Hg)  0.1% (1000 mg/kg) 
Chromium (VI) (Cr

6+
)  0.1% (1000 mg/kg) 

 
The above limits were quoted from RoHS Directive 2011/65/EU for homogeneous material.   

 
(C) Test method： 
Testing item Testing method Reporting limit 

Cadmium (Cd) content 
With reference to IEC 62321 Edition 1.0: 2008, by acid 
digestion until the tested sample was totally dissolved, and 
determined by ICP-OES. 

2 mg/kg 

Lead (Pb) content 
With reference to IEC 62321 Edition 1.0: 2008, by acid 
digestion until the tested sample was totally dissolved, and 
determined by ICP-OES. 

2 mg/kg 

Mercury (Hg) content 
With reference to IEC 62321 Edition 1.0: 2008, by acid 
digestion until the tested sample was totally dissolved, and 
determined by ICP-OES. 

2 mg/kg 

Chromium (VI) (Cr
6+

) content
 
(for 

metal) 

With reference to IEC 62321 Edition 1.0: 2008, by boiling 
water extraction and determined by UV-VIS  
Spectrophotometer. 

0.02mg/kg with 50cm
2 

(in testing solution) 

 
Date sample received：  Jan.14, 2013 
Testing period：  Jan.14, 2013 To Jan.17, 2013 

************************************************************************************************************************************************************ 
To Be Continued 

 
 



 

 

 

Test Report Number： SHAH0036227401 

  
Tests Conducted  

Page 3 Of 5 

Intertek Testing Services Ltd., Shanghai 
Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  

上海天祥質量技術服務有限公司 
上海市宜山路 801 號金陵商務廣場 B 座  200233 

Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 
www.intertek.com     www.intertek.com.cn 

 

(D) Measurement flowchart：  

 
Test for Cd/Pb/Hg/Cr (VI)/PBBs/PBDEs contents  
Reference standard: IEC 62321 Edition 1.0: 2008 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Remarks： 

 

*1: list of appropriate acid： 

Material Acid added for digestion 

Polymers HNO3,HCL,HF,H2O2,H3BO3 

Metals HNO3,HCL,HF 

Electronics HNO3,HCL,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   

************************************************************************************************************************************************************ 
To Be Continued 

 

Sampling/grinding or cutting 

Weigh sample and for 
different material, digest 

the sample with 
appropriate acid

*1
 

Make up with 
deionized water 

 

Cd/Pb/Hg 

Analyzed by ICP-OES 

Weigh sample 
and add alkaline 

solution 

Definite temp. 
Extraction

Make up with deionized water
and add diphenyl-carbazide 

solution 

Cr
6+

 

Weigh sample and 
add organic 

solvent 

Soxhlet extraction
or 

Solvent extraction

Concentrate the 
extract and make 
up with organic 

solvent 

PBBs/PBDEs 

Analyzed by UV-VIS 

Analyzed by GC-MSD

Spot test 

Get 50cm
2
 

samples 

Boiling water 
extraction

Metal 

Polymers / 
electronics 

Positive*2 

Confirm the tested 
samples are totally 

dissolved 

No 

Cool and filter the 
extract 

Yes 
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To Be Continued 
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************************************************************************************************************************************************************ 

End Of Report 
 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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Applicant： LITTELFUSE,INC. Date： JAN 30, 2013 

 800 E. NORTHWEST HWY  
 Attn：  A.DIVIETRO/D.UNTIEDT 

  

 

Sample Description： 

One(1) submitted sample said to be   Grey Wire. 
Item Name ： Element. 
Part No. ： Wire Sn Plated AgCu (687279-001). 

************************************************************************************************************************************************************ 

Tests Conducted： 

As requested by the applicant, for details refer to attached page(s). 
************************************************************************************************************************************************************ 

To be continued 
 
 



 

 

 

Test Report Number： SHAH00364112 

  
Tests Conducted  

Page 2 Of 6 

Intertek Testing Services Ltd., Shanghai 
Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  

上海天祥質量技術服務有限公司 
上海市宜山路 801 號金陵商務廣場 B 座  200233 

Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 
www.intertek.com     www.intertek.com.cn 

 

(Ⅰ) Test Result Summary： 

Testing Item Result (ppm) 

Heavy Metal (1) 
Cadmium (Cd) content ND 

Lead (Pb) content 10 
Mercury (Hg) content ND 

Chromium VI (Cr
6+

) content (mg/kg With 50cm
2
) Negative (< 0.02) 

 

Testing Item Result (ppm) 
Heavy Metal (2) 

Cadmium (Cd) content / Plating ND 
Lead (Pb) content / Plating 70 

Mercury (Hg) content / Plating ND 
Chromium VI (Cr

6+
) content (mg/kg With 50cm

2
) / Plating Negative (< 0.02) 

 
Remarks： ppm = parts per million = mg/kg 

ND = not detected 
 
mg/kg with 50cm

2
 = milligram per kilogram with 50 square centimetre 

Negative = A negative test result indicated positive observation was not found at the time of testing. 
 
Tested components： 

         (1) Substrate. 
(2) Plating. 
 
Responsibility of Chemist: Dent Fang / Ken He 

 
(Ⅱ) RoHS Requirement： 

Restricted substances Limits 
Cadmium (Cd) Content 0.01% (100ppm) 

Lead (Pb) Content 0.1% (1000ppm) 
Mercury (Hg) Content 0.1% (1000ppm) 

Chromium VI (Cr
6+

) Content 0.1% (1000ppm) 
Polybrominated Biphenyls (PBBs) 0.1% (1000ppm) 

Polybrominated Diphenyl Ethers (PBDEs) 0.1% (1000ppm) 
 
The above limits were quoted from RoHS Directive 2011/65/EU for homogeneous material. 

 
(Ⅲ) Test Method： 

Testing item Testing method Reporting limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, by 
microwave digestion until the tested samples are totally dissolved and 
determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, by 
microwave digestion until the tested samples are totally dissolved and 
determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by microwave 
digestion until the tested samples are totally dissolved and determined 
by ICP-OES. 

2 ppm 

Chromium VI (Cr
6+

) content 
With reference to IEC 62321 edition 1.0:2008 in Annex B, by boiling 
water extraction and determined by UV-VIS Spectrophotometer. 

0.02 
mg/kg with 50cm

2

 
Remark：Reporting limit = Quantitation limit of analyze in sample 
 
Date Sample Received：Jan.24, 2013 
Testing Period：Jan.24, 2013 To Jan.30, 2013 

************************************************************************************************************************************************************ 
To be continued 
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(Ⅳ) MEASUREMENT FLOWCHART: 

Test for Cd/ Pb/ Hg/Cr (VI)/ PBBs/PBDEs contents  
Reference standard: IEC 62321 edition 1.0:2008 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

REMARKS： 

*1: LIST OF APPROPRIATE ACID： 

MATERIAL ACID ADDED FOR DIGESTION 

Polymers HNO3,HCl,HF,H2O2,H3BO3 

Metals HNO3,HCL,HF 

Electronics HNO3,HCL,H2O2,HBF4 

 
*2: IF THE RESULT OF SPOT TEST IS POSITIVE, CHROMIUM (VI) WOULD BE DETERMINED AS DETECTED.   
************************************************************************************************************************************************************ 

To be continued 

Sampling/grinding or cutting 

Weigh sample and for 
different material, 

digest the sample with 

appropriate acid
*1

 

Make up with 
deionized water 

 

Cd/Pb/Hg 

Analyzed by ICP-OES 

Weigh sample 
and add alkaline 

solution 

Definite temp. 
Extraction

Make up with deionized 
water and add Diphenyl-

carbazide solution 

Cr
6+

 

Weigh sample and 
add organic 

solvent 

Soxhlet extraction
or 

Solvent extraction

Concentrate the 
extract and make 
up with organic 

solvent 

PBBs/PBDEs 

Analyzed by UV-VIS 

Analyzed by GC-MSD

Spot test 

Get 50cm
2
 

samples 

Boiling water 
extraction

Metal 

Polymers / 
electronics 

Negative
*2 

Confirm the tested 
samples are totally 

dissolved 

No 

Cool and filter the 
extract 

Yes 
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(Ⅴ) MEASUREMENT FLOWCHART： 

Test for Halogen content 

REFERENCE STANDARD： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
************************************************************************************************************************************************************ 

To be continued 

Add absorbent in a combustion 
flask & place weighted sample 
in equipment 

Fill the combustion flask with 
Oxygen 

Ignite then leave the flask at 
room temperature  

Transfer the absorbent into a 
volumetric flask 

Make up with deionized water 

Sampling/grinding or cutting 

Analyzed by Ion 
Chromatography 
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************************************************************************************************************************************************************ 

To be continued 
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************************************************************************************************************************************************************ 

End of report 
 
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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11492 台北市內湖區瑞光路 423 號 8 樓 

Tel: (+886-2) 6602-2888．2797-8885 Fax: (+886-2) 6602-2410 

 

Applicant: Elschukom Elektroschutzkomponentenbau Date : Jan 30, 2013 
 GmbH 

Gewerbestrasse 87, D-98669 Veilsdorf, 
Germany 
  

 

Sample Description: 
One (1) group of submitted samples said to be : 
Sample Description :Tin plated Wires 
Style / Item No. :Please see page two to three. 
Country of Origin :Germany 
Date Sample Received :Jan 23, 2013 
Date Test Started :Jan 23, 2013 

 
 
 

 
Test Conducted : 

As requested by the applicant, for details please refer to attached pages. 
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Sample Description: 
Style / Item No. :(A-1)101--271.0--- 

– tin plated copper wire – Cu, Sn--%    
 
(A-2)101--283.0--- 
– tin plated, copper plated copper nickel alloy wire  
– Elcon30, Sn--%  
 
(A-3)101--272.0--- 
– tin plated, copper plated steel wire – ElconF, Sn--%    
 
(A-4)101--281.0--- 
– tin plated, copper plated iron nickel alloy wire  
– ElconD, Sn--%   
 
(A-5)101--221.0--- 
– tin plated copper nickel alloy wire - CuNi44, Sn--%   
 
(A-6)101--24-.0--- 
– tin plated, silver plated copper wire – Cu, Ag--%, Sn--%  
 
(A-7)101--257.0--- 
– tin plated brass wire – Cu80Zn20, Sn--%  
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Sample Description: 
Style / Item No. :(A-9)101--234.0--- 

- tin plated silver copper alloy wire 
– AgCu90, Sn--% (ElCu90, Sn--%)  
 
(A-10)101--255.---- 
– tin plated copper zinc alloy wire – Cu70Zn30, Sn--%    
 
(A-11)101--229.---- 
– tin plated copper nickel alloy wire – CuNi12, Sn--%  
 
(A-12)101--235.---- 
– tin plated silver copper alloy wire – Ag72Cu28, Sn--%  
 
(A-13)101--231.---- 
– tin plated  silver  wire – Ag1000, Sn--%  
 
(A-14)101--236.---- 
– tin plated silver copper alloy wire  
– Ag45Cu55, Sn--%(AgCu55, Sn)  
 
(A-15)101--266.---- 
– tin plated silver copper alloy wire  
– AgCu70, Sn--%(ElCu70, Sn)  
 
(A-16)101--238.---- 
– tin plated silver copper alloy wire  
– AgCu80, Sn--%(Elcu80, Sn)  
 
(A-17)101--228.0--- 
– tin plated tungsten wire – W, Sn 
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(Ⅰ) Test Result Summary: 
Result 

Test Item Unit Test Method Mixed all 
kinds of 
metal wire 

RL 

Heavy Metal 

Cadmium (Cd) content ppm 

With reference to IEC 
62321: 2008, by 
microwave digestion and 
determined by ICP-OES. 

ND 2 

Lead (Pb) content ppm 

With reference to IEC 
62321: 2008, by 
microwave digestion and 
determined by ICP-OES. 

37 2 

Mercury (Hg) content ppm 

With reference to IEC 
62321: 2008, by 
microwave digestion and 
determined by ICP-OES. 

ND 2 

Chromium VI (Cr6+) content 
mg/kg 
with 
50 cm2 

With reference to IEC 
62321: 2008, by boiling 
water extraction and 
determined by UV-Vis 
Spectrophotometer. 

Negative 
(#) 

0.02 

 
Remarks: ppm  = parts per million based on weight of tested sample = mg/kg 

 ND = Not detected 

 RL = Reporting Limit, Quantitation limit of analyte in sample 
 mg/kg with 50cm2 = milligram per kilogram with 50 square centimeter 

 Negative = A negative test result indicated positive observation was not 
found at the time of Test. When the spot test showed a negative 
result, the boiling water extraction procedure shall be used to 
verify the result. 

 # = Due to the insufficient sample area, reduced total sample surface of
10 cm2 was used and the dilution factor was adjusted accordingly. 

 
Responsibility of Chemist: Kevin Liu/ Irene Chiou 
 
Date Sample Received : Jan 23, 2013 
Test Period : Jan 23, 2013 To Jan 29, 2013 
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(Ⅱ) RoHS Limits: 
Restricted Substances   Limits 

Cadmium (Cd) content  0.01% (100ppm) 

Lead (Pb) content  0.1% (1000ppm) 

Mercury (Hg) content  0.1% (1000ppm) 

Chromium VI (Cr6+) content  0.1% (1000ppm) 
 
The above limits were quoted from Annex II of 2011/65/EU for homogeneous material.  
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(Ⅲ) Measurement Flowchart: 
 

Test for Cd/Pb/Hg/Chromium (VI) 
Reference Standard：IEC 62321 edition 1.0:2008 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Sampling/grinding or cutting 

For different 
material, digest 
the sample with 
appropriate acid*1 

Make up with 
deionized water 

Cd/Pb/Hg

Analyzed by ICP-OES 

Weigh sample 
and add 
alkaline 
solution 

Definite temp. 
extraction 

Make up with deionized 
water and add diphenyl-
carbazide solution 

Cool and filter 
the extract 

Cr6+ 

Analyzed by UV-VIS 

By spot test  

Get 50cm2 sample

Boiling water 
extraction 

Metal 
Polymers / 
Electronics 

Negative*2 
Confirm the tested 
samples are 
totally dissolved 
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Remarks: 
*1: List of Appropriate Acid： 

Material Acid Added for Digestion 

Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO3,HCl,HF 
Electronics HNO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as 

detected. 

End of Report 
 

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a 
recommendation for any particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than 
the Client in respect of this report and only accepts liability to the Client insofar as is expressly contained in the terms and conditions 
governing Intertek's provision of services to you. Intertek makes no warranties or representations either express or implied with respect to this 
report save as provided for in those terms and conditions. We have aimed to conduct the Review on a diligent and careful basis and we do not 
accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, except in 
the event of our gross negligence or wilful misconduct. 
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Test R€port No. SHAEC1216714750 Date: 25 Sep 2012 Page 'l ofs

ZHEJIANG ASIA GENERAL SOLDERING&BRAZING MATERIAL CO., LTD
XIHU INDUSTRIAL PARK, SANDUN, HANGZHOU CITY, ZHEJIANG, PROVINCE, CHINA

Thg following sample(s) was/were submitted and identifed on beharf of the dients as : LEAD-FREE soLDER
WIRE

SGS Job No. :
Part No. (P/N) :
Composition :
Date of Sample Received :
Testing Period :
Te6t Requested :

Test Method :

Test Results :
Conclusion :

sP12-028285 - SH
YTWl02 (692s39-002)

Sn2.0CuRE
21 9ep 2012

21 Sep 2012 - 25 Sep 2012
Selected test(s) as requested by dient.
Please refer to next page(s).

Please ref€r to ne\4 page(s).

Based on the performed tests on submitted samples, lhe results of Lead,
Mercury, Cadmium, Hexavalent cfiromium, polybrominated biphenyls (pBB),
Polybrominated diphenylethe6 (PBDE) compty with the timib as set by RoHS
Direclive 2011/6yEU Annex ll; recasting 2OO2|95/EC.

k'{l efir C.nddd.l6.rno odd- osLd, w.r.l'lr 6Mnd k
t n lle u! a.Ddr'rE iq Eldimo o.uffi . w*dh,|od ..d..llfu.h-.Aldfiriirmr;iitrffia

!l|dn. rry ndr..rttr' rtr'eddr d*dihndofidd

Signed for and on b€half of
scs-cgTc Ltd.

,z?r"'-
Fan Jinqjie, JJ
Approved Sign€tory

rhb d@Dnr b rFr.c |r nr

. t4. rn corulrr * d..qrb ri.blFondnnr

ry bh rmpr.(r, rnbd .

mh|trllltflunarl&i'.9ilob 2o@q
fl'I|.*f,61'|r|db+3*ll fi:M

tn€Fa)filG60lEEiE-ArOSI9 *n.nrslcdn
rllj{E-ar)6140,,0a tt{fi-21l6ao@ .tdir&lilcn

Man!6r or rh€ sqs olo!! (scs sA)



Test Report No. SHAEC1216714750 Date: 25 Sep 201 2 Page 2 of 5

Test Results :

Test Part Desciiotion :

Sp€oim€n llo. SGS Sampl€ lD Dcc,ipdon
1 SHA12-167147.043 Sitvery wire

RemarlG :
(1) 1 mgftg= 1 PPm=0.0001%
(2) IVDL = Method Detedion Limit
(3) ND = Not Detected ( < l\4DL )
(4) "-" = Not Regulated

RoHS Dir€divo 201 1/85/EU

Test l\rethod: With referenc€ to IEC 6232'1:2008
(1) Determination ofCadmium by ICP-OES.
(2) Determination of Lead by tCp-OES.
(3) Determination of Mercury by |CP-OES.
(4) Determination of Hexavalent Chromium by Spot test / Cotodmetric Method using UV-Vis.
(5) Determination of PBBS / PBDES by GC-MS.

Te6t ltem(s)

Cadmium (Cd)

Lead (Pb)
Mercury (Hg)
Hexavalenl Chromium (Cr(Vl))
Sum of PBBS
Monobromobiphenyl
Dibromobiphenyl
Tribromobiphenyl
Tetrabrcmobiphenyl
Pentabromobiphenyl

Heptabromobiphenyl
Oclabromobiphenyl
Nonabromobiphenyl
Decabromobiphenyl
Sum of PBDES
Monobromodiphenyl ether

!!!it Ud!
10O mS/kS
1000 mSikg
1To 'nT

1000 mdkg
- mgKg

mgKg
- mgKg
- mgKg
- mg/Kg

ms/Ks
mg/Kg
mg/Kg
mS/kS

- mgKs
1000 mdkS

- meyKg

l\4DL @3
2 N D
2 168
2 N D
O Negative
- N D

5 N D
5 N D
5 N D
5 N D
5 N D
5 N D
5 N D
5 N D
5 N D
5 N D
- N D

5 N D

rn .dothr,$rLbhdtuFl

i'drbdn'l''hcd'c'|i&dcmdr.
& qi.r rdta dsn-r dnr ncr .|'ld Fdr b. hnr.dm
m.rr.ddaDlhMllln.d'lddtl.'

c!dr-/. ndhl. .rtrrhd

h dr hi rPd Dt' cir b,h. rm, .b, hro .

.mb.r ol rh. scs Goup {8Gs€ }

t'inr$r$fedrdrr6nl,gEidaorr 2o@3]
+l..t.t.lr6ldrl33oClstn ll:M

lElE{S-Al6ia02563lElEls-a!ffiIg 9w.64a.m
rL{6-nl6|102ra rrlr{6-?r)5ae3 .€.d't!0.tM



Test Report
Test ltem(s)

Dibromodiphenyl ether
Tribromodiphenyl ether
Tetrabromodiphenyl ether
Psntabromodiphenyl elher
H€xabromodiphenyl ether
Heptabromodiphenyl ether
Octabomodiphenyl ether
Nonabromodiphenyl elher
Decabromodiphenyl ether

No. SHAEC1216714750 Datei 25 Sep 2012 Page 3 of 5

Lldl udt
ms/Ks
mg/Kg
mg/rg
mS/kg
mg/Kg
mg/Kg
mg/Kg
m9Kg
mdkg

upt
5
5
5
5
5
5
5
5
5

a3
ND
N D
N D
N D
ND
ND
ND
ND
NO

Notes :
(1) The maximum permissible limit is quoted from directive 201 1/65/EU, Annex ll
(2) "spottest:

Negative = Abs€nce of Cr(Vl) coating, Positive = Presence of Cr(Vt) coating;
Cfhe tested sample should be further vedfied by boiling-wateFextraction method if the spot test result
is Negative or cannot be confirmed,)
o Boiling-wateFextraction:
Negative = Absence of Cf(Vl) coating
Posilive = Presence of Cr(Vl) coating; the detected concenhation in boiling-water-extraclion solution is
equal or greater than 0.02 mg/kg with 50 cm. sample surtac€ area.
For@rosion protection coalings on metals: Infofmation on sto€ge conditions and production date of
the tested sample is unavailable and thus results of Cr(Vl) represent status ofthe sample at the time
of testing.

n6.hffi hft *4dntuorrbrh rrh..(.)r-rd.

f 6illselb'b.dld$0|..dlirdtqrr @
lFt.-Ll.*tr6ltl€o!l6r}| l|:a@3

TE EFZT)tll66! IBEFA)6*$,D w6|a.M
Hr (a-at614qer Hj F-a)fl@l . ttdhl&s@

M.m!.t ol rhs aGs ololp (aag sA)



Test ReDort No. SHAEC1216714750 Date: 25 Sep 2012 Page 4 of 5

rn. .@md I h.!d byri.6oF / E[i-r b r. ord codl|dr oi s
e -.,r!!5ffi tu &mil&hFd b rm. rn c.dtu k d r.{dMrffi.

n6.hffi 6dr bdnFdrhci,rb'brn!.h,'orc

ATTACHMENTS

RoHS Tesflng Ftow Chart
1) Name of the person who made testing: Jan Shi^/oyo Wangr'A en Xao,cary Xu
z) N€me or tne person in charge of testing: Jeff Zhang/ceorge Xu/ Linda Li
r) Inese sampres w€re dissotved tota v bv ore-conditioning method according to belowflow chart. (Cr6'

and PBBS/PBDES test method exctudedi

ratUlle.|lrto tr.hrt*€rthccfar zci@33
+l..ti.tiEEtufta9+sltt tt: 2r@s

lElE(6?r)6140at63tE!Et6{l)0'tE17t m.6r€..m
EtB-?)6r102r1 iL(ri-?r)A!G3 .tasr'..Cc.6

Pb/Cd/Hg PBBs/PBDEs

Acid digestion with
microwave/ hotplate Nonmetallic

matedal

1) Alkali Fusion /
DryAshing

2) Acid to dissolve Filtration and pH
adjustment

Adding 1,5-
diphenylc€rb€zide

for color
development

Addang 1,5-
diphenylcarbazide

for color
development

A red color
indicatesthe

pre6ence of cr6*. lf
necess€ry,
confirm with

rd.r[f,t Ddod@nFr!. Thb drsrud d!.r b.6rmdr..d *ror 6 nrr,$,l.d N.ris,.4jwr d tn.c.ffiv

Urmllr ol |h. AgA elou! (gGS SA)



Test Report

Sample photo:

No. SHAEC1216714750 Date:25 Sep 2012 Page 5 of 5

sHA12-167147.043

SGS authenticate the photo on original report only

"' End of Report "*

tt-!,ruaYanbrrrr&id,$.'icti 2tEf3
+r'rr.*Jr8ltlsae'{33|t 3L M
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Test Repott No. SHAECl219975401 Date: 19 Nov 2012 Page 1 of 7

3M CHINA LII,lITED

222# T|AN LIN ROAD, SHANGHAI (200233)

The following sample(s) was^lve€ submitted and identified on behalfofthe clients as: 3M 3779-PG

SGS Job No. :

Date of Sample Rec€ivecl

Testing Period :

Test Requested :

Test Method :

Test Results :

Conclusion :

sP12-033081 - SH
'14 Nov 2012

14 Nov 2012 - 19 Nov 2012

Selecled test(s) as requested by client

Please refer to next Page(s)

Please refer to next page(s).

Based on the pedormed tests on submitted samples' the results of Lead,

Mercury, Cadmium, Hexavalent cfi romjum, Polybrominated biphenyls (PBB)'

Polybominated diphenyl ether (PBDE) comply with the limits as set by RoHS
Direclive 201'1/65/EU Annex ll; recasting 2002/95/EC.

Signed for and on behalf of
SGS-CSTC Ltd.

7Qv
JJ Fan
Approved Signatory

nyrbr.d6nrG'drc.dud!or.3sjqql|.!.1e!:1i.-{1tFl|9!':I:?:r,::1::llL:lLryHl*,'xiffi;T;tli#sJ$'iry lbl.d h rlcddr c.idridr ol sxr4 Dritd o6i'rl t'lhlb q ncu

iH;;i-iru;L-,;l;,;;;i.;q+,! t€!,:".s$*.T].":i"j.:,?1i.J:,:t,***H#":f;ffiI1;."*",.,,*,"0..,*'-',

;si'l '.*b $k bd{!drb.srtbnr.sr.l.)r6L.

tl&Jtle.|tiibatrrhlEt{5h'd'lcfl! 2!0r2!a
Sl .!a .*trqltltrB|l3t|l l* 2r@

iEtEt6?06110245! lE!Et&?l)ol9B6A
H!{t-21)G14@4 fLts-21)615063
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Test Report No. SHAECl219975401 Dater 19 Nov 2012 Page 2 ol7

Test Results :

Test Part Descriotion :

sp€dm€n No. SGS gampls lD Ds.tiption
1 SHA12-199754.001 Brown solid

Rematks :
(1 )1mg/kg= I  PPm =  0  0001%
(2) MDL = lrlethod Oeteclion Limit

(3) ND = Not Detecled ( < MDL )
(4) ''' = Not Regulated

RoHS Dirbdive 201 1,/65/EU

Test Method : With reference to IEC 6232'1:2008
(1) Determination of Cadmium by ICP'OES.
(2) Determination of Lead by ICP-OES
(3) Determination of Mercury by ICP-OES
(4) Determination of Hexavalent Chromium by Colorimetric lvethod using UV-Vis
(5) Determination of PBBS / PBDES c.ntent by GC'NIS

Test ltem(s)

Cadmium (Cd)

Lead (Pb)
lrercury (Hg)

Hexavalent Chrcmium (Cr(Vl))

Sum of PBBS
Monobrcmobiphenyl
Dibromobiphsnyl
Tribromobiphenyl
TeAabromobiphenyl
PentabromobiPhenYl
Hexabromobiphenyl
Heptabromobiphenyl
Oclabromobiphenyl
Nonabromobiphenyl
OecabromobiPhenyl
Sum of PBDES
MonobromodiPhenyl ethet

Limit Udt
100 mg/kg
1000 mg/kg
1000 ms/kg
1000 mg/kg
1000 mSikg

- mgKg
, mg/Kg
- ms/Ks
- mg/kg
- mg/Kg
- mg/Kg
_ mg/Kg
- mg/Kg
- mg/Kg
- mg/Kg

1000 mdKs
- mg/Kg

MB! @1
2 N D
2 N D
2 N D
2 N D
, N D

5 N D
5 N D
5 N D
5 N D
5 N D
5 N D
5 N D
5 N D
5 N D
5 N O
- N D

5 N D

**xmil.xwJri*:1""uw.&:Js-llx""it1!:l#s$ffi---,ffi ffi ffimffi
$g j****mui:'xpslti#r,ffi '"i'e'.u;s^T

iffi ffi;*ffi si*rm.fi sm*m:mn***'xmli$:'ffi liii{ilF.ffi.##**'
ii,ii lnm s * rr -part' -

Mombgl ol th. sGS GlouP (sca 8A)

fBllrbeYdtuto d)Olrr|Hd,lt tlo,r zrXzl3
+l.Ii.*iEEl{rl68tqstl ll:2(t!.3

lE!EPG-n)64$04?9 ls63!.6
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r EtE &-?r) 61{66!
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Test Report

Test ltem(s)

Oibromodiphenyl ethor
Tribromodiphenyl ether
Tetrabromodiphenyl ether
Pentabromodiphenyl elher
Hexabromodiphenyl elher
Heptabromodiphenyl ether
Octabromodiphenyl ether
Nonabromodiphenyl ether
D€cabromodiphenyl ether

Notes :

No. SHAEC1219975401

tilnil

Date: 19 Nov 2012

ud! ua! p01
mg/kg 5 ND
mg/kg 5 ND
mdkg 5 ND
mg/kg 5 ND
msikg 5 ND
mS/kS 5 NO
mg/kg 5 ND
ms/kg 5 ND
mdks 5 ND

uln
mg/kg

MDt 0!.1
1 0  N D

Page 3 of 7

(1) The maximum permissible limit i6 quoted from the directive 2011/65/EU, Annex ll

Ho€brcrno.i dodod€cano (HBCDDI

Test Method : Determination of HBCDD by GC-MS based on IEC 6232112008.

Test ltem(s)
Hexabromocydododecane (HBCDD)

Notes :
(1) Refurence Information: Directive 2011/65/EU recasting RoHS diredive 200295/EC:

Hexabromocyclododec€ne (HBCDD) is considered as a priority for dsk evaluation and substanc€
restriction.

PhttElatc

Test Method : Determination of phthalates by GC-llS bas€d on EN 14372-2004.

Test ltem(sl

Dibutyl Phthalale (DBP)

Benzylbutyl Phthalate (BBP)

Bis-(2-ethylhexyl) Phthalate (DEHP)

Notes :

ud!

%

%

lIpL p!1

0.003 ND
0.003 ND
0.003 ND

(1) Referenc€ Informationr Direclive 201 t/65/Eu recasting RoHS direclive 200295/EC:
Bis (2-ethylhexyl) phthalate (DEHP), Butvl benzyl phthalate (BBP) and Dibutvl phthalate (DBP) are

considered as a pdotity for dsk evaluation and substance restnction.

I bv rh 6tr{t r!16 b r otd !prs!!!' 6fr*tr!+i! 6drqt

dl##-'r-fi ***#;Hsnt*i#i*:Txfi :;rm#!*H#i:-'*F*F*t^,Tnf lki:: ;:fud.l ' 'c,i.6|i^dt*lrcit ls
dlld fu.|' d,i In.coMvl .'. '.F*$n

aa!or9.s6r sdr srLr.c|dndmii.
. d;; na cd;-vt .b '.F-dr h b h. cnd rd t{| ded'*r da r
; i;;;id rib&ffido r rd.dhi.etdd 0' r'' c'@ry''Ej&!ffiiialltliiiiiiiiiiii;,'n:iii:rii;6;;'i;fii;iai!-@ivi;-.--riltunldiodd.r'thi,.p'ddo'tucriD''v

;;;;;-;-d.tbi;tibatird'
It b tu.sir.(.|.rbd

ir.,nb.r dl th, AOS Olouo (9CS SA)

t'gtEl$loYtrDto dlrrie!.tlatroa. 20@
+1..tl'*iE8tuft3e53Cl ll:2M3

r€lE(6-al6r.rP56! lErEFtl)6tF5!6'9 *4{3d
fli|e.a1!611&iaa tiLls"a$a$a ..s.-d)lro!'m



Test Report No. SHAEC1219975401 Date: 19 Nov 2012 Page 4 of 7

ATTACHMENTS
RoHS Testlng Flow Chart

1) Name of the person veho made testing: Jan Shi/Yoyo wang/Allen Xiao/Gary xu
2) Name of lhe person in cha€e of testing: Jeff Zhang/Georg€ xLu Linda Li
3) Thes€ eemples were di$olved totally by preconditioning method according to below flow chart

(Cr6' and PBBS/PBDES test method excluded)

Sample P€paration

Sample Measurement

concentration/
Dilution of

extraction solution

1) Alkali Fusion /
DryAshing

2) Acid to di6solve Adding 1,$
diphenylcarbazid

e for color
clevelopment

Filtration and
pH adiustment

Adding 1,5-
diphenylcarbazide

development

A red color
indicatesthe

presence of cf'.
lf necessary,
confirm with

PBBSTPBDE9

.nf,ffi
;; l;; ; ;;-a'-vti"ir.mpr.<.tr.oa.

f ucElnlGl|a bdrrri0f.{Eqrtoh 2,@
st 'H.*[atar889+3*t! l* r@3

rE€(5-2!)6r{G6i lEl€s-a)6*st9 ls..rqp.6
HLlir?r1614&5ea Hj{&-€lFie63 .lF.ftd}r@

ir.ftbor ol th. SOs Gn uP (SGs sA)



Test Report No. SHAEC1219975401 Date:

Phthalates Testing Flovv chart

19 Nov 20'12 Page 5 of 7

'1 ) Name of the person who made testing: Elyn Yao
2) Name of the person in charge of testing: Rachel Zhang

Sample measurcment

sffi*'[
farncltraYrotodxd luAlrdtoh @
+t'II.*,ral&188e+sal ||:2@

rE!E6-aJ0 653 lElE 641l66tt
Hlj0i-Al)a1il@94 tii{&aFe!

i rmb.r ol lho Sqg Gloot (sGS SA)



Te€t Report No. SHAEC'1219975401 Date: 19 Nov 2012 P€ge 6 of 7

HBCDD Testing Flow Chart

'1) Name of the person who made testingr Gary Xu
2) Name ofthe person in charge of tesling: Jessy Huang

ybr[nnrr.{.)r..bd

Sample cutting/preparation

t'AtEls&.t| na&rhloaldslsgloai ?!Cu30
+1.-tl.lltr6ttl€30lt3ft|l ll: 2@3

r EtE (ft-zr)6110e,$
Hr {t-?11614@..4

rE!€ &a)6€5619
HU W-a)Sr60d!0

Momb.tolrho SGs Gmup(sqss )



Test Report No. SHAEC1219975401 Date: 19 Nov 2012 Page 7 of 7

Sample photo:

sHA12- 199754.001

SGS authenticate the photo on originalreport only

"* End of Report "'

iysbrd b(. cm.n condrtlBors!yqerlf!"1:I"l!1139:11-111^qlx'.1*.'l?illlji.ll
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Test Report No. sHAEc1219975401

3M CHINA LIIVITED

222$ T|AN LtN ROAD, SHANGHAI (200233)

Date: 19 Nov 2012 Page 1 of 6

The following sample(s) was/were submitt€d and identifed on b€half of the clients as : 3M 3779-PG

SGS Job No. I sP12-033081 - SH

Date ofSamole Received : 14 Nov 2012

T€sting Period :

Test Requested :

Test llethod :

Test Resulb :

14 Nov 2012 - 19 Nov 2012

Selected test(s) as requested by client

Please reier to ne)d page(s).

Pleas€ refer to next page(s).

Signed for and on behalf of
sc$csTc Ltd.

,zQr,-'
JJ Fan
Approved Signatory

ryarhdr.r!chdr9!i!lio.ot3$4Fpir1*eqi.lt1-.F-yl-?l'l!:?l.a':!::i*.'":llyP*!-,*#q!a* *!#ffiHi
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Te6{ Report No. SHAEC1219975401 Date: 1 I Nov 201 2 Page 2 of 6

Test Results :

Test Part D€scriotion :

Sp€d[€nNo. scssamdelD O€€cripdon
1 SHA12-1S9754.001 Brown solid

Remarks :
(1 )  1  mg ikg=  1  PPm=00001%
(2) MDL = Method Detedion Limit

(3) ND = Not Detected ( < MDL )
(4) '-' = Not Regulated

Haloo€n

Test Method : With reference to EN 14582: 2007, analysis was performed by lon Chromatograph (lC)

Test ltem{s)

Fluodne (F)

Chlorine (Cl)

Bromine (Bt)

lodine (l)

Unit
mgxg
mgKg
mgKg
m9Kg

MDL OOI

50 ND
50 ND
50 ND
50 ND

r aE leal61.G5l
N!(E-t1)6 @9r

rElE p5-a)Ea$6n
HjlE-a)ta$5!

n, aq.dbr.oddlGo.drst.ts.t 6
;;?r$iU;;l;;;;;"L;iF.ii;. d cod-.E €hd.oo"lll93!-EFg*49:*gg*L"*-.. 

"*.- 
.,-'-"

n,aq.dbr.oddrco.drs'!d3fu E4"'rileJlHHrffi#Hilil'

l'iir-Ji&1ii1i;id?i;A;;i.,i;;;i;-1iii,;;;n;"ot'l"io'u'c" de'' n Mr'r F dFd
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Test Report

ATTACHMENTS
RoHS Tosiing Flow Chart

'l) Name of the pe6on who madetesting: Jan Shil/oyo Wang/Allen Xiao/Gary Xu
2) Nam€ of the pe6on in charge of te€ting: Jeff Zhang/George Xu/ Linda Li
3) These samples were dissolved totally by preconditioning method according to below flow chan

(Cr8' and PBBS/PBDEStest method excluded)

tuodmd r e.d6r lE A.iFryati*rb tu o.ndr c.dtmo, s.tv6,fuE wht Mr.u..i r4rr.' Easb nher!*rlr 6r4!t!:.+!idisr,

l@ffi*ffi *ffi '#fr'n*H#r$Hfi '$ffidi'ffi H#ffi

No. SHAEC1219975401 Date: 19 Nov 2012 Page 3 of 6

Pb/cdrHg PBBsTPBDES

Positive

Sample Measurement

Acid digestion with
microwave/ hotplate

Concentration/
Dilution of

extraction solution

Adding 1,s
diphenylcarbazid

e for color
development

Filtration ancl
pH adjustment

Adding 1,S
diphenylcarbazide

for color
development

A red color
indicates th€

presence of Cf'.
lf necessary,
confirm wth

fhaqlnefirl ht&n BaBtudioa. 2!@
'Fl '-tl.*lcaltl3.o]3il l* 2@3

tEtE6-a)€1aaAt$ lEa$-21tr46$70 m..i4!.m
H!tt-?[G1,r&50. n!{f-a)am! .rl.ddoe.@

l&hb!. ol th3 SGS G6!p {SGs sa)



Te6t Report No. SHAEC1219975401

Phthalatea Testing Flow chart

1) Name of lhe person who made testing: Elyn Yao
2) Name of the pe6on in charge of testing: RachelZhang

D a t e : 1 I N o v 2 0 1 2 Page 4 of 6
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Test Report

1) Name of the Person
2) Name of the pe6on

No. SHAEC'1219975401 Date: 1 I Nov 201 2 Page 5 of 6

HBCDD Testing Flow Chart

who made testing: GarY Xu
in charge of testing: Jessy Huang

irb'br.6ir(r)r..bd

Sample cuttingy'prepa€tion

Sample measuremeat
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tGs
Test Report

Sample photo:

'ElF@2)6 a02553 IE&E 186-2 6!9536?9
ttLl33-211614691 Nlj(3521)$5na05x . s!sd'@@ts.m

No. SHAEC1219975401 Oate: 19 Nov 2012 Page 6 of6

SGS authenticate the photo on o ginal report only
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Cuslomer: Suzhou FuHong Electronic IndustriatCo., 16.

Addr6s: NO.89 \/ElDU ROAD, WANGTING TOVIN, XTANGCHENG DISTR|CI SUZHOU. CHINA
Repod on the submltted samrl€ said to be

sample name: Lead wife coppershell

Modol:/

Itefi/Lot Io.: /
Matonal:/
Buyen/ :
S u p p l i e r : / ,

l i lanufacturE:/-  
.  _ -  i  

- f
Sample recelved date: Gq _08, 2012 :
t*,tn o"n.o, t.. o".;;,,013 

"."r.-,.,,613, 1 ,]

&glirs-Bgsccsgq i

As specifed by dienl, to determine the L€ad, Cadrium, l,tercury & tiexayabntChrcmium conle in the 6ubmitted sampte in
accodance with Directive 2OO2I95/EC {RoHS). j

l\OV'BF.F.q,A

TEST REPORT
NO.: 4002R121008024-2R02 Oate: Oct.1 0, 2012

Testing ltem Measufing instrument ,MQL

Lead (Pb) IEC 62321:2008. section I rcP-oEs a!gag
cadmium (Cd) IEC 62321:2008, s€ction 9 tcP-oEs 2 mg/kg

[,lercury (Hg) IEC 62321r2008, s€ction 7 rcP-oEs 2 mg/kg

Chromium (CrM) IEC 62321: 2008, Annex B 0.02mg/kg*

Testino method:

lsq
j 0.02 mg/tg rcturs to the MQL olsample exlraction liquid.

Conclu3ion:
-\ryhen tested as specified lhe submilied sample compried with th€ requircments of commission D€cision of 18 Aug 2005

amending Dircctive 2002/95/EC notilied under docum€nt 2005/618/EC.

LiTingting, Maggie

Chemical Test Direclor

Yuan Qi, l,lickey

LabManager

Sign€d ior and on behallol

Shenzhen AOV Testing Technology Co., Ltd, Kunshan 8ran6h

ea"arc"a"r, A?1 W a l b n OrO."*0r44

."*FOR FURTHER DETAILS, PLEASE REFERTOT

Technical Di€clor

STIENZIIEN AOVTE$Tl'{G I€CHI!OLOGY CO,.I.TD,KUNSHAN BRANCI]

(,10",'ll,,u*



l\ov"BF,?sn

NO.: A0O2R12100802+2R02

T63l Flow:

Cooling the vessel, fiitei washed and

fllled lo the mafK with distilled waler.

Add the digestion solulionj the
vess€l is heated until the sample

TEST REPORT
Date Oci .10,2012

L To Detemine/lead, Cldmium Content (Metal substrale)
lestedbY 

L7.^otq,

-*".irl,"*J 
"r,to,"t|,

Add lhe digestion soluUon, close
lhe microwave vessel.

f---- 
-].-

(Plating)

The sample is digested in the

micrcwave oven tollowing a specinc

deoomposilion progrcm.

Test the sample solulion and ihe 0.02

mg/kg slandard solution by uv-vls.

'  H o t l r n e
40a 700 8600

Cooling the vessel, frller;washed and

filled to the maft wilh dislilled waler.

Remove lhe sample, and cool

the beak€r lo room temperature,

and do the color reaclion

______-l "*rn 
nrte,.washedand l_____*p;-r, f;;-1

I rilled lo$e mark with Dlwaler I

ShENZH€N AOV I6STII {G T 'C NOIOGY CO.. ITD.XUNSHAN OEANCH



/\OV"BF#,HN

NO.i A002R121008024-2R02

Sample Doscripilon:

TEST REPORT
Oate :Oc l10  2012

5. To Deiermine Hexavalent Chromium Content in colorless and colorcd chromate coaling on metals: (Plating)

r e s t e d  b v :  l )  ^ ,' 
L/A^U,4.

5.1 Spotlesl (

f l;"')l;**SN€$ZHEN AOVI :STING T€C NOIOGY CO' ' ITD.XUNSI lAN BBANCI I

lf the lest result is posiiive,

ihe sample is considered lo

have hexavalenl chromium

Place 1-5

and the 0.02 mg/kg

Boiling- water- extracton

procedurc shall be us€d to
lf the test reslrlt

lltherc is intederence or it is had to decide

whetherlhe sample have the hexavalent

5.2 Boilin9- water- enractron
Remove the sample, and cool

the beaker to rcom temperalu€,

and do the color rcaolion

Take the (50i5)cm2

sample in the beaker.
Heat 50 ml ol Dl waler in the

beak€r to boiling lof 10 min

Code Sample Desc{iplion Code

copper shell subslfate

Lead wire Plating 24 Copper shell Platng

Unit RoHS Limit Result

2-3

Lead {Pb) mg/l(g 1000 N.D. N.D. N.D. N.O

Cadmium (Cd) mg/k9 100 N.D. N.D. N.D, N.D.

Meroury (Hg) mg/kg 1000 N.D. N.D. N.D, N D .

Chromum (Crl'I) mg/K9 1000 Negalive Negalrve Negaliv€ Negative



TEST REPORT
oare: oct.10,2012

-:fh€ new RoHS di€ctive 2011/65/EU, on Jul. 21,2011 come inlo force, on Jan. 03, 2013 ths formal implementation, Direcliv€

200295/EC ahall be repeal€d simultaneously-

Sp€cimens, which ggqeted to d€temine Lead, Cadmium and Mercury conient have been dissolved completelv.

NO.: A0O2R12100802+2R02

-mg/Kg=ppm

--The iest is bas€d on the following

ce of C_rl\,I)l
if"veiry/y6hetp ttef.li
mere sr{.q!.be/rurTr v ii'iffyiT-''

*'q:*
lhe spot test result is uncertain or

each pad is unifom. The tesl rcsult

maybe cannot stand for the physical truth
-Photo is included

Lead wir€ copper shell

"'End of Repod""

sHEI\tZH:ir AOVrlsrr'tc IECNl'lO!OeY CO.,ITD KUNSHAN SRANCIi

r.r i35.1J:55i0eo0o Fd.3F1t?55roEr$ hrr ,w.d{.di' Fodrdo 1r.r00
/ ,  Hot l rne

I , 400 700 8600



 

 

 

Test Report Number： SHAH00361375 
 

Authorized by： 

For intertek testing services Ltd., Shanghai 
 

 

 

Jacob Lin 
General Manager 

 
 

 
  

Page 1 Of 7 

Intertek Testing Services Ltd., Shanghai 
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www.intertek.com     www.intertek.com.cn 

 

 

Applicant： LITTELFUSE,INC. Date： JAN 16, 2013 

 800 E. NORTHWEST HWY  
 Attn：  A.DIVIETRO/D.UNTIEDT 

  

 

Sample Description：  

One(1) submitted sample said to be White Yarn. 
Item Name ： Glass Yarn. 
Part No. ： 648901. 

************************************************************************************************************************************************************ 

Tests Conducted： 

As requested by the applicant, for details refer to attached page(s). 
************************************************************************************************************************************************************ 

To Be Continued 
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1 (Ⅰ) Test Result Summary： 

Testing Item Result (ppm) 

Heavy Metal 
Cadmium (Cd) content ND 

Lead (Pb) content ND 

Mercury (Hg) content ND 

Chromium VI (Cr
6+

) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 

Dibrominated Biphenyls (DiBB) ND 

Tribrominated Biphenyls (TriBB) ND 

Tetrabrominated Biphenyls (TetraBB) ND 

Pentabrominated Biphenyls (PentaBB) ND 

Hexabrominated Biphenyls (HexaBB) ND 

Heptabrominated Biphenyls (HeptaBB) ND 

Octabrominated Biphenyls (OctaBB) ND 

Nonabrominated Biphenyls (NonaBB) ND 

Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 

Dibrominated Diphenyl Ethers (DiBDE) ND 

Tribrominated Diphenyl Ethers (TriBDE) ND 

Tetrabrominated Diphenyl Ethers (TetraBDE) ND 

Pentabrominated Diphenyl Ethers (PentaBDE) ND 

Hexabrominated Diphenyl Ethers (HexaBDE) ND 

Heptabrominated Diphenyl Ethers (HeptaBDE) ND 

Octabrominated Diphenyl Ethers (OctaBDE) ND 

Nonabrominated Diphenyl Ethers (NonaBDE) ND 

Decabrominated Diphenyl Ether (DecaBDE) ND 

 

Remarks：ppm = parts per million = mg/kg 

ND = not detected 
 

Responsibility of Chemist: Dent Fang / Leaf Liu 
 

(Ⅱ) RoHS Requirement： 

Restricted substances Limits 

Cadmium (Cd) Content 0.01% (100ppm) 

Lead (Pb) Content 0.1% (1000ppm) 

Mercury (Hg) Content 0.1% (1000ppm) 

Chromium VI (Cr
6+

) Content 0.1% (1000ppm) 

Polybrominated Biphenyls (PBBs) 0.1% (1000ppm) 

Polybrominated Diphenyl Ethers (PBDEs) 0.1% (1000ppm) 

 
The above limits were quoted from RoHS Directive 2011/65/EU for homogeneous material. 

************************************************************************************************************************************************************ 
To Be Continued 
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(Ⅲ) Test Method： 

Testing item Testing method Reporting limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, by 
microwave digestion until the tested samples are totally dissolved and 
determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, by 
microwave digestion until the tested samples are totally dissolved and 
determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by microwave 
digestion until the tested samples are totally dissolved and determined 
by ICP-OES. 

2 ppm 

Chromium VI (Cr
6+

) content 
With reference to IEC 62321 edition 1.0:2008 in annex C, by alkaline 
digestion and determined by UV-VIS Spectrophotometer. 

1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in Annex A, by solvent 
extraction and determined by GC-MSD and further HPLC confirmation 
when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in Annex A, by solvent 
extraction and determined by GC-MSD and further HPLC confirmation 
when necessary. 

5 ppm 

 

Remark：Reporting limit = Quantitation limit of analyze in sample 

************************************************************************************************************************************************************ 
To Be Continued 



 

 

 

Test Report Number： SHAH00361375 

  
Tests Conducted  

Page 4 Of 7 

Intertek Testing Services Ltd., Shanghai 
Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  

上海天祥質量技術服務有限公司 
上海市宜山路 801 號金陵商務廣場 B 座  200233 

Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 
www.intertek.com     www.intertek.com.cn 

 

 

(Ⅳ) MEASUREMENT FLOWCHART: 

Test for Cd/ Pb/ Hg/Cr (VI)/ PBBs/PBDEs contents  
Reference standard: IEC 62321 edition 1.0:2008 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

REMARKS： 

*1: LIST OF APPROPRIATE ACID： 

MATERIAL ACID ADDED FOR DIGESTION 

Polymers HNO3,HCl,HF,H2O2,H3BO3 

Metals HNO3,HCL,HF 

Electronics HNO3,HCL,H2O2,HBF4 

 
*2: IF THE RESULT OF SPOT TEST IS POSITIVE, CHROMIUM (VI) WOULD BE DETERMINED AS DETECTED.   
************************************************************************************************************************************************************ 

To Be Continued 

Sampling/grinding or cutting 

Weigh sample and for 
different material, 

digest the sample with 

appropriate acid
*1

 

Make up with 
deionized water 

 

Cd/Pb/Hg 

Analyzed by ICP-OES 

Weigh sample 
and add alkaline 

solution 

Definite temp. 
Extraction

Make up with deionized 
water and add Diphenyl-

carbazide solution 

Cr
6+

 

Weigh sample and
add organic 

solvent 

Soxhlet extraction
or 

Solvent extraction

Concentrate the 
extract and make 
up with organic 

solvent 

PBBs/PBDEs 

Analyzed by UV-VIS 

Analyzed by GC-MSD

Spot test 

Get 50cm
2
 

samples 

Boiling water 
extraction

Metal 

Polymers / 
electronics 

Negative
*2 

Confirm the tested 
samples are totally 

dissolved 

No 

Cool and filter the 
extract 

Yes 
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2 Halogen content 

 

(Ⅰ) Test result summary： 

Testing item Result (ppm) 

Fluorine (F) 350 

Chlorine (Cl) 150 

Bromine (Br) ND 

Iodine (I) ND 

 

Remarks：ppm = parts per million = mg/kg 

ND = Not detected 
 

Responsibility of chemist：Grave Wang 

 

(Ⅱ) Test method： 

Testing item Testing method Reporting limit 

Halogen content  
With reference to EN 14582：2007 by combustion flask with oxygen 

and determined by ion chromatography 
50 ppm 

 

Remark：Reporting limit = quantitation limit of analyte in sample 

 

Date sample received：Jan.8, 2013 

Testing period：Jan.8, 2013 To Jan.14, 2013 

************************************************************************************************************************************************************ 
To Be Continued 
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(Ⅲ) MEASUREMENT FLOWCHART： 

 
Test for halogen content 

REFERENCE STANDARD：EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
************************************************************************************************************************************************************ 

To Be Continued 

Add absorbent in a combustion flask & 
place weighed sample in equipment 

Fill the combustion flask with oxygen 

Ignite then leave the flask at room 
temperature  

Transfer the absorbent into a volumetric 
flask 

Make up with deionized water 

Sampling/grinding or cutting 

Analyzed by ion chromatography 
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************************************************************************************************************************************************************ 

End Of Report 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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APPLICANT: LITTELFUSE,INC. DATE:  OCT 29, 2012 
 800 E. NORTHWEST HWY   
 ATT N:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:  
ONE (1) SUBMITTED SAMPLE SAID TO BE  RED INK. 
PART DESCRIPTION : INK-RED. 
PART NUMBER : 425901. 
DATE SAMPLE RECEIVED : OCTOBER.19, 2012. 
DATE TEST STARTED : OCTOBER.19, 2012. 

***************************************************************************************************************************************************** 
TESTS CONDUCTED: 
     AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
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1 ( Ⅰ) Test Result Summary : 

Testing Item Result (ppm) 
Heavy Metal 

Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
(Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by 
microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by 
alkaline digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 
 

Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
REMARKS: 

*1: List of appropriate acid： 
Material Acid added for digestion 

Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO 3,HCl,HF 
Electronics H NO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   

************************************************************************************************************************************************** 
TO BE CONTINUED 

sampling/grinding or cutting

weigh sample and 
for different 

material, digest 
the sample with 

make up with 
deionized water 

Cd/Pb/Hg 

analyzed by ICP-OES 

weigh sample 
and add 
alkaline 
solution

definite 
temp. 

make up with deionized 
water and add diphenyl-

carbazide solution 

Cr6+ 

weigh sample 
and add 
organic 

soxhlet 
extraction or 

solvent 
extraction

concentrate 
the extract 
and make up 
with organic 

PBBs/PBDEs 

analyzed by UV-VIS

analyzed by GC-
MSD 

spot test

get 50cm2 
samples 

boiling water 
extraction 

metal
polymers / 
electronics

negative*2

confirm the tested 
samples are totally 

dissolved 
No

cool and 
filter the 
extract 
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2 ( ) Ⅰ Test Result Summary : 

Testing Item Result (ppm) 
Halogen Content 

Fluorine (F) ND 
Chlorine (Cl) 1000 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 ND = Not detected 

 
Responsibility Of Chemist : Leaf Liu 

 
(Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 
 

Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 

 
************************************************************************************************************************************************** 

TO BE CONTINUED 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3 (A) TEST RESULT SUMMARY: 
 

TESTING ITEM R ESULT(ppm) 
HBCD (HEXABROMOCYCLODODECANE) ND 

 
  REMARKS:  
  ppm = PARTS PER MILLION = mg/kg 
  ND  = NOT DETECTED  
 
(B) TEST METHOD : 

 

TESTING ITEM TE STING METHOD REPORTING 
LIMIT 

HBCD (HEXABROMOCYCLODODECANE) 
WITH REFERENCE TO USEPA 3540C, BY 
SOLVENT EXTRACTION AND DETERMINED 
BY GC/MS 

10 ppm 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 

TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND PLACE 
INTO A THIMBLE 

SOXHLET EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT 
INTO A VOLUMETRIC FLASK
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4 PHT HALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 
 

LIMIT(%,W/W) TESTED COMPOUND R ESULT (%,W/W) 
(MAX.) 

DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 
SUM OF THREE PHTHALATES ND 0.1 

  
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII ITEMS 51 & 52 OF THE REACH 

REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009 FOR PHTHALATE CONTENT IN TOYS 
AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

5 PHT HALATE CONTENT TEST 
 

WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND R ESULT (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)  ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER PRODUCT SAFETY 

IMPROVEMENT ACT 2008 & AMENDMENT H.R.2715 FOR PROHIBITION ON SALE OF CERTAIN 
PRODUCTS CONTAINING SPECIFIED PHTHALATES. 

 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED 

 
DATE SAMPLE RECEIVED : OCT.19, 2012 
TESTING PERIOD  : OCT.19, 2012 TO OCT.23, 2012 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (EN14372) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND 
PLACE IN A THIMBLE 

EXTRACTED BY SOXHLET 
EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE 
EXTRACT 

 
ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

Transfer the extract 
into a volumetric 
flask 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND 
PLACE IN A THIMBLE 

EXTRACTED WITH 
ORGANIC SOLVENT BY 
ULTRASONIC WATER 
BATH 

 
ANALYZE BY GC-MSD 
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************************************************************************************************************************************************** 

END OF REPORT 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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APPLICANT: LITTELFUSE,INC. DATE:  OCT 29, 2012 
 800 E. NORTHWEST HWY  
 ATT N:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:  
ONE (1) SUBMITTED SAMPLE SAID TO BE BLACK INK. 
PART DESCRIPTION : INK-BLACK. 
PART NUMBER : 425902. 
DATE SAMPLE RECEIVED : OCTOBER.15, 2012. 
DATE TEST STARTED : OCTOBER.15, 2012. 

************************************************************************************************************************************************** 
TESTS CONDUCTED: 
     AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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1 ( Ⅰ) Test Result Summary : 

Testing Item Result (ppm) 
Heavy Metal 

Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
(Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by 
microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by 
alkaline digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 

 
Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
REMARKS: 

*1: List of appropriate acid： 
Material Acid added for digestion 

Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO 3,HCl,HF 
Electronics H NO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   

************************************************************************************************************************************************** 
TO BE CONTINUED 

sampling/grinding or cutting

weigh sample and 
for different 

material, digest 
the sample with 

make up with 
deionized water 

Cd/Pb/Hg 

analyzed by ICP-OES 

weigh sample 
and add 
alkaline 
solution

definite 
temp. 

make up with deionized 
water and add diphenyl-

carbazide solution 

Cr6+ 

weigh sample 
and add 
organic 

soxhlet 
extraction or 

solvent 
extraction

concentrate 
the extract 
and make up 
with organic 

PBBs/PBDEs 

analyzed by UV-VIS

analyzed by GC-
MSD 

spot test

get 50cm2 
samples 

boiling water 
extraction 

metal
polymers / 
electronics

negative*2

confirm the tested 
samples are totally 

dissolved 
No

cool and 
filter the 
extract 
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2 ( ) Ⅰ Test Result Summary : 

Testing Item Result (ppm) 
Halogen Content 

Fluorine (F) ND 
Chlorine (Cl) 150 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 ND = Not detected 

 
Responsibility Of Chemist : Leaf Liu 

 
(Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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 (Ⅳ) Measurement Flowchart: 

 
Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

 
************************************************************************************************************************************************** 

TO BE CONTINUED 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3 (A) TEST RESULT SUMMARY: 
 

TESTING ITEM R ESULT(ppm) 
HBCD (HEXABROMOCYCLODODECANE) ND 

 
  REMARKS:  
  ppm = PARTS PER MILLION = mg/kg 
  ND  = NOT DETECTED  

 
(B) TEST METHOD : 

 

TESTING ITEM TE STING METHOD REPORTING 
LIMIT 

HBCD (HEXABROMOCYCLODODECANE) 
WITH REFERENCE TO USEPA 3540C, BY 
SOLVENT EXTRACTION AND DETERMINED 
BY GC/MS 

10 ppm 

************************************************************************************************************************************************** 
TO BE CONTINUED 



 

 

 

TEST REPORT NUMBER: SH AH00345635 
  

TESTS CONDUCTED  

PAGE 7 OF 11 
Intertek Testing Services Ltd., Shanghai 

Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  
上海天祥質量技術服務有限公司 

上海市宜山路 801 號金陵商務廣場 B 座  200233 
Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 

www.intertek.com     www.intertek.com.cn 
 

MEASUREMENT FLOWCHART: 
 

TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND PLACE 
INTO A THIMBLE 

SOXHLET EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT 
INTO A VOLUMETRIC FLASK
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4 PHT HALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 
 

LIMIT(%,W/W) TESTED COMPOUND R ESULT (%,W/W) 
(MAX.) 

DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 
SUM OF THREE PHTHALATES ND 0.1 

  
  

REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII ITEMS 51 & 52 OF THE REACH 
REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009 FOR PHTHALATE CONTENT IN TOYS 
AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

5 PHT HALATE CONTENT TEST 
 

WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND R ESULT (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)  ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER PRODUCT SAFETY 

IMPROVEMENT ACT 2008 & AMENDMENT H.R.2715 FOR PROHIBITION ON SALE OF CERTAIN 
PRODUCTS CONTAINING SPECIFIED PHTHALATES. 

 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED 
 

DATE SAMPLE RECEIVED: OCT.15, 2012 
TESTING PERIOD : OCT.15, 2012 TO OCT.18, 2012 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (EN14372) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND 
PLACE IN A THIMBLE 

EXTRACTED BY SOXHLET 
EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE 
EXTRACT 

 
ANALYZE BY GC-MSD 

 

MAKE UP WITH ORGANIC 
SOLVENT

Transfer the extract 
into a volumetric 
flask 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

Weigh sample and 
place in a tube 

Extracted with 
organic solvent by 
ultrasonic water 
bath 

 
Analyze by GC-MSD 
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************************************************************************************************************************************************** 

END OF REPORT 
 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to 
be a recommendation for any particular course of action.   Intertek does not accept a duty of care or any other responsibility to any 
person other than the Client in respect of this report and only accepts liability to the Client insofar as is expressly contained in the 
terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or representations either 
express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the 
Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this 
report, in contract, tort, by statute or otherwise, except in the event of our gross negligence or wilful misconduct. 
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APPLICANT: LITTELFUSE,INC. DATE:  OCT 26, 2012 
 800 E. NORTHWEST HWY  
 AT TN:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:  
ONE (1) SUBMITTED SAMPLE SAID TO BE YELLOW INK. 
PART DESCRIPTION : INK-YELLOW. 
PART NUMBER : 425903. 
DATE SAMPLE RECEIVED : OCTOBER.15, 2012. 
DATE TEST STARTED : OCTOBER.15, 2012. 

************************************************************************************************************************************************** 
TESTS CONDUCTED: 
     AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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1 ( Ⅰ) Test Result Summary : 

Testing Item Result (ppm) 
Heavy Metal 

Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
(Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by 
microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by 
alkaline digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 



 

 

 

TEST REPORT NUMBER: SH AH00345662 
  

TESTS CONDUCTED  

PAGE 3 OF 11 
Intertek Testing Services Ltd., Shanghai 

Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  
上海天祥質量技術服務有限公司 

上海市宜山路 801 號金陵商務廣場 B 座  200233 
Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 

www.intertek.com     www.intertek.com.cn 
 

 
(Ⅳ) Measurement Flowchart: 

 
Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
REMARKS: 

*1: List of appropriate acid： 
Material Acid added for digestion 

Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO 3,HCl,HF 
Electronics H NO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   

************************************************************************************************************************************************** 
TO BE CONTINUED 

sampling/grinding or cutting

weigh sample and 
for different 

material, digest 
the sample with 

make up with 
deionized water 

Cd/Pb/Hg 

analyzed by ICP-OES 

weigh sample 
and add 
alkaline 
solution

definite 
temp. 

make up with deionized 
water and add diphenyl-

carbazide solution 

Cr6+ 

weigh sample 
and add 
organic 

soxhlet 
extraction or 

solvent 
extraction

concentrate 
the extract 
and make up 
with organic 

PBBs/PBDEs 

analyzed by UV-VIS

analyzed by GC-
MSD 

spot test

get 50cm2 
samples 

boiling water 
extraction 

metal
polymers / 
electronics

negative*2

confirm the tested 
samples are totally 

dissolved 
No

cool and 
filter the 
extract 
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2 ( ) Ⅰ Test Result Summary : 

Testing Item Result (ppm) 
Halogen Content 

Fluorine (F) ND 
Chlorine (Cl) 7400 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 N D = Not detected 

 
Responsibility Of Chemist : Leaf Liu 

 
(Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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 (Ⅳ) Measurement Flowchart: 

 
Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

 
************************************************************************************************************************************************** 

TO BE CONTINUED 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3 (A) TEST RESULT SUMMARY: 
 

TESTING ITEM R ESULT(ppm) 
HBCD (HEXABROMOCYCLODODECANE) ND 

 
  REMARKS:  
  ppm = PARTS PER MILLION = mg/kg 
  ND  = NOT DETECTED  

 
(B) TEST METHOD : 

 

TESTING ITEM T ESTING METHOD REPORTING 
LIMIT 

HBCD (HEXABROMOCYCLODODECANE) 
WITH REFERENCE TO USEPA 3540C, BY 
SOLVENT EXTRACTION AND DETERMINED 
BY GC/MS 

10 ppm 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 

TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND PLACE 
INTO A THIMBLE 

SOXHLET EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT 
INTO A VOLUMETRIC FLASK
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4 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 
 

LIMIT(%,W/W) TESTED COMPOUND RESULT  (%,W/W) 
(MAX.) 

DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 
SUM OF THREE PHTHALATES ND 0.1 

  
  

REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII ITEMS 51 & 52 OF THE REACH 
REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009 FOR PHTHALATE CONTENT IN TOYS 
AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

5 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND RESULT  (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)  ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER PRODUCT SAFETY 

IMPROVEMENT ACT 2008 & AMENDMENT H.R.2715 FOR PROHIBITION ON SALE OF CERTAIN 
PRODUCTS CONTAINING SPECIFIED PHTHALATES. 

 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED 
 

DATE SAMPLE RECEIVED: OCT.15, 2012 
TESTING PERIOD : OCT.15, 2012 TO OCT.19, 2012 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (EN14372) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND 
PLACE IN A THIMBLE 

EXTRACTED BY SOXHLET 
EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE 
EXTRACT 

 
ANALYZE BY GC-MSD 

 

MAKE UP WITH ORGANIC 
SOLVENT

Transfer the extract 
into a volumetric 
flask 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

Weigh sample and 
place in a tube 

Extracted with bath 
organic solvent by 
w\trasonic water 

 
Analyze by GC-MSD 
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************************************************************************************************************************************************** 

END OF REPORT 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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APPLICANT: LITTELFUSE,INC. DATE:  OCT 26, 2012 
 800 E. NORTHWEST HWY  
 AT TN:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:  
ONE (1) SUBMITTED SAMPLE SAID TO BE BLUE INK. 
PART DESCRIPTION : INK-BLUE. 
PART NUMBER : 425904. 
DATE SAMPLE RECEIVED : OCTOBER.15, 2012. 
DATE TEST STARTED : OCTOBER.15, 2012. 
****************************************************************************************************************************************************** 

TESTS CONDUCTED: 
   AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 

****************************************************************************************************************************************************** 
TO BE CONTINUED 
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1 ( Ⅰ) Test Result Summary : 

Testing Item Result (ppm) 
Heavy Metal 

Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
        (Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by 
microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by 
alkaline digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 
****************************************************************************************************************************************************** 

TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 
 

Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
     
 
 
 
 
 
 
 
 
REMARKS: 

*1: List of appropriate acid： 
Material Acid added for digestion 

Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO 3,HCl,HF 
Electronics H NO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   
************************************************************************************************************************************************************ 

TO BE CONTINUED 

sampling/grinding or cutting

weigh sample and 
for different 

material, digest 
the sample with 

make up with 
deionized water 

Cd/Pb/Hg 

analyzed by ICP-OES 

weigh sample 
and add 
alkaline 
solution

definite 
temp. 

make up with deionized 
water and add diphenyl-

carbazide solution 

Cr6+ 

weigh sample 
and add 
organic 

soxhlet 
extraction or 

solvent 
extraction

concentrate 
the extract 
and make up 
with organic 

PBBs/PBDEs 

analyzed by UV-VIS

analyzed by GC-
MSD 

spot test

get 50cm2 
samples 

boiling water 
extraction 

metal
polymers / 
electronics

negative*2

confirm the tested 
samples are totally 

dissolved 
No

cool and 
filter the 
extract 
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2 ( ) Ⅰ Test Result Summary : 

Testing Item Result (ppm) 
Halogen Content 

Fluorine (F) ND 
Chlorine (Cl) 600 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 N D = Not detected 

 
Responsibility Of Chemist : Leaf Liu 

 
         (Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************************ 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 
 

Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
************************************************************************************************************************************************************ 

TO BE CONTINUED 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3 (A) TEST RESULT SUMMARY: 
TESTING ITEM R ESULT(ppm) 

HBCD (HEXABROMOCYCLODODECANE) ND 
 

  REMARKS:  
  ppm = PARTS PER MILLION = mg/kg 
  ND  = NOT DETECTED  

 
    (B) TEST METHOD : 

TESTING ITEM T ESTING METHOD REPORTING 
LIMIT 

HBCD (HEXABROMOCYCLODODECANE) WITH REFERENCE TO USEPA 3540C, BY SOLVENT 
EXTRACTION AND DETERMINED BY GC/MS 10 ppm 

************************************************************************************************************************************************************ 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
************************************************************************************************************************************************************ 

TO BE CONTINUED

WEIGH SAMPLE AND PLACE 
INTO A THIMBLE 

SOXHLET EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT 
INTO A VOLUMETRIC FLASK
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4     PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 
 

LIMIT(%,W/W) TESTED COMPOUND RESULT  (%,W/W) 
(MAX.) 

DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 
SUM OF THREE PHTHALATES ND 0.1 

   
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII ITEMS 51 & 52 OF THE REACH 

REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009 FOR PHTHALATE CONTENT IN TOYS 
AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

5     PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND RESULT  (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER PRODUCT SAFETY 

IMPROVEMENT ACT 2008 FOR PROHIBITION ON SALE OF CERTAIN PRODUCTS CONTAINING 
SPECIFIED PHTHALATES. 

 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED 

************************************************************************************************************************************************************ 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (EN14372) 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
************************************************************************************************************************************************************ 

TO BE CONTINUED 

WEIGH SAMPLE AND 
PLACE IN A THIMBLE 

EXTRACTED BY SOXHLET 
EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE 
EXTRACT 

 
ANALYZE BY GC-MSD 

 

MAKE UP WITH ORGANIC 
SOLVENT 

Transfer the extract 
into a volumetric 
flask 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
************************************************************************************************************************************************************ 

TO BE CONTINUED 

WEIGH SAMPLE AND 
PLACE IN A TUBE 

EXTRACTED WITH 
ORGANIC SOLVENT BY 
ULTRASONIC WATER 

BATH 

 
ANALYZE BY GC-MSD 
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************************************************************************************************************************************************************ 

END OF REPORT 
 

  
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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APPLICANT: LITTELFUSE,INC.  DATE:  OCT 29, 2012 
 800 E. NORTHWEST HWY    
 AT TN:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:      
ONE (1) SUBMITTED SAMPLE SAID TO BE BROWN INK. 
PART DESCRIPTION : INK-BROWN. 
PART NUMBER : 425906. 
DATE SAMPLE RECEIVED : OCTOBER.15, 2012. 
DATE TEST STARTED : OCTOBER.15, 2012. 

***************************************************************************************************************************************************** 
TESTS CONDUCTED: 

AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
    
 



 

 

 

TEST REPORT NUMBER: SH AH00345432 
  

TESTS CONDUCTED  

PAGE 2 OF 11 
Intertek Testing Services Ltd., Shanghai 

Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  
上海天祥質量技術服務有限公司 

上海市宜山路 801 號金陵商務廣場 B 座  200233 
Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 

www.intertek.com     www.intertek.com.cn 
 

1 ( Ⅰ) Test Result Summary : 
Testing Item Result (ppm) 

Heavy Metal 
Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
(Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by 
microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by 
alkaline digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 
 

Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

REMARKS: 
*1: List of appropriate acid： 

Material Acid added for digestion 
Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO 3,HCl,HF 
Electronics H NO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   

***************************************************************************************************************************************************** 
TO BE CONTINUED 

 

sampling/grinding or cutting

weigh sample and 
for different 

material, digest 
the sample with 

make up with 
deionized water 

Cd/Pb/Hg 

analyzed by ICP-OES 

weigh sample 
and add 
alkaline 
solution

definite 
temp. 

make up with deionized 
water and add diphenyl-

carbazide solution 

Cr6+ 

weigh sample 
and add 
organic 

soxhlet 
extraction or 

solvent 
extraction

concentrate 
the extract 
and make up 
with organic 

PBBs/PBDEs 

analyzed by UV-VIS

analyzed by GC-
MSD 

spot test

get 50cm2 
samples 

boiling water 
extraction 

metal
polymers / 
electronics

negative*2

confirm the tested 
samples are totally 

dissolved 
No

cool and 
filter the 
extract 
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2 ( ) Ⅰ Test Result Summary : 

Result (ppm) 
Testing Item 

 
Halogen Content 

Fluorine (F) ND 
Chlorine (Cl) 8600 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 N D = Not detected 

 
Responsibility Of Chemist : Leaf Liu 

 
(Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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 (Ⅳ) Measurement Flowchart: 
 

Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3 (A) TEST RESULT SUMMARY: 
 

TESTING ITEM R ESULT(ppm) 

HBCD (HEXABROMOCYCLODODECANE) ND 

 
 

REMARKS:  
ppm = PARTS PER MILLION = mg/kg 
ND  = NOT DETECTED  

 
  (B) TEST METHOD : 

 

TESTING ITEM T ESTING METHOD REPORTING 
LIMIT 

HBCD (HEXABROMOCYCLODODECANE) 
WITH REFERENCE TO USEPA 3540C, BY 
SOLVENT EXTRACTION AND DETERMINED 
BY GC/MS 

10 ppm 

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 

TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
***************************************************************************************************************************************************** 

TO BE CONTINUED 
 

 
 

WEIGH SAMPLE AND PLACE 
INTO A THIMBLE 

SOXHLET EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT 
INTO A VOLUMETRIC FLASK
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4 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 
 

LIMIT(%,W/W) TESTED COMPOUND RESULT  (%,W/W) 
(MAX.) 

DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 

SUM OF THREE PHTHALATES ND 0.1 
   

REMARK：   THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII ITEMS 51 & 52 OF THE REACH 
REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009 (FORMERLY KNOWN AS 
DIRECTIVE 2005/84/EC) FOR PHTHALATE CONTENT IN TOYS AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

5 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND RESULT  (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK：    THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER PRODUCT SAFETY 

IMPROVEMENT ACT 2008 FOR PROHIBITION ON SALE OF CERTAIN PRODUCTS CONTAINING 
SPECIFIED PHTHALATES. 
 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED     

 
DATE SAMPLE RECEIVED：OCT.15, 2012 
TESTING PERIOD：OCT.15, 2012 TO OCT.23, 2012   

***************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (EN14372) 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 

 
 

 
***************************************************************************************************************************************************** 

TO BE CONTINUED 

Weigh sample and 
place in a thimble 

Extracted by Soxhlet 
extraction with 
organic solvent 

Concentrate the 
extract 

 
Analyze by GC-MSD 

 

Make up with organic 
solvent 

Transfer the extract 
into a volumetric 
flask  
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 

 
 
 
***************************************************************************************************************************************************** 

TO BE CONTINUED 

Weigh sample and 
place in a tube 

Extracted with 
organic solvent by 
ultrasonic water 
bath  

 
Analyze by GC-MSD 
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***************************************************************************************************************************************************** 

END OF REPORT 
 

  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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APPLICANT: LITTELFUSE,INC. DATE:  OCT 29, 2012 
 800 E. NORTHWEST HWY  
 ATT N:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:  
ONE (1) SUBMITTED SAMPLE SAID TO BE GREEN INK. 
PART DESCRIPTION : INK-GREEN. 
PART NUMBER : 425907. 
DATE SAMPLE RECEIVED : OCTOBER.15, 2012. 
DATE TEST STARTED : OCTOBER.15, 2012. 

************************************************************************************************************************************************** 
TESTS CONDUCTED: 
     AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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1 ( Ⅰ) Test Result Summary : 

Testing Item Result (ppm) 
Heavy Metal 

Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
(Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by 
microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by 
alkaline digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 

 
Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
REMARKS: 

*1: List of appropriate acid： 
Material Acid added for digestion 

Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO 3,HCl,HF 
Electronics H NO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   

************************************************************************************************************************************************** 
TO BE CONTINUED 
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samples 
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2 ( ) Test Result Summary :Ⅰ  

Testing Item Result (ppm) 
Halogen Content 

Fluorine (F) 200 
Chlorine (Cl) 650 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million = mg/kg 
 ND = Not detected 

 
Responsibility Of Chemist : Leaf Liu 

 
(Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 

 
Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 

 
************************************************************************************************************************************************** 

TO BE CONTINUED 
 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3 (A) TEST RESULT SUMMARY: 
 

TESTING ITEM R ESULT(ppm) 
HBCD (HEXABROMOCYCLODODECANE) ND 

 
  REMARKS:  
  ppm = PARTS PER MILLION = mg/kg 
  ND  = NOT DETECTED  
 
(B) TEST METHOD : 

 

TESTING ITEM TE STING METHOD REPORTING 
LIMIT 

HBCD (HEXABROMOCYCLODODECANE) 
WITH REFERENCE TO USEPA 3540C, BY 
SOLVENT EXTRACTION AND DETERMINED 
BY GC/MS 

10 ppm 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 

TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND PLACE 
INTO A THIMBLE 

SOXHLET EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT 
INTO A VOLUMETRIC FLASK



 

 

 

TEST REPORT NUMBER: SH AH00345639 
  

TESTS CONDUCTED  

PAGE 8 OF 11 
Intertek Testing Services Ltd., Shanghai 

Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  
上海天祥質量技術服務有限公司 

上海市宜山路 801 號金陵商務廣場 B 座  200233 
Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 

www.intertek.com     www.intertek.com.cn 
 

4 PHT HALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 
 

LIMIT(%,W/W) TESTED COMPOUND R ESULT (%,W/W) 
(MAX.) 

DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 
SUM OF THREE PHTHALATES ND 0.1 

  
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII ITEMS 51 & 52 OF THE REACH 

REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009 FOR PHTHALATE CONTENT IN TOYS 
AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

5 PHT HALATE CONTENT TEST 
 

WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND R ESULT (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)  ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER PRODUCT SAFETY 

IMPROVEMENT ACT 2008 & AMENDMENT H.R.2715 FOR PROHIBITION ON SALE OF CERTAIN 
PRODUCTS CONTAINING SPECIFIED PHTHALATES. 

 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED 

 
DATE SAMPLE RECEIVED : OCT.15, 2012 
TESTING PERIOD  : OCT.15, 2012 TO OCT.18, 2012 

************************************************************************************************************************************************** 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (EN14372) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND 
PLACE IN A THIMBLE 

EXTRACTED BY SOXHLET
EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE 
EXTRACT 

 
ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC
SOLVENT

Transfer the extract 
into a volumetric 
flask 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 

************************************************************************************************************************************************** 
TO BE CONTINUED 

Weigh sample and 
place in a tube 

Extracted with 
organic solvent by 
ultrasonic water 
bath 

 
Analyze by GC-MSD 
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************************************************************************************************************************************************** 

END OF REPORT 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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APPLICANT: LITTELFUSE,INC. DATE:  OCT 26, 2012 
 800 E. NORTHWEST HWY  
 AT TN:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:  
ONE (1) SUBMITTED SAMPLE SAID TO BE:GREY INK. 
PART DESCRIPTION : INK-GREY. 
PART NUMBER : 425909. 
DATE SAMPLE RECEIVED : OCTOBER.15, 2012. 
DATE TEST STARTED : OCTOBER.15, 2012. 
****************************************************************************************************************************************************** 

TESTS CONDUCTED: 
        AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 

****************************************************************************************************************************************************** 
TO BE CONTINUED 
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1 ( Ⅰ) Test Result Summary : 

Testing Item Result (ppm) 
Heavy Metal 

Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
        (Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, 
by microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by 
microwave digestion until the tested samples are totally 
dissolved and determined by ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by 
alkaline digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by 
solvent extraction and determined by GC-MSD and further 
HPLC confirmation when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 
****************************************************************************************************************************************************** 

TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 
 

Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
     
 
 
 
 
 
 
 
 
REMARKS: 

*1: List of appropriate acid： 
Material Acid added for digestion 

Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO 3,HCl,HF 
Electronics H NO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   
************************************************************************************************************************************************************ 

TO BE CONTINUED 
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samples 

boiling water 
extraction 

metal
polymers / 
electronics

negative*2

confirm the tested 
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2 ( ) Ⅰ Test Result Summary : 

Testing Item Result (ppm) 
Halogen Content 

Fluorine (F) ND 
Chlorine (Cl) ND 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million based on weight of tested sample = mg/kg 
 N D = Not detected 

 
Responsibility Of Chemist : Ken He 

 
         (Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

************************************************************************************************************************************************************ 
TO BE CONTINUED 
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(Ⅳ) Measurement Flowchart: 
 

Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
************************************************************************************************************************************************************ 

TO BE CONTINUED 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3 (A) TEST RESULT SUMMARY: 
TESTING ITEM R ESULT(ppm) 

HBCD (HEXABROMOCYCLODODECANE) ND 
 

  REMARKS:  
  ppm = PARTS PER MILLION = mg/kg 
  ND  = NOT DETECTED  

 
    (B) TEST METHOD : 

TESTING ITEM T ESTING METHOD REPORTING 
LIMIT 

HBCD (HEXABROMOCYCLODODECANE) WITH REFERENCE TO USEPA 3540C, BY SOLVENT 
EXTRACTION AND DETERMINED BY GC/MS 10 ppm 

************************************************************************************************************************************************************ 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
************************************************************************************************************************************************************ 

TO BE CONTINUED

WEIGH SAMPLE AND PLACE 
INTO A THIMBLE 

SOXHLET EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT 
INTO A VOLUMETRIC FLASK
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4 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 
 

LIMIT(%,W/W) TESTED COMPOUND RESULT  (%,W/W) 
(MAX.) 

DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 
SUM OF THREE PHTHALATES ND 0.1 

   
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII ITEMS 51 & 52 OF THE REACH 

REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009 FOR PHTHALATE CONTENT IN TOYS 
AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

5 PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND RESULT  (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK：THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER PRODUCT SAFETY 

IMPROVEMENT ACT 2008 FOR PROHIBITION ON SALE OF CERTAIN PRODUCTS CONTAINING 
SPECIFIED PHTHALATES. 

 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED 

************************************************************************************************************************************************************ 
TO BE CONTINUED 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (EN14372) 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 
 
 
  
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
************************************************************************************************************************************************************ 

TO BE CONTINUED 

WEIGH SAMPLE AND 
PLACE IN A THIMBLE 

EXTRACTED BY SOXHLET 
EXTRACTION WITH 
ORGANIC SOLVENT 

CONCENTRATE THE 
EXTRACT 

 
ANALYZE BY GC-MSD 

 

MAKE UP WITH ORGANIC 
SOLVENT 

Transfer the extract 
into a volumetric 
flask 
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
************************************************************************************************************************************************************ 

TO BE CONTINUED 

WEIGH SAMPLE AND 
PLACE IN A TUBE 

EXTRACTED WITH 
ORGANIC SOLVENT BY 
ULTRASONIC WATER 

BATH 

 
ANALYZE BY GC-MSD 
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************************************************************************************************************************************************************ 

END OF REPORT 
 

 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
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APPLICANT: LITTELFUSE,INC. DATE:  OCT 29, 2012 
 800 E. NORTHWEST HWY  
 ATT N:  A.DIVIETRO/D.UNTIEDT 
  

 

SAMPLE DESCRIPTION:  
ONE (1) SUBMITTED SAMPLE SAID TO BE WHITE INK. 
PART DESCRIPTION : INK-WHITE. 
PART NUMBER : 425912. 
DATE SAMPLE RECEIVED : OCTOBER.15, 2012. 
DATE TEST STARTED : OCTOBER.15, 2012. 

********************************************************************************************************************************************************** 
TESTS CONDUCTED: 

AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 
*********************************************************************************************************************************************************** 

TO BE CONTINUED 
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1.  (Ⅰ) Test Result Summary : 

Testing Item Result (ppm) 
Heavy Metal 
Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content ND 
Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls (MonoBB) ND 
Dibrominated Biphenyls (DiBB) ND 
Tribrominated Biphenyls (TriBB) ND 
Tetrabrominated Biphenyls (TetraBB) ND 
Pentabrominated Biphenyls (PentaBB) ND 
Hexabrominated Biphenyls (HexaBB) ND 
Heptabrominated Biphenyls (HeptaBB) ND 
Octabrominated Biphenyls (OctaBB) ND 
Nonabrominated Biphenyls (NonaBB) ND 
Decabrominated Biphenyl (DecaBB) ND 
Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl Ethers (MonoBDE) ND 
Dibrominated Diphenyl Ethers (DiBDE) ND 
Tribrominated Diphenyl Ethers (TriBDE) ND 
Tetrabrominated Diphenyl Ethers (TetraBDE) ND 
Pentabrominated Diphenyl Ethers (PentaBDE) ND 
Hexabrominated Diphenyl Ethers (HexaBDE) ND 
Heptabrominated Diphenyl Ethers (HeptaBDE) ND 
Octabrominated Diphenyl Ethers (OctaBDE) ND 
Nonabrominated Diphenyl Ethers (NonaBDE) ND 
Decabrominated Diphenyl Ether (DecaBDE) ND 

 
(Ⅲ) Test Method: 

Testing Item T esting Method R eporting Limit 

Cadmium (Cd) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, by 
microwave digestion until the tested samples are totally dissolved and 
determined by ICP-OES. 

2 ppm 

Lead (Pb) content 
With reference to IEC 62321 edition 1.0:2008 in clause 8/9/10, by 
microwave digestion until the tested samples are totally dissolved and 
determined by ICP-OES. 

2 ppm 

Mercury (Hg) content 
With reference to IEC 62321 edition 1.0:2008 in clause 7, by microwave 
digestion until the tested samples are totally dissolved and determined by 
ICP-OES. 

2 ppm 

Chromium VI (Cr6+) content With reference to IEC 62321 edition 1.0:2008 in annex C, by alkaline 
digestion and determined by UV-Vis spectrophotometer. 1 ppm 

Polybrominated Biphenyls 
(PBBs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by solvent 
extraction and determined by GC-MSD and further HPLC confirmation 
when necessary. 

5 ppm 

Polybrominated Diphenyl 
Ethers (PBDEs)  

With reference to IEC 62321 edition 1.0:2008 in annex A, by solvent 
extraction and determined by GC-MSD and further HPLC confirmation 
when necessary. 

5 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

*********************************************************************************************************************************************************** 
TO BE CONTINUED 
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(Ⅳ)    Measurement Flowchart: 
 

Test For Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Standard: IEC 62321 edition 1.0:2008 

 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
 
 
 
 
 
 
 
 
 
REMARKS: 

*1: List of appropriate acid： 
Material Acid added for digestion 

Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO 3,HCl,HF 
Electronics H NO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   
*********************************************************************************************************************************************************** 

TO BE CONTINUED 
 

sampling/grinding or cutting

weigh sample and 
for different 

material, digest 
the sample with 

make up with 
deionized water 

Cd/Pb/Hg 

analyzed by ICP-OES 

weigh sample 
and add 
alkaline 
solution

definite 
temp. 

make up with deionized 
water and add diphenyl-

carbazide solution 

Cr6+ 

weigh sample 
and add 
organic 

soxhlet 
extraction or 

solvent 
extraction

concentrate 
the extract 
and make up 
with organic 

PBBs/PBDEs 

analyzed by UV-VIS

analyzed by GC-
MSD 

spot test

get 50cm2 
samples 

boiling water 
extraction 

metal
polymers / 
electronics

negative*2

confirm the tested 
samples are totally 

dissolved 
No

cool and 
filter the 
extract 
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(Ⅳ)       Measurement Flowchart: 
 

Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 

 

 

 

 

 

 

 

 

 

 

2.   ( ) Ⅰ Test Result Summary : 

Testing Item Result (ppm) 
Halogen Content 
Fluorine (F) ND 
Chlorine (Cl) ND 
Bromine (Br) ND 
Iodine (I) ND 

 
Remarks: ppm  = Parts per million based on weight of tested sample = mg/kg 
 ND = Not detected 

 
Responsibility Of Chemist : Ken He 

*********************************************************************************************************************************************************** 
TO BE CONTINUED 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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(Ⅲ) Test Method: 
Testing Item T esting Method R eporting Limit 

Halogen Content  With reference to EN 14582:2007 by combustion flask with 
oxygen and determined by ion chromatography 50 ppm 

 
Remark: Reporting limit = Quantitation limit of analyte in sample 

  
(Ⅳ) Measurement Flowchart: 

 
Test For Halogen Content 
Reference Standard： EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 

 
*********************************************************************************************************************************************************** 

TO BE CONTINUED 

add absorbent in a 
combustion flask & 
place weighed sample in 
equipment 

fill the combustion 
flask with oxygen 

ignite then leave the 
flask at room 
temperature  

transfer the absorbent 
into a volumetric flask

make up with deionized 
water 

sampling/grinding or 
cutting 

analyzed by ion 
chromatography 
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3. (A) TEST RESULT SUMMARY: 
TESTING ITEM R ESULT(ppm) 

HBCD (HEXABROMOCYCLODODECANE) ND 
 

 REMARKS:  
 ppm = PARTS PER MILLION = mg/kg 
 ND  = NOT DETECTED  

 
(B) TEST METHOD : 

TESTING ITEM TE STING METHOD REPORTING 
LIMIT 

HBCD (HEXABROMOCYCLODODECANE) WITH REFERENCE TO USEPA 3540C, BY SOLVENT 
EXTRACTION AND DETERMINED BY GC/MS 10 ppm 

MEASUREMENT FLOWCHART: 
 

TEST FOR HBCD (HEXABROMOCYCLODODECANE) CONTENT 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
*********************************************************************************************************************************************************** 

                                                                                                                                                             TO BE CONTINUED 
 
 
 
 
 
 
 
 

4.         PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) ANALYSIS. 

WEIGH SAMPLE AND PLACE INTO A 
THIMBLE 

SOXHLET EXTRACTION WITH ORGANIC 
SOLVENT

CONCENTRATE THE EXTRACT 

ANALYZE BY GC-MSD 

MAKE UP WITH ORGANIC SOLVENT 

TRANSFER THE EXTRACT INTO A 
VOLUMETRIC FLASK 
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LIMIT(%,W/W) TESTED COMPOUND R ESULT (%,W/W) 

(MAX.) 
DIBUTYL PHTHALATE (DBP) ND --- 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND --- 
BENZYL BUTYL PHTHALATE (BBP) ND --- 
SUM OF THREE PHTHALATES ND 0.1 

   
REMARK： THE ABOVE LIMIT WAS QUOTED ACCORDING TO ANNEX XVII ITEMS 51 & 52 OF THE REACH  

  REGULATION (EC) NO. 1907/2006 & AMENDENT NO.552/2009 (FORMERLY KNOWN AS DIRECTIVE  
  2005/84/EC) FOR PHTHALATE CONTENT IN TOYS AND CHILDREN CARE ARTICLES. 

 
DETECTION LIMIT = 0.01%(W/W) 
ND = NOT DETECTED 

 5.        PHTHALATE CONTENT TEST 
 

WITH REFERENCE TO CPSC-CH-C1001-09.3, BY GAS CHROMATOGRAPHY-MASS SPECTROMETRY (GC-MS) 
ANALYSIS. 

 
LIMIT(%,W/W) TESTED COMPOUND R ESULT (%,W/W) 

(MAX.) 
DI-BUTYL PHTHALATE (DBP) ND 0.1 
DI(2-ETHYL HEXYL) PHTHALATE(DEHP)   ND 0.1 
BENZYL BUTYL PHTHALATE (BBP) ND 0.1 

 
REMARK： THE ABOVE LIMIT WAS QUOTED ACCORDING TO US CONSUMER PRODUCT SAFETY  
  IMPROVEMENT ACT 2008 & AMENDMENT H.R.2715 FOR PROHIBITION ON SALE OF CERTAIN  
  PRODUCTS CONTAINING SPECIFIED PHTHALATES. 

 
DETECTION LIMIT = 0.01%(W/W)     
ND = NOT DETECTED 

*********************************************************************************************************************************************************** 
TO BE CONTINUED  
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (EN 14372) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  
 
 
 
  
 
 
 
 
 
  
 
 
 
 
 
 
  
*********************************************************************************************************************************************************** 

TO BE CONTINUED 
 

 

WEIGH SAMPLE AND PLACE IN 
A THIMBLE 

EXTRACTED BY SOXHLET 
EXTRACTION WITH ORGANIC 

SOLVENT 

CONCENTRATE THE EXTRACT

ANALYZE BY GC-MSD

MAKE UP WITH ORGANIC 
SOLVENT 

TRANSFER THE EXTRACT INTO 
A VOLUMETRIC FLASK
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MEASUREMENT FLOWCHART: 
 
TEST FOR PHTHALATES CONTENTS (CPSC-CH-C1001-09.3) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

DATE SAMPLE RECEIVED：OCT.15, 2012 
TESTING PERIOD：OCT.15, 2012 TO OCT.22, 2012   

*********************************************************************************************************************************************************** 
TO BE CONTINUED 

WEIGH SAMPLE AND PLACE IN 
A TUBE 

EXTRACTED WITH ORGANIC 
SOLVENT BY ULTRASONIC 

WATER BATH 

ANALYZE BY GC-MSD 



 

 

 

TEST REPORT NUMBER: SH AH00345436 
  

TESTS CONDUCTED  

PAGE 10 OF 10 
Intertek Testing Services Ltd., Shanghai 

Block B, Jinling Business Square, No.801 YiShan Road, Shanghai, China. 200233  
上海天祥質量技術服務有限公司 

上海市宜山路 801 號金陵商務廣場 B 座  200233 
Telephone: +86 21 6120 6060   Facsimile: +86 21 6127 9740 

www.intertek.com     www.intertek.com.cn 
 

 
*********************************************************************************************************************************************************** 

END OF REPORT 
 
 
  
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular 
course of action.   Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability 
to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you.  Intertek makes no warranties or 
representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the Review on a 
diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, 
except in the event of our gross negligence or wilful misconduct. 
 
 
  
 
 




