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ICP Test Report Certification Packet

Company Name: Littelfuse, Inc.

Product Type: Metal Oxide Varistors

Product Series: TMOV/ iTMOV Series RoHS Compliant Models
Issue Date: September 16, 2013

It is hereby certified by Littelfuse, Inc. that there is neither RoHS (2011/65/EU)
-restricted substance nor such use, for materials to be used for unit parts, for
packing/packaging materials, and for additives and the like in the
manufacturing processes.

In addition, it is hereby reported to you that the parts and sub-materials, the
materials to be used for unit parts, the packing/packaging materials, and the
additives and the like in the manufacturing processes, are all composed of the

following components.

P

Issued by: __ JORDANUFF H. CABLAN

< Global EH&S Engineer >
(1) Parts, sub-materials and unit parts
This document covers the Metal Oxide Varistors TMOV-iITMOV compliant
series products manufactured by Littelfuse, Inc.
Please see Table 1 for raw materials used.
(2) The ICP data on all measurable substances

Please see appropriate pages as identified in Table 1

Remarks:
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Table 1: List of Raw Materials covered by this report

Parts | P/N Raw Material Description Page
1 NA | Black disc, type including DD and DM 3-16
2 NA | Silver Paste 17-26
3 NA | solder Paste 27-35
4 NA | solder Wire 36-40
5 NA | Tinned Copper Wire 41-45
6 NA | Hotmelt 46-54
7 NA | Alumina Insulator 55-61
8 NA | Epoxy Resin, Red 52-65
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Test Report Number: SZHH0079239603

Applicant: LITTELFUSE, INC Date: Jun 18, 2013
8755 WEST HIGGINS ROAD SUITE
500CHICAGO IL 60631 USA

Attn: KRISTEEN BACILA/ARSENIO CESISTA JR.

Sample Description:
One (1) submitted sample said to be dull grey core (DD Black Disc).
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Tests conducted:
As requested by the applicant, refer to attached page(s) for details.
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Conclusion:

Tested Samples Standard Result

Submitted sample Restriction of the use of certain hazardous substance See test
in electrical and electronic equipment (RoHS conducted
Directive 2011/65/EU)
Test Item
Halogen (F, Cl, Br, 1) Content See test

conducted
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Authorized by:
For Intertek Testing Services
Shenzhen Ltd.
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AESFEERNA

Ben N.L. Lin
General Manager
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Test Report Number: SZHH0079239603

Tests Conducted

1 RoHS Chemical Test

(A) Test Result Summary:

Testing Item Result
Cadmium (Cd) Content (mg/kg) ND(<2)
Lead (Pb) Content (mg/kg) ND(<2)
Mercury (Hg) Content (mg/kg) ND(<2)
Chromium (VI)(Cr®") Content (mg/kg) 3.1
Polybrominated Biphenyls (PBBs)(mg/kg)

Monobromobiphenyl (MonoBB) ND(<5)
Dibromobiphenyl (DiBB) ND(<5)
Tribromobipheny! (TriBB) ND(<5)
Tetrabromobiphenyl (TetraBB) ND(<5)
Pentabromobiphenyl (PentaBB) ND(<5)
Hexabromobiphenyl (HexaBB) ND(<5)
Heptabromobiphenyl (HeptaBB) ND(<5)
Octabromobiphenyl (OctaBB) ND(<5)
Nonabromobiphenyl (NonaBB) ND(<5)
Decabromobiphenyl (DecaBB) ND(<5)
Polybrominated Diphenyl Ethers (PBDESs)(mg/kg)

Monobromodiphenyl Ether (MonoBDE) ND(<5)
Dibromodiphenyl Ether (DiBDE) ND(<5)
Tribromodipheny! Ether (TriBDE) ND(<5)
Tetrabromodiphenyl Ether (TetraBDE) ND(<5)
Pentabromodiphenyl Ether (PentaBDE) ND(<5)
Hexabromodiphenyl Ether (HexaBDE) ND(<5)
Heptabromodiphenyl Ether (HeptaBDE) ND(<5)
Octabromodiphenyl Ether (OctaBDE) ND(<5)
Nonabromodiphenyl Ether (NonaBDE) ND(<5)
Decabromodiphenyl Ether (DecaBDE) ND(<5)

ND = Not detected
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Test Report

Tests Conducted

Number: SZHH0079239603

(B) RoHS Requirement:

Restricted Substances

Limits

Cadmium (Cd)

0.01% (100 mg/kg)

Lead (Pb)

0.1% (1000 mg/kg)

Mercury (Hg)

0.1% (1000 mg/kg)

Chromium (VI) (Cr*)

0.1% (1000 mg/kg)

Polybrominated Biphenyls (PBBs)

0.1% (1000 mg/kg)

Polybrominated Diphenyl Ethers (PBDES)

0.1% (1000 mg/kg)

The above limits were quoted from 2011/65/EU for homogeneous material.

(C) Test Method:

Testing ltem Testing Method

Reporting Limit

With reference to IEC 62321 Edition 1.0:2008, by acid

Cadmium (Cd) Content digestion and determined by ICP - OES 2mg/kg
With reference to IEC 62321 Edition 1.0:2008, by acid
Lead (Pb) Content digestion and determined by ICP - OES 2 mg/kg
With reference to IEC 62321 Edition 1.0:2008, by acid
Mercury (Hg) Content digestion and determined by ICP - OES 2 mg/kg
. With reference to IEC 62321 Edition 1.0:2008, by
romium r ontent | alkaline digestion and determine - m
Ch (VI)(Cr®) Content | alkaline dig dd d by UV-VIS 1 mg/kg
Spectrophotometer
Polybrominated Biphenyls With reference to IEC 62321 Edition 1.0:2008, by
(PBBs)& Polybrominated solvent extraction and determined by GC/MS and 5 mg/kg
Diphenyl Ethers (PBDES) further HPLC confirmation when necessary
Date sample received : Jun 07, 2013
Testing period : Jun 07, 2013 to Jun 15, 2013
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Test Report

Tests Conducted

(D) Measurement Flowchart:

1. Test for Cd/Pb Contents

Put weighed sample
into a suitable
vessel

Analyzed by ICP-
OES

2. Test for Hg Content

Put weighed sample
into a microwave
digestion vessel

Add suitable acid

Made up with
deionized water

Concentrated nitric
acid, fluoroboric acid
and hydrogen

Number:

Digest sample in
vessel

Totally dissolved

Transfer the
digested solution
into a volumetric
flask

Digest sample in
microwave digestion
vessel

SZHH0079239603

peroxide were
added

Totally dissolved

Transfer the
digested solution
into a volumetric
flask

Analyzed by ICP-
OES

Made up with
deionized water

g U 7l
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Test Report

Tests Conducted

3. Test for Chromium (V1) (Cr6+) Content (Alkaline Digestion)

Weigh sample in an
Erlenmeyer flask

Number:

—

Add digestion
solution and
continue stirring
while heating at
90~95C

I

Add diphenylcarbazide
solution and make up
with deionized water

(—

!

Adjust the pH of the
solution to 2.0+0.5

i

at 540 nm

Analyze the mixture by using UV-VIS
Spectrophotometer with wavelength set

4, Test for PBBs/PBDEs Contents

Weigh sample and
place in a thimble

Analyze by GC/MS
and further HPLC
confirmation when
necessary

Extracted by Soxhlet
extraction with
organic solvent

Make up with
organic solvent

SZHH0079239603

Adjust the pH of the
solution to 7.5+0.5
and transfer the
solution to a
volumetric flask

Make up with
deionized water

Concentrate the
extract

Transfer the extract
into a volumetric
flask
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Test Report Number: SZHH0079239603

Tests Conducted

Halogen Content

(1) Test Result Summary:

Testing Item Result (ma/k

Fluorine (F) Content ND

Chlorine (CI) Content ND

Bromine (Br) Content ND

lodine (I) Content ND

mg/kg = milligram per kilogram
ND = Not detected

(II') Test Method:

= ppm

Testing Item

Testing Method

Reporting Limit

With reference to BS EN 14582:2007, by calorimetric

Halogen (F, Cl, Br, I) Content bomb and determined by lon Chromatography 50 mglkg
Reporting limit = Quantitation limit of analyte in sample
Date sample received : Jun 07, 2013
Testing period : Jun 07, 2013 to Jun 17, 2013
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Test Report Number: SZHH0079239603

Tests Conducted

(IIT) Measurement Flowchart:

Test for Halogen Content (Reference Method: BS EN 14582:2007)

Sampling/grinding or cutting

I

Add absorbent in a calorimetric bomb & place ¢ ‘
weighed sample in the calorimetric bomb

:

Fill the calorimetric bomb with oxygen

!

Ignite with nickel wire, and then leave the calorimetric
bomb at room temperature

Yes

No

Any test specimen in the
calorimetric bomb?

Transfer the absorbent into a volumetric flask
Make up with deionized water

Analyzed by lon Chromatography
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End of report

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any
particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only
accepts liability to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you. Intertek makes no
warranties or representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct

the Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by
statute or otherwise, except in the event of our gross negligence or wilful misconduct.
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Test Report Number: SZHH0079239604

Applicant: LITTELFUSE, INC Date: Jun 18, 2013
8755 WEST HIGGINS ROAD SUITE
500CHICAGO IL 60631 USA

Attn: KRISTEEN BACILA/ARSENIO CESISTA JR.

Sample Description:
One (1) submitted sample said to be dull grey core (DM Black Disc).
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Tests conducted:
As requested by the applicant, refer to attached page(s) for details.
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Conclusion:

Tested Samples Standard Result

Submitted sample Restriction of the use of certain hazardous substance See test
in electrical and electronic equipment (RoHS conducted
Directive 2011/65/EU)
Test Item
Halogen (F, Cl, Br, 1) Content See test

conducted
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Authorized by:
For Intertek Testing Services
Shenzhen Ltd.
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AESFEERNA

Ben N.L. Lin
General Manager
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Test Report Number: SZHH0079239604

Tests Conducted

1 RoHS Chemical Test

(A) Test Result Summary:

Testing Item Result
Cadmium (Cd) Content (mg/kg) ND(<2)
Lead (Pb) Content (mg/kg) ND(<2)
Mercury (Hg) Content (mg/kg) ND(<2)
Chromium (VI)(Cr®™") Content (mg/kg) ND(<1)
Polybrominated Biphenyls (PBBs)(mg/kg)

Monobromobiphenyl (MonoBB) ND(<5)
Dibromobiphenyl (DiBB) ND(<5)
Tribromobipheny! (TriBB) ND(<5)
Tetrabromobiphenyl (TetraBB) ND(<5)
Pentabromobiphenyl (PentaBB) ND(<5)
Hexabromobiphenyl (HexaBB) ND(<5)
Heptabromobiphenyl (HeptaBB) ND(<5)
Octabromobiphenyl (OctaBB) ND(<5)
Nonabromobiphenyl (NonaBB) ND(<5)
Decabromobiphenyl (DecaBB) ND(<5)
Polybrominated Diphenyl Ethers (PBDESs)(mg/kg)

Monobromodiphenyl Ether (MonoBDE) ND(<5)
Dibromodiphenyl Ether (DiBDE) ND(<5)
Tribromodipheny! Ether (TriBDE) ND(<5)
Tetrabromodiphenyl Ether (TetraBDE) ND(<5)
Pentabromodiphenyl Ether (PentaBDE) ND(<5)
Hexabromodiphenyl Ether (HexaBDE) ND(<5)
Heptabromodiphenyl Ether (HeptaBDE) ND(<5)
Octabromodiphenyl Ether (OctaBDE) ND(<5)
Nonabromodiphenyl Ether (NonaBDE) ND(<5)
Decabromodiphenyl Ether (DecaBDE) ND(<5)

ND = Not detected
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Test Report

Tests Conducted

Number: SZHH0079239604

(B) RoHS Requirement:

Restricted Substances

Limits

Cadmium (Cd)

0.01% (100 mg/kg)

Lead (Pb)

0.1% (1000 mg/kg)

Mercury (Hg)

0.1% (1000 mg/kg)

Chromium (VI) (Cr*)

0.1% (1000 mg/kg)

Polybrominated Biphenyls (PBBs)

0.1% (1000 mg/kg)

Polybrominated Diphenyl Ethers (PBDES)

0.1% (1000 mg/kg)

The above limits were quoted from 2011/65/EU for homogeneous material.

(C) Test Method:

Testing ltem Testing Method

Reporting Limit

With reference to IEC 62321 Edition 1.0:2008, by acid

Cadmium (Cd) Content digestion and determined by ICP - OES 2mg/kg
With reference to IEC 62321 Edition 1.0:2008, by acid
Lead (Pb) Content digestion and determined by ICP - OES 2 mg/kg
With reference to IEC 62321 Edition 1.0:2008, by acid
Mercury (Hg) Content digestion and determined by ICP - OES 2 mg/kg
. With reference to IEC 62321 Edition 1.0:2008, by
romium r ontent | alkaline digestion and determine - m
Ch (VI)(Cr®) Content | alkaline dig dd d by UV-VIS 1 mg/kg
Spectrophotometer
Polybrominated Biphenyls With reference to IEC 62321 Edition 1.0:2008, by
(PBBs)& Polybrominated solvent extraction and determined by GC/MS and 5 mg/kg
Diphenyl Ethers (PBDES) further HPLC confirmation when necessary
Date sample received : Jun 07, 2013
Testing period : Jun 07, 2013 to Jun 15, 2013
O A A A
Page 3 of 7

Intertek Testing Services Shenzhen Ltd.-Toys & Hardlines
3/F., Shekou Technology Main Building, Industrial 7th Road,Shekou,Shenzhen, China
Tel: (86-755) 2602 0111 Fax: (86-755) 2683 7118/9 Postcode: 518067
www.intertek.com www.intertek.com.cn China Toll-Free:400 886 9926
Attention is drawn to the terms and conditions printed overleaf.



Test Report

Tests Conducted

(D) Measurement Flowchart:

1. Test for Cd/Pb Contents

Put weighed sample
into a suitable
vessel

Analyzed by ICP-
OES

2. Test for Hg Content

Put weighed sample
into a microwave
digestion vessel

Add suitable acid

Made up with
deionized water

Concentrated nitric
acid, fluoroboric acid
and hydrogen

Number:

Digest sample in
vessel

Totally dissolved

Transfer the
digested solution
into a volumetric
flask

Digest sample in
microwave digestion
vessel

SZHH0079239604

peroxide were
added

Totally dissolved

Transfer the
digested solution
into a volumetric
flask

Analyzed by ICP-
OES

Made up with
deionized water

g U 7l
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Test Report

Tests Conducted

3. Test for Chromium (V1) (Cr6+) Content (Alkaline Digestion)

Weigh sample in an
Erlenmeyer flask

Number:

—

Add digestion
solution and
continue stirring
while heating at
90~95C

I

Add diphenylcarbazide
solution and make up
with deionized water

(—

!

Adjust the pH of the
solution to 2.0+0.5

i

at 540 nm

Analyze the mixture by using UV-VIS
Spectrophotometer with wavelength set

4, Test for PBBs/PBDEs Contents

Weigh sample and
place in a thimble

Analyze by GC/MS
and further HPLC
confirmation when
necessary

Extracted by Soxhlet
extraction with
organic solvent

Make up with
organic solvent

SZHH0079239604

Adjust the pH of the
solution to 7.5+0.5
and transfer the
solution to a
volumetric flask

Make up with
deionized water

Concentrate the
extract

Transfer the extract
into a volumetric
flask
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Test Report Number: SZHH0079239604

Tests Conducted

Halogen Content

(1) Test Result Summary:

Testing Item Result (ma/k

Fluorine (F) Content ND

Chlorine (CI) Content ND

Bromine (Br) Content ND

lodine (I) Content ND

mg/kg = milligram per kilogram
ND = Not detected

(II') Test Method:

= ppm

Testing Item

Testing Method

Reporting Limit

With reference to BS EN 14582:2007, by calorimetric

Halogen (F, Cl, Br, I) Content bomb and determined by lon Chromatography 50 mglkg
Reporting limit = Quantitation limit of analyte in sample
Date sample received : Jun 07, 2013
Testing period : Jun 07, 2013 to Jun 17, 2013
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Test Report Number: SZHH0079239604

Tests Conducted

(IIT) Measurement Flowchart:

Test for Halogen Content (Reference Method: BS EN 14582:2007)

Sampling/grinding or cutting

I

Add absorbent in a calorimetric bomb & place ¢ ‘
weighed sample in the calorimetric bomb

:

Fill the calorimetric bomb with oxygen

!

Ignite with nickel wire, and then leave the calorimetric
bomb at room temperature

Yes

No

Any test specimen in the
calorimetric bomb?

Transfer the absorbent into a volumetric flask
Make up with deionized water

Analyzed by lon Chromatography
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End of report

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any
particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only
accepts liability to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you. Intertek makes no
warranties or representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct

the Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by
statute or otherwise, except in the event of our gross negligence or wilful misconduct.
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Test Report Number: SZHH00811014
Applicant: LITTELFUSE, INC Date: Aug 17, 2013

8755 WEST HIGGINS ROAD SUITE
500CHICAGO IL 60631 USA

Attn: KRISTEEN BACILA/ARSENIO CESISTA JR.
Sample Description:

One (1) submitted sample said to be transparent yellow plastic (hot melt).
Part No. MS267.

**************************************************************************************************************************************

Tests conducted:
As requested by the applicant, refer to attached page(s) for details.
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To be continued

Authorized by:
For Intertek Testing Services
Shenzhen Ltd.

Ben N.L. Lin
General Manager
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Intertek

Test Report

Conclusion:

Tested Samples
Submitted sample

Number: SZHH00811014
Standard Result
Restriction of the use of certain hazardous substance in See Test
electrical and electronic equipment (RoHS Directive Conducted
2011/65/EU)
Phthalates content requirement in Annex XVII Items 51 & 52 Pass

of the Reach Regulation (EC) No. 1907/2006 & Amendment

No. 552/2009 (formerly known as Directive 2005/84/EC)
(DEHP, DBP & BBP)

Test Item
Halogen (F, CI, Br, 1) Content

Total Antimony Content

Di-iso-butyl phthalate (DIBP)Content

Hexabromocyclododecane Content

See Test
Conducted

See test
conducted

See Test
Conducted

See Test
Conducted
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Authorized by:

For Intertek Testing Services

Shenzhen Ltd.

Ben N.L. Lin
General Manager
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Intertek

Test Report Number: SZHH00811014

Tests Conducted

1 RoHS Chemical Test

(A) Test Result Summary:

Testing Item Result
Cadmium (Cd) Content (mg/kg) ND(<2)
Lead (Pb) Content (mg/kg) ND(<2)
Mercury (Hg) Content (mg/kg) ND(<2)
Chromium (VI)(Cr®) Content (mg/kg) ND(<1)
Polybrominated Biphenyls (PBBs)(mg/kg)

Monobromobiphenyl (MonoBB) ND(<5)
Dibromobipheny! (DiBB) ND(<5)
Tribromobiphenyl (TriBB) ND(<5)
Tetrabromobiphenyl (TetraBB) ND(<5)
Pentabromobiphenyl (PentaBB) ND(<5)
Hexabromobiphenyl (HexaBB) ND(<5)
Heptabromobiphenyl (HeptaBB) ND(<5)
Octabromobiphenyl (OctaBB) ND(<5)
Nonabromobiphenyl (NonaBB) ND(<5)
Decabromobiphenyl (DecaBB) ND(<5)
Polybrominated Diphenyl Ethers (PBDEs)(mg/kg)

Monobromodiphenyl Ether (MonoBDE) ND(<5)
Dibromodiphenyl! Ether (DiBDE) ND(<5)
Tribromodiphenyl Ether (TriBDE) ND(<5)
Tetrabromodiphenyl Ether (TetraBDE) ND(<5)
Pentabromodiphenyl Ether (PentaBDE) ND(<5)
Hexabromodiphenyl Ether (HexaBDE) ND(<5)
Heptabromodiphenyl Ether (HeptaBDE) ND(<5)
Octabromodiphenyl Ether (OctaBDE) ND(<5)
Nonabromodiphenyl Ether (NonaBDE) ND(<5)
Decabromodiphenyl Ether (DecaBDE) ND(<5)

ND = Not detected
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Intertek

Tests Conducted

Test Report Number: SZHH00811014
(B) RoHS Requirement:
Restricted Substances Limits

Cadmium (Cd)

0.01% (100 mg/kg

Lead (Pb)

0.1% (1000 mg/kg

Mercury (Hg)

0.1% (1000 mg/kg

Chromium (VI) (Cr™)

0.1% (1000 mg/kg

Polybrominated Biphenyls (PBBs)

0.1% (1000 mg/kg

Polybrominated Diphenyl Ethers (PBDEs)

0.1% (1000 mg/kg

~— | ~— [— [~ [~ |~

The above limits were quoted from 2011/65/EU for homogeneous material.

(C) Test Method:

Testing Item Testing Method Reporting Limit
: With reference to IEC 62321 Edition 1.0:2008, by
Cadmium (Cd) Content acid digestion and determined by ICP - OES 2mg/kg
With reference to IEC 62321 Edition 1.0:2008, by
Lead (Pb) Content acid digestion and determined by ICP - OES 2mg/kg
M Ha) C With reference to IEC 62321 Edition 1.0:2008, by 2 mark
ercury (Hg) Content acid digestion and determined by ICP - OES mgikg
With reference to IEC 62321 Edition 1.0:2008, by
Chromium (VI)(Cr6+) Content | alkaline digestion and determined by UV-VIS 1 mg/kg
Spectrophotometer
Polybrominated Biphenyls With reference to IEC 62321 Edition 1.0:2008, by
(PBBs)& Polybrominated solvent extraction and determined by GC/MS and 5 mg/kg
Diphenyl Ethers (PBDEs) further HPLC confirmation when necessary

Date sample received: Aug 13, 2013
Testing period: Aug 13, 2013 to Aug 15, 2013

(D) Measurement Flowchart:

1. Test for Cd/Pb Contents

Put weighed sample
into a suitable
vessel

Analyzed by ICP-
OES

Add suitable acid

—

Digest sample in
vessel

Totally dissolved

Made up with
deionized water

(1

Transfer the
digested solution
into a volumetric
flask

Intertek Testing Services Shenzhen Ltd.-Toys & Hardlines
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Intertek

Test Report

Tests Conducted

2. Test for Hg Content

Put weighed sample
into a microwave
digestion vessel

Analyzed by ICP-
OES

Weigh sample in an
Erlenmeyer flask

o U

Add diphenylcarbazide
solution and make up
with deionized water

T U

!

Concentrated nitric
acid, fluoroboric acid
and hydrogen
peroxide were
added

Made up with
deionized water

3. Test for Chromium (VI) (Cr®*) Content (Alkaline Digestion)

Add digestion
solution and
continue stirring
while heating at
90~95C

Number:

Adjust the pH of the
solution to 2.0+0.5

g 4 7 d

Analyze the mixture by using UV-VIS

Spectrophotometer with wavelength set

at 540 nm

SZHH00811014

Digest sample in
microwave digestion
vessel

@ Totally dissolved

Transfer the
digested solution
into a volumetric
flask

Adjust the pH of the
solution to 7.5+£0.5
and transfer the
solution to a
volumetric flask

!

Make up with
deionized water

O YA O
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Test Report

Tests Conducted

4. Test for PBBs/PBDEs Contents

Weigh sample and
place in a thimble

Analyze by GC/MS
and further HPLC
confirmation when
necessary

Phthalate Content Test

—
(—

Extracted by Soxhlet
extraction with
organic solvent

Make up with
organic solvent

Number:

—

(—

SZHH00811014

Concentrate the
extract

U

Transfer the extract
into a volumetric

flask

With reference to EN14372, by Gas chromatographic-Mass Spectrometric (GC-MS) analysis.

Dibutyl phthalate (DBP)

Di-(2-ethyl hexyl) phthalate (DEHP)
Benzyl butyl phthalate (BBP)

Sum of three phthalates

Limit (max.)

<0.01
<0.01
<0.01
<0.01

0.1 %

Result (%)

The above limit was quoted according to Annex XVII Items 51 & 52 of the Reach Regulation (EC) No.
1907/2006 & Amendment No. 552/2009(formerly known as Directive 2005/84/EC) for phthalate content in
toys and children articles.

As per client’s request, only DBP, DEHP and BBP were tested for tested for the submitted sample.

Date sample received :Aug 13, 2013
Testing period :Aug 13, 2013 to Aug 15, 2013
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Intertek

Test Report Number: SZHH00811014

Tests Conducted

3 Halogen Content

(1) Test Result Summary:

. Result (mg/k

Testing Item

Fluorine (F) Content ND

Chlorine (Cl) Content ND

Bromine (Br) Content ND

lodine (1) Content ND

mg/kg= milligram per kilogram = ppm

ND= Not detected

(II') Test Method:

Testing Item Testing Method Reporting Limit

With reference to BS EN 14582:2007, by

Halogen (F, Cl, Br, 1) Content |calorimetric bomb and determined by lon 50 mg/kg
Chromatography

Reporting limit = Quantitation limit of analyte in sample

Date sample received: Aug 13, 2013
Testing period: Aug 13, 2013 to Aug 15, 2013

OO A
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Test Report Number: SZHH00811014

Tests Conducted

(IIT) Measurement Flowchart:

Test for Halogen Content (Reference Method: BS EN 14582:2007)

Sampling/grinding or cutting

'

Add absorbent in a calorimetric bomb & place
weighed sample in the calorimetric bomb ¢ |

'

Fill the calorimetric bomb with oxygen

i Yes

Ignite with nickel wire, and then leave the calorimetric
bomb at room temperature

lNo

Any test specimen in the
calorimetric bomb?

Transfer the absorbent into a volumetric flask

:

Make up with deionized water
( Analyzed by lon Chromatography >

OO
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Intertek

Test Report Number: SZHH00811014

Tests Conducted

4 Total Antimony (Sb) Content

As per applicant’s request, acid digestion method was used and total Antimony content was determined by
Inductively Coupled Argon Plasma Spectrometry.

Result : Less than 10 ppm
ppm = parts per million

Date sample received : Aug 13, 2013
Testing period : Aug 13, 2013 to Aug 15, 2013

5 Di-iso-butyl phthalate (DIBP)Content

By solvent extraction and followed by Gas Chromatographic-Mass Spectrometric (GC-MS) analysis.

Result (%)
Di-iso-butyl phthalate (DIBP) <0.01

Date sample received : Aug 13, 2013
Testing period : Aug 13, 2013 to Aug 15, 2013

6 Hexabromocyclododecane (HBCDD) Content:

By solvent extraction followed by Gas Chromatographic - Mass Spectrometric (GC-MS) analysis.
Result: Less than 10mg/kg
mg/kg =milligram per kilogram

Date sample received: Aug 13, 2013
Testing perlod Aug 13, 2013 to Aug 15, 2013

End of report

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any
particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only
accepts liability to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you. Intertek makes no
warranties or representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct

the Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by
statute or otherwise, except in the event of our gross negligence or wilful misconduct.
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Test Report Number: SZHH0079241801

Applicant: LITTELFUSE, INC Date: Jun 19, 2013
8755 WEST HIGGINS ROAD SUITE
500CHICAGO IL 60631 USA

Attn: KRISTEEN BACILA/ARSENIO CESISTA JR.

Sample Description:
One (1) submitted sample said to be white ceramic (alumina insulator).
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Tests conducted:

Conclusion:
Tested Samples Standard Result
Submitted sample Restriction of the use of certain hazardous substance  See test conducted

in electrical and electronic equipment (RoHS
Directive 2011/65/EU)

Test Item
Halogen (F, CI, Br, 1) Content See test conducted
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Authorized by:
For Intertek Testing Services
Shenzhen Ltd.

Ben N.L. Lin
General Manager
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Test Report Number: SZHH0079241801

Tests Conducted

1 RoHS Chemical Test

(A) Test Result Summary:

Testing Item Result
Cadmium (Cd) Content (mg/kg) ND(<2)
Lead (Pb) Content (mg/kg) ND(<2)
Mercury (Hg) Content (mg/kg) ND(<2)
Chromium (VI1)(Cr®*) Content (mg/kg) ND(<1)
Polybrominated Biphenyls (PBBs)(mg/kg)

Monobromobiphenyl (MonoBB) ND(<5)
Dibromobiphenyl (DiBB) ND(<5)
Tribromobiphenyl (TriBB) ND(<5)
Tetrabromobiphenyl (TetraBB) ND(<5)
Pentabromobiphenyl (PentaBB) ND(<5)
Hexabromobiphenyl (HexaBB) ND(<5)
Heptabromobiphenyl (HeptaBB) ND(<5)
Octabromobiphenyl (OctaBB) ND(<5)
Nonabromobiphenyl (NonaBB) ND(<5)
Decabromobiphenyl (DecaBB) ND(<5)
Polybrominated Diphenyl Ethers (PBDEs)(mg/kg)

Monobromodiphenyl Ether (MonoBDE) ND(<5)
Dibromodiphenyl Ether (DiBDE) ND(<5)
Tribromodiphenyl Ether (TriBDE) ND(<5)
Tetrabromodiphenyl Ether (TetraBDE) ND(<5)
Pentabromodiphenyl Ether (PentaBDE) ND(<5)
Hexabromodiphenyl Ether (HexaBDE) ND(<5)
Heptabromodiphenyl Ether (HeptaBDE) ND(<5)
Octabromodiphenyl Ether (OctaBDE) ND(<5)
Nonabromodiphenyl Ether (NonaBDE) ND(<5)
Decabromodiphenyl Ether (DecaBDE) ND(<5)

ND = Not detected
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Test Report

Tests Conducted

Number: SZHH0079241801

(B) RoHS Requirement:

Restricted Substances Limits

Cadmium (Cd) 0.01% (100 mg/kg)
Lead (Pb) 0.1% (1000 mg/kg)
Mercury (Hg) 0.1% (1000 mg/kg)
Chromium (V1) (Cr*") 0.1% (1000 mg/kg)
Polybrominated Biphenyls (PBBs) 0.1% (1000 mg/kg)
Polybrominated Diphenyl Ethers (PBDES) 0.1% (1000 mg/kg)

The above limits were quoted from 2011/65/EU for homogeneous material.

(C) Test Method:

Testing ltem Testing Method Reporting Limit
. With reference to IEC 62321 Edition 1.0:2008, by
Cadmium (Cd) Content acid digestion and determined by ICP - OES 2 mg/kg
With reference to IEC 62321 Edition 1.0:2008, by
Lead (Pb) Content acid digestion and determined by ICP - OES 2 mg/kg
With reference to IEC 62321 Edition 1.0:2008, by
Mercury (Hg) Content acid digestion and determined by ICP - OES 2 mglkg
With reference to IEC 62321 Edition 1.0:2008, by
Chromium (VI)(Cr6+) Content | alkaline digestion and determined by UV-VIS 1 mg/kg
Spectrophotometer
Polybrominated Biphenyls With reference to IEC 62321 Edition 1.0:2008, by
(PBBs)& Polybrominated solvent extraction and determined by GC/MS and 5 mg/kg
Diphenyl Ethers (PBDES) further HPLC confirmation when necessary
Date sample received: Jun 07, 2013
Testing period: Jun 07, 2013 to Jun 18, 2013
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Test Report Number: SZHH0079241801

Tests Conducted

(D) Measurement Flowchart:

1. Test for Cd/Pb Contents

Put weighed sample Add suitable acid Digest sample in
into a suitable vessel
vessel

Totally dissolved
Analyzed by ICP- Made up with Transfer the

OES deionized water digested solution
into a volumetric

flask

2. Test for Hg Content

Concentrated nitric
acid, fluoroboric acid
and hydrogen
peroxide were
added

Put weighed sample
into a microwave
digestion vessel

Digest sample in
microwave digestion
vessel

4 1

Totally dissolved

Transfer the
digested solution
into a volumetric
flask

Analyzed by ICP-
OES

Made up with
deionized water

IR I
i

*% *% *kkkkkkkkkhhhhhk *kkkkkkkhkhhhhhhrkkixkx *% *kkkkk *% *% *%

(A 0000 0O 0
Page 4 of 7
Intertek Testing Services Shenzhen Ltd.-Toys & Hardlines
3/F., Shekou Technology Main Building, Industrial 7th Road,Shekou,Shenzhen, China
Tel: (86-755) 2602 0111 Fax: (86-755) 2683 7118/9 Postcode: 518067
www.intertek.com www.intertek.com.cn China Toll-Free:400 886 9926
Attention is drawn to the terms and conditions printed overleaf.



Test Report

Tests Conducted

3. Test for Chromium (V1) (Cr6+) Content (Alkaline Digestion)

Weigh sample in an

Erlenmeyer flask [

Add diphenylcarbazide
solution and make up
with deionized water

!

Number: SZHH0079241801

Add digestion
solution and
continue stirring
while heating at
90~95C

—

Adjust the pH of the
solution to 2.0+£0.5

Analyze the mixture by using UV-VIS
at 540 nm

Spectrophotometer with wavelength set

4. Test for PBBs/PBDEs Contents

Weigh sample and
place in a thimble

Analyze by GC/MS
and further HPLC
confirmation when
necessary
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Extracted by Soxhlet
extraction with
organic solvent

Make up with
organic solvent

Adjust the pH of the
solution to 7.5+0.5
and transfer the
solution to a
volumetric flask

Make up with
deionized water

Concentrate the
extract

Transfer the extract
into a volumetric
flask
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Test Report Number: SZHH0079241801

Tests Conducted

Halogen Content

(1) Test Result Summary:

Testing Item Result (mg/kg)
Fluorine (F) Content ND
Chlorine (Cl) Content ND
Bromine (Br) Content ND
lodine (l) Content ND

mg/kg= milligram per kilogram = ppm
ND= Not detected

(II) Test Method:

Testing Item Testing Method Reporting Limit

With reference to BS EN 14582:2007, by calorimetric

Halogen (F, CI, Br, ) Content bomb and determined by lon Chromatography 50 mglkg
Reporting limit = Quantitation limit of analyte in sample
Date sample received: Jun 07, 2013
Testing period: Jun 07, 2013 to Jun 17, 2013
(00 0O O
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Test Report Number: SZHH0079241801

Tests Conducted

(IT) Measurement Flowchart:

Test for Halogen Content (Reference Method: BS EN 14582:2007)

Sampling/grinding or cutting

I

Add absorbent in a calorimetric bomb & place < ‘
weighed sample in the calorimetric bomb

I

Fill the calorimetric bomb with oxygen

I

Ignite with nickel wire, and then leave the calorimetric
bomb at room temperature

Yes

lNo

Any test specimen in the
calorimetric bomb?

Transfer the absorbent into a volumetric flask

'

Make up with deionized water

I

Analyzed by lon Chromatography
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End of report

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any
particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only
accepts liability to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you. Intertek makes no
warranties or representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct

the Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by
statute or otherwise, except in the event of our gross negligence or wilful misconduct.
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