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ICP Test Report Certification Packet 
  

Company name : Littelfuse, Inc. 
 
Product Series: PulseGuard ESD Protector 
 
Product #:             PGB1010402KR Series 

    
Issue Date:  November 25, 2013 
 
It is hereby certified by Littelfuse, Inc. that there is neither RoHS (EU Directive 
2002/95/EC)-restricted substance nor such use, for materials to be used for unit parts, for 
packing/packaging materials, and for additives and the like in the manufacturing processes.  
In addition, it is hereby reported to you that the parts and sub-materials, the materials to be used 
for unit parts, the packing/packaging materials, and the additives and the like in the manufacturing 
processes, are all composed of the following components. 
 
 

Issued by:           
 

                          [Global EHS Engineer]  
 

(1)  Parts, sub-materials and unit parts 
This document covers the PulseGuard ESD Protector RoHS-Compliant series products 
manufactured by Littelfuse, Inc.   
 
＜ Raw Materials Used    

   Please see Table 1 
 
(2)  The ICP data on all measurable substances 
    Please see appropriate pages as identifed in Table 1 
 
 
 

 
                                               

Remarks： 
 
 

Form 585-047 Rev. A          2/21/06 
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Table 1: List of Raw Materials covered by this report 
 

Total Parts Raw Material Part Number Raw Material Description  Page(s)  
1 010113 Tin Anode  3-8 
2 010104 Nickel Anode 9-14 
3 010114 Copper Anode 15-20 
4 090410 Green LPI 21-32 
5 4501-006 VVM  33-45 
6 039610 Cladded FR4 Panel, Natural 46-55 
7 090417 Photoimageable white ink  56-65 

 



 
 
 

Test Report 
 
 Number : TWNC00340093  

Authorized by: 
On Behalf of Intertek Testing Services 
Taiwan Limited 
 
 
 
 
 
K. Y. Liang 
Director 
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Intertek Testing Services Taiwan Ltd. 

8F., No. 423, Ruiguang Rd., Neihu District, Taipei 11492, Taiwan, R.O.C. 
全國公證檢驗股份有限公司 

11492 台北市內湖區瑞光路 423 號 8 樓 
Tel: (+886-2) 6602-2888．2797-8885 Fax: (+886-2) 6602-2410 

Applicant: Littelfuse Philippines Inc. Date : Nov 07, 2013 
 LIMA Technology Center, Lipa City, 

Malvar, Batangas 
 

 

Sample Description: 
One (1) group of submitted samples said to be : 
Part Description : Tin Anode  
Part Number : 010113 
Date Sample Received : Oct 30, 2013 
Date Test Started : Oct 31, 2013 

 
 
 

 
Test Conducted : 

As requested by the applicant, for details please refer to attached pages. 
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Test Result Summary: 

Result 
Test Item Unit Test Method 

Silvery metal 
RL 

Heavy Metal 

Cadmium (Cd) content ppm 

With reference to IEC 62321-
5: 2013, by microwave or acid 
digestion and determined by 
ICP-OES. 

ND 2 

Lead (Pb) content ppm 

With reference to IEC 62321-
5: 2013, by microwave or acid 
digestion and determined by 
ICP-OES. 

108 2 

Mercury (Hg) content ppm 

With reference to IEC 62321-
4: 2013, by microwave or acid 
digestion and determined by 
ICP-OES. 

ND 2 

Chromium VI (Cr6+) content 
mg/kg 
with 

50 cm2 

With reference to IEC 62321: 
2008, by boiling water 
extraction and determined by 
UV-Vis Spectrophotometer. 

Negative 0.02 

 
Remarks: ppm = Parts per million based on weight of tested sample = mg/kg 
 ND = Not detected 
 RL = Reporting Limit, quantitation limit of analyte in sample 
 mg/kg with 50cm2 = Milligram per kilogram with 50 square centimeter 
 Negative = A negative test result indicated positive observation was not found at the time of test. 
 
Responsibility of Chemist: Kevin Liu/ Irene Chiou 
 
Date Sample Received : Oct 30, 2013 
Test Period : Oct 31, 2013 to Nov 07, 2013 
 
RoHS Limit 
Restricted Substances Limits 
Cadmium (Cd) content 0.01% (100ppm) 
Lead (Pb) content 0.1% (1000ppm) 
Mercury (Hg) content 0.1% (1000ppm) 
Chromium VI (Cr6+) content 0.1% (1000ppm) 

The above limits were quoted from Annex II of 2011/65/EU for homogeneous material.  
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Test For Cd/Pb/Hg/Chromium (VI) 
Reference Standard：Cd/Pb: IEC 62321-5:2013;  Hg: IEC 62321-4:2013;  
                  Chromium (VI): IEC 62321:2008 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

 
 

Sampling

For different material, 
digest the sample with 
appropriate acid*1 

Make up with deionized 
water

Cd/Pb/Hg 

Analyzed by ICP-OES 

Weigh sample and 
add alkaline solution 

Definite temp. 
extraction 

Make up with deionized water and 
add diphenyl-carbazide solution 

Cool and filter the 
extract 

Cr6+

Analyzed by UV-VIS

By spot test 

Get 50cm2 sample

Boiling water 
extraction

Metal
Polymers / 
Electronics 

Negative*2 
Confirm the tested 
samples are totally 

dissolved 
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End of Report 
 

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for anyparticular course of action. Intertek 
does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and onlyaccepts liability to the Client insofar as is expressly contained in the 
terms and conditions governing Intertek's provision of services to you. Intertek makes nowarranties or representations either express or implied with respect to this report save as provided for in 
those terms and conditions. We have aimed to conductthe Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, 
in contract, tort, by statute or otherwise, except in the event of our gross negligence or wilful misconduct. 
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Intertek Testing Services Taiwan Ltd. 

8F., No. 423, Ruiguang Rd., Neihu District, Taipei 11492, Taiwan, R.O.C. 
全國公證檢驗股份有限公司 

11492 台北市內湖區瑞光路 423 號 8 樓 
Tel: (+886-2) 6602-2888．2797-8885 Fax: (+886-2) 6602-2410 

Applicant: Littelfuse Philippines Inc. Date : Nov 07, 2013 
 LIMA Technology Center, Lipa City, 

Malvar, Batangas 
 

 

Sample Description: 
One (1) group of submitted samples said to be : 
Part Description : Copper Anode  
Part Number : 010114 
Date Sample Received : Oct 30, 2013 
Date Test Started : Oct 31, 2013 

 
 
 

 
Test Conducted : 

As requested by the applicant, for details please refer to attached pages. 
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Test Result Summary: 

Result 
Test Item Unit Test Method 

Coppery metal 
RL 

Heavy Metal 

Cadmium (Cd) content ppm 

With reference to IEC 62321-
5: 2013, by microwave or acid 
digestion and determined by 
ICP-OES. 

ND 2 

Lead (Pb) content ppm 

With reference to IEC 62321-
5: 2013, by microwave or acid 
digestion and determined by 
ICP-OES. 

ND 2 

Mercury (Hg) content ppm 

With reference to IEC 62321-
4: 2013, by microwave or acid 
digestion and determined by 
ICP-OES. 

ND 2 

Chromium VI (Cr6+) content 
mg/kg 
with 

50 cm2 

With reference to IEC 62321: 
2008, by boiling water 
extraction and determined by 
UV-Vis Spectrophotometer. 

Negative(#) 0.02 

 
Remarks: ppm = parts per million based on weight of tested sample = mg/kg 
 ND = Not detected 
 RL = Reporting Limit, Quantitation limit of analyte in sample 
 mg/kg with 50cm2 = milligram per kilogram with 50 square centimeter 
 Negative = A negative test result indicated positive observation was not found at the time of test 
 # = Due to the insufficient sample area, reduced total sample surface of 10 cm2 was used and the 

dilution factor was adjusted accordingly. 
 
 
Responsibility of Chemist: Kevin Liu/ Irene Chiou 
 
Date Sample Received : Oct 30, 2013 
Test Period : Oct 31, 2013 to Nov 07, 2013 
 
RoHS Limit 
Restricted Substances Limits 
Cadmium (Cd) content 0.01% (100ppm) 
Lead (Pb) content 0.1% (1000ppm) 
Mercury (Hg) content 0.1% (1000ppm) 
Chromium VI (Cr6+) content 0.1% (1000ppm) 

The above limits were quoted from Annex II of 2011/65/EU for homogeneous material.  
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Measurement Flowchart: 
 
Test for Cd/Pb/Hg/Chromium (VI) 
Reference Standard：Cd/Pb: IEC 62321-5:2013;  Hg: IEC 62321-4:2013;  
                  Chromium (VI): IEC 62321:2008 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Remarks: 
*1: List of Appropriate Acid： 

Material Acid Added for Digestion 
Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO3,HCl,HF 
Electronics HNO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   
  

Sampling

For different material, 
digest the sample with 
appropriate acid*1 

Make up with deionized 
water

Cd/Pb/Hg 

Analyzed by ICP-OES 

Weigh sample and 
add alkaline solution 

Definite temp. 
extraction 

Make up with deionized water and 
add diphenyl-carbazide solution 

Cool and filter the 
extract 

Cr6+

Analyzed by UV-VIS

By spot test 

Get 50cm2 sample

Boiling water 
extraction

Metal
Polymers / 
Electronics 

Negative*2 
Confirm the tested 
samples are totally 

dissolved 
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End of Report 
 

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for anyparticular course of action. Intertek 
does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and onlyaccepts liability to the Client insofar as is expressly contained in the 
terms and conditions governing Intertek's provision of services to you. Intertek makes nowarranties or representations either express or implied with respect to this report save as provided for in 
those terms and conditions. We have aimed to conductthe Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, 
in contract, tort, by statute or otherwise, except in the event of our gross negligence or wilful misconduct. 
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Applicant: Littelfuse Philippines Inc. Date : Nov 07, 2013 
 LIMA Technology Center, Lipa City, 

Malvar, Batangas 
 

 

Sample Description: 
One (1) group of submitted samples said to be : 
Part Description : Nickel Anode  
Part Number : 010104 
Date Sample Received : Oct 30, 2013 
Date Test Started : Oct 31, 2013 

 
 
 

 
Test Conducted : 

As requested by the applicant, for details please refer to attached pages. 
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Test Result Summary: 

Result 
Test Item Unit Test Method 

Silvery metal 
RL 

Heavy Metal 

Cadmium (Cd) content ppm 

With reference to IEC 62321-
5: 2013, by microwave or acid 
digestion and determined by 
ICP-OES. 

ND 2 

Lead (Pb) content ppm 

With reference to IEC 62321-
5: 2013, by microwave or acid 
digestion and determined by 
ICP-OES. 

ND 2 

Mercury (Hg) content ppm 

With reference to IEC 62321-
4: 2013, by microwave or acid 
digestion and determined by 
ICP-OES. 

ND 2 

Chromium VI (Cr6+) content 
mg/kg 
with 

50 cm2 

With reference to IEC 62321: 
2008, by boiling water 
extraction and determined by 
UV-Vis Spectrophotometer. 

Negative(#) 0.02 

 
Remarks: ppm = parts per million based on weight of tested sample = mg/kg 
 ND = Not detected 
 RL = Reporting Limit, Quantitation limit of analyte in sample 
 mg/kg with 50cm2 = milligram per kilogram with 50 square centimeter 
 Negative = A negative test result indicated positive observation was not found at the time of test 
 # = Due to the insufficient sample area, reduced total sample surface of 10 cm2 was used and the 

dilution factor was adjusted accordingly. 
 
 
Responsibility of Chemist: Kevin Liu/ Irene Chiou 
 
Date Sample Received : Oct 30, 2013 
Test Period : Oct 31, 2013 to Nov 07, 2013 
 
RoHS Limit 
Restricted Substances Limits 
Cadmium (Cd) content 0.01% (100ppm) 
Lead (Pb) content 0.1% (1000ppm) 
Mercury (Hg) content 0.1% (1000ppm) 
Chromium VI (Cr6+) content 0.1% (1000ppm) 

The above limits were quoted from Annex II of 2011/65/EU for homogeneous material.  
  



 
 
 

Test Report 
 

 Number: TWNC00340094 
Test Conducted 

*THJ0340094* Page 3 of 6 
Intertek Testing Services Taiwan Ltd. 

8F., No. 423, Ruiguang Rd., Neihu District, Taipei 11492, Taiwan, R.O.C. 
全國公證檢驗股份有限公司 

11492 台北市內湖區瑞光路 423 號 8 樓 
Tel: (+886-2) 6602-2888．2797-8885 Fax: (+886-2) 6602-2410 

Measurement Flowchart: 
 
Test for Cd/Pb/Hg/Chromium (VI) 
Reference Standard：Cd/Pb: IEC 62321-5:2013;  Hg: IEC 62321-4:2013;  
                  Chromium (VI): IEC 62321:2008 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Remarks: 
*1: List of Appropriate Acid： 

Material Acid Added for Digestion 
Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO3,HCl,HF 
Electronics HNO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   

  

 

Sampling

For different material, 
digest the sample with 
appropriate acid*1 

Make up with deionized 
water

Cd/Pb/Hg 

Analyzed by ICP-OES 

Weigh sample and 
add alkaline solution 

Definite temp. 
extraction 

Make up with deionized water and 
add diphenyl-carbazide solution 

Cool and filter the 
extract 

Cr6+

Analyzed by UV-VIS

By spot test 

Get 50cm2 sample

Boiling water 
extraction

Metal
Polymers / 
Electronics 

Negative*2 
Confirm the tested 
samples are totally 

dissolved 
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End of Report 
 

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for anyparticular course of action. Intertek 
does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and onlyaccepts liability to the Client insofar as is expressly contained in the 
terms and conditions governing Intertek's provision of services to you. Intertek makes nowarranties or representations either express or implied with respect to this report save as provided for in 
those terms and conditions. We have aimed to conductthe Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, 
in contract, tort, by statute or otherwise, except in the event of our gross negligence or wilful misconduct. 
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Applicant: Littelfuse Philippines Inc. Date : Sep 27, 2013 
 LIMA Technology Center, Lipa City, 

Malvar, Batangas 
 

 

Sample Description: 
One (1) group of submitted samples said to be : 
Part Description : LPI-Green (Peters)  
Part Number : 090410 
Date Sample Received : Sep 18, 2013 
Date Test Started : Sep 23, 2013 

 
 
 

 
Test Conducted : 

As requested by the applicant, for details please refer to attached pages. 
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Test Result Summary: 

Result 
Test Item Unit Test Method 

Green paste 
RL 

Heavy Metal 

Cadmium (Cd) content ppm 
With reference to IEC 62321: 
2008, by microwave digestion 
and determined by ICP-OES. 

ND 2 

Lead (Pb) content ppm 
With reference to IEC 62321: 
2008, by microwave digestion 
and determined by ICP-OES. 

ND 2 

Mercury (Hg) content ppm 
With reference to IEC 62321: 
2008, by microwave digestion 
and determined by ICP-OES. 

ND 2 

Antimony (Sb) Content ppm 
With reference to USEPA 3052, 
by microwave digestion and 
determined by ICP-OES. 

ND 2 

Chromium VI (Cr6+) content ppm 

With reference to IEC 62321: 
2008, by alkaline digestion and 
determined by UV-Vis 
Spectrophotometer. 

ND 1 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls 
(MonoBB) ppm ND 5 

Dibrominated Biphenyls  
(DiBB) ppm ND 5 

Tribrominated Biphenyls  
(TriBB) ppm ND 5 

Tetrabrominated Biphenyls 
(TetraBB) ppm ND 5 

Pentabrominated Biphenyls 
(PentaBB) ppm ND 5 

Hexabrominated Biphenyls 
(HexaBB) ppm ND 5 

Heptabrominated Biphenyls 
(HeptaBB) ppm ND 5 

Octabrominated Biphenyls 
(OctaBB) ppm ND 5 

Nonabrominated Biphenyls 
(NonaBB) ppm ND 5 

Decabrominated Biphenyl 
(DecaBB) ppm 

With reference to IEC 62321: 
2008, by solvent extraction 
and determined by GC-MS and 
further HPLC-DAD confirmation 
when necessary. 

ND 5 
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Result 

Test Item Unit Test Method 
Green paste 

RL 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl 
Ethers (MonoBDE) ppm ND 5 

Dibrominated Diphenyl 
Ethers (DiBDE) ppm ND 5 

Tribrominated Diphenyl 
Ethers (TriBDE) ppm ND 5 

Tetrabrominated Diphenyl 
Ethers (TetraBDE) ppm ND 5 

Pentabrominated Diphenyl 
Ethers (PentaBDE) ppm ND 5 

Hexabrominated Diphenyl 
Ethers (HexaBDE) ppm ND 5 

Heptabrominated Diphenyl 
Ethers (HeptaBDE) ppm ND 5 

Octabrominated Diphenyl 
Ethers (OctaBDE) ppm ND 5 

Nonabrominated Diphenyl 
Ethers (NonaBDE) ppm ND 5 

Decabrominated Diphenyl 
Ether (DecaBDE) ppm 

With reference to IEC 62321: 
2008, by solvent extraction 
and determined by GC-MS and 
further HPLC-DAD confirmation 
when necessary. 

ND 5 

Halogen Content 
Fluorine (F) ppm 138 50 
Chlorine (Cl) ppm 451 50 
Bromine (Br) ppm ND 50 
Iodine (I) ppm 

With reference to EN 
14582:2007 by combustion 
bomb with oxygen and 
determined by Ion 
Chromatography. ND 50 

Phthalates 
Di(2-ethylhexyl) Phthalate 
(DEHP) ppm ND 10 

Dibutyl Phthalate  
(DBP) ppm ND 10 

Benzyl Butyl Phthalate 
(BBP) ppm ND 10 

Diisobutyl phthalate  
(DIBP) ppm 

With reference to EN 14372: 
2004, by solvent extraction 
and determined by GC-MS. 

ND 10 

Others 

Hexabromocyclododecane  
(HBCDD) ppm 

With reference to USEPA 
3540C, by solvent extraction 
and determined by GC-MS. 

ND 10 
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Remarks: ppm = parts per million based on wet weight of tested sample = mg/kg 
 ND = Not detected 
 RL = Reporting Limit, Quantitation limit of analyte in sample 
 
Responsibility of Chemist: Kevin Liu/ Irene Chiou/ Vico Lin 
 
Date Sample Received : Sep 18, 2013 
Test Period : Sep 23, 2013 to Sep 27, 2013 
 
RoHS Limit 
Restricted Substances Limits 
Cadmium (Cd) content 0.01% (100ppm) 
Lead (Pb) content 0.1% (1000ppm) 
Mercury (Hg) content 0.1% (1000ppm) 
Chromium VI (Cr6+) content 0.1% (1000ppm) 
Polybrominated Biphenyls (PBBs) 0.1% (1000ppm) 
Polybrominated Diphenyl Ethers (PBDEs) 0.1% (1000ppm) 

 
The above limits were quoted from Annex II of 2011/65/EU for homogeneous material.  
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Measurement Flowchart: 
Test for Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Method: IEC 62321 edition 1.0:2008 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Remarks: 
*1: List of Appropriate Acid： 

Material Acid Added for Digestion 
Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO3,HCl,HF 
Electronics HNO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected. 

  

Weigh sample and add 
organic solvent 

By solvent extraction 

Concentrate the extract 
and make up with organic 

solvent 

PBBs/PBDEs 

Analyzed by GC-MS 

Sample preparation

Take sample and immerse into Aqua Regia, start to strip plating layer 

Stop the stripping procedure upon color change completely

Take the Aqua solution as plating component and stripped body as substrate component 

For non-metal part For metal part 

Make up with deionized water
and add diphenyl-carbazide 

solution 

Cr6+ 

Analyzed by UV-VIS

By spot test 

Get 50cm2 sample 

By boiling water 
extraction 

Negative *2 

Substrate Plating

Weigh sample and 
add alkaline solution 

Definite temp. 
extraction 

Cool and filter the 
extract 

Cr6+ 

For different material, 
digest the sample with 

appropriate acid*1 

Make up with deionized 
water

Cd/Pb/Hg

Analyzed by ICP-OES

Confirm the tested 
samples are totally 

dissolved 
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Measurement Flowchart:  
 
Test for Heavy Metal (Sb) Contents  
Reference Method：USEPA 3052 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

 

Sampling

Weigh sample and digest in microwave 
digestion oven with suitable acid 

Transfer the digested solution and make up 
with deionized water 

Analyzed by ICP-OES

Confirm the tested samples are totally 
dissolved 
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Test for Halogen Contents 
Reference Method：EN 14582 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

Add absorbent in a combustion bomb & place 
weighed sample into sample cup 

Fill oxygen into the combustion bomb

Ignite then leave the bomb at room 
temperature  

Transfer the absorbent into a volumetric flask

Make up with deionized water

Sampling

Analyzed by Ion Chromatography
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Test for Phthalates Contents  
Reference Method: EN 14372: 2004 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

 

Sampling

Weigh sample and add organic solvent

By solvent extraction

Concentrate the extract and make up with 
organic solvent 

Analyzed by GC-MS
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Test for Hexabromocyclododecane (HBCDD) Content 
Reference Method：USEPA 3540C 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

 
 
 

Sampling 

Weigh sample and add organic solvent 

By solvent extraction 

Concentrate the extract and make up with 
organic solvent 

Analyzed by GC-MS 
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End of Report 
 

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for anyparticular course of action. Intertek 
does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and onlyaccepts liability to the Client insofar as is expressly contained in the 
terms and conditions governing Intertek's provision of services to you. Intertek makes nowarranties or representations either express or implied with respect to this report save as provided for in 
those terms and conditions. We have aimed to conductthe Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, 
in contract, tort, by statute or otherwise, except in the event of our gross negligence or wilful misconduct. 
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Test Reaort

Litteltuse Philippines Inc.
LIMA Tedrnology Gnter, Lipa city,
Ivalvar, Batangas

Number
Date

TWNC00323876
Jul 25, 2013

Sample Description i
one (1) group of submitted samdes said
Part Desc.i*lon
Part Number
Date Sample Received
Date Test started

tobe :
W l.4aterial
4s01-006
Jul 18,2013
Jul 19,2013

Test Conducted :
As requested by the applicant, for details plerse refer to attached pages.

Authorized byr
On Behalf of Intertek Testing Sewices
Taiwan Limited

K. Y, Liang
Director
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Test conducted

fest Report

Numb€r: TWNC00323876

Resu Bcsul!
Grev oaste

RL
Ten Me$od ITest Item u!!

ND
**t----r
Cadmium (Cd) content I ppm

.fritnira€n6ElEa 6ft: I
2008. by microwave digestion L
,n.l .tFrcrmined bv ICFOES. I

2

ND 2
Lead(Pb)@ntent ppm

With reference rc rtL bzrzr:
2008, by microwave digesfon
. ^.r /atamin*l fN TCP-OES.

ND 2
Merc!ry (Hg) conGnt ppm

with reference to IEc blJll:
2008, by micror,/ave digestion
and determined bY ICP-OES

Antlmony (Sb) Content ppm
with reference to USEPA 3052,
by microwave digestion and
determined bv ICP-OES.

ND 2

chromium vI (cf+) content ppm

Wth reference to IEC 62321:
2008, by alkaline digestion and
determined by Uv-vis
SoectroDhotometer.

ND 1

9olybrorninated BiDh€nvls (PBBa)
Yonobromlnad Biphenyls
:MonoBB)

ppm

With reference to IEC 62321:
2008, by solvent otradion
and determined by GC-MS and
further HPLC-DAD confirmation
wnen ne@s€ary.

ND 5

Dibromlnated Biphenyls
(DiBB) ppm ND 5

Tribrominated Biphenyls
fTriBB)

ppm ND 5

Tetrabrominated Biphenyls
fTebaBB)

ppm ND 5

Pentabrominated Blphenyls
fPpnraBB)

ppm ND 5

HoGbromirEted Eiphenyls
(HexaBB) ppm ND 5

Heptabromlnated Biphenyls
(HeDtaBB) ppm ND 5

Octabrominated Blphenyls
fodaBB) ppm ND 5
\onabromlnated Bphenyls'NonaBB) ppm ND 5
)ecabrominated Biphenyl
lDecaBB)

ppm ND 5

lliillllllllllillllllilllilllllilillllllllll Pase 2 or 12
Intertek Te€ttng Sewices Taiwan Lrd.

8F., No.423, Ruiglang Rd.. Neihu Disirict, Taipei11492, Taiwan, R o.c.
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?est R€port

Test Conducted Number: TWNCoo323876

Test Item U!!! Test t4ethod Result
RLGrev Daste

Ethers (
rrur purunnrkrleo urpnenyl
Ethers (MonoBDE) ppm

With reference to IEC 62321:
2008, by solvent extraction
and determined by GC-MS and
further HPLC-DAD confirmation
when necessary.

ND 5
Dlbrominated Diphenyl
EAErs (D|BDE) ppm ND 5
Tribrominat€d Diphenyl
lqers (TriBDE) ppm ND 5
Tetrabrominated Diphenyi
Ethers CIetraBDE) ppm ND 5
Pentabrominated Dlphenyl

Jthers (PentaBDE) ppm ND 5
Hexabrominated Diphenyl
Ethers (HoGBDE) ppm ND 5
neFaorcmrnated Djphenvl
Ethers (HeptaBDE) ppm ND 5
uct.|Dromrnateo [Iphenyl
Ehers (octaBDE) ppm ND 5
Nonabrominated Diphenyl
Ethers (NonaBDE) ppm ND 5
Decabrominated Diphenyl
EE|ei (DecaBDE) ppm ND 5
rrarogen contem
Fluorine (F) ppm With reference to EN

14582i2007 by calorimetrtc
bomb with orygen and
determined by Ion
Chromatooraoh.

27246 50
chlorine (cl) ppm ND 50
Bromine (Br) ppm ND 50
Iodine (I) ppm ND 50
Phlfalates
Di(2-ethylheryD Phthalate
(DEHP) ppm

with reference to EN 14372:
2004, by solvent extraction
and determined by GC-MS.

ND l0
Dibutyl Phthalate
(DBP) ppm ND 10
B€nzyl Butyl Ph$alate
(BBP) ppm ND 10
Diisobutyl Phthalate
(DIBP) ppm ND 10

1ilIilililililIililtililt tilffi It tl
Int€rt€k Testing Servlc€s Taiwan Ltd.

8F., No. 423, Ruiguang Rd., Neihu Dislrict, Taip€i 11492, Taiwan, R.O.C.
a@aa&ffi&i'€'FFa\a

11.92 6JLfid$8&fty6l# 423 C't 0 {g
rer (aa6.4a€[2-203a . 27974a35 Fd:(+BBr2) 6602-2a10
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Tost Reoolt

Test Conduded Numberi TWNC0032387G

with reference to USEPA
3540C, by solvent extraction
?llldetermined W GC-tyS.

Remarkt ppm = parts per milllon based on wet weight of tested sample = mglkg
ND = Not detected
RL = Reporting Limjt, euantitation timit ofanatyte in sampte

Responsibility of Chemist: Kevin Liu/ Irene Chiou/ Vico Lin

Date Sample Received : Jut 18, 2013
Test Period

RoHS Umit

: Jul 19, 2013 To Jul 25, 2013

Restricted Substances ti!!b
Cadmjum (Cd) content 0.01o/o (100oDm)
Lead (Pb) content 0.1% (10000Dm)
llercurv (Hq) content 0.1qo (1000p0m)
elromium VI (CrF ) content 0,1% (1000Dom)
Polybrominated Biphenyls (pBBs) 0.1% (l000oom)
Polybromlnated Dtphenyl Ethers (pBDEs) 0.1olo (1000DDm)

The above limits were from Annex II of 2011/55/EU for homogeneol./s material,

il[|||iiltf, ililtilt|lilil]|t t]il]fl |
Intertek Testing Serviccs Taiu,an Ltd.

No. 423. Ruiguang Rd., Neihu Oistrict, Taipei 11492, Taiwan, R.O.C.
a@^ffi&&&{,}€FFAA

114s2 ijlbfil4trtd!ft*tf 423 ffi 0 f6
Tet (+88t2) 6002-2888 . 2797€885 Fd:(+08F2) 6602-2410
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Test Reoort

Test Conducted
f4easurcment Flowchart:

Test for CdlPblHg/Chromium (VI)/pBBs/pBDEs Contents
Relerence Method: IEC 62321 edition l.O:2008

a - - - - - - - - - - - - - - - -

Number: TWNC00323876

v ,
I weish sampte and I

I 
add arkarine e'uron 

I

v l
I Dennite temp. I
I exbactjon I-____--_l-

Y '
I coorand flter h€ |
I etract I- - - . - - - - - - - - . - - -

Y ,
i weigh samph and add I
I oryanic sotvent I_ - - - - - - - - - - - - _ - -

Y ,
| ry soxhlet qtracton or I
I 

sorvenr extraction 
I

t l_ _ _ - - . - - - - . - - _ _ -

Y ,
I Concentrate th€ odract I
I and n'ake up with o.gantc I

I 
so,vent 

I-------._----

I PBBE/PBoEs I I or. I--____________i- L_______fJ

-____r........._
! ^'Y1"i:T'

*2: If the result of spot test is positive, Chromium VI would be determined as detected.

Take sample and immee into Aqua Regia, start to strip pEtng byer

Stop the sbipping procedurc upon @lor clange @mpletety

Take the Aqua solution as ptadng @mponent and sbipped body ds substcte component

l4ake 0p with deioniz€d water
and add diphenyl{abazide

lfiillllllllllllllllllllllilllllllllllllll pase s or 12
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8F., No.423, Ruiguang Rd., Neihu District, Taipei 11492, Taiwan, R.O.C.
aEAA&&&iA6A|EAd

1 14e2 6jLfidit8@tr)$* 423 St 8 lU
Telr(+886-2) 6602-2888 . 27974885 Far (+88e2)6602-2410



Test Conducted

Measurement Flowchart:

Test for Heavy Ltetal (Sb) Contents
Reference N4ethod : USEPA 3052

Test Reoort

Analyzed by ICP-OES

Number: TWNC00323876

Confirn the tested samptes are btatt
dissotved

Trander the digested solution and make up
with deionized water

iltMlililililflilililNilt ilililil]ililt|
Intertet Testing Service6 TalMn Ltd.

8F., No.423, Rulgueng Rd., Neihu Disrricr, Tsipei 11492, Taiwan, R.O.C
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Te6t ReDort

Number: TWNC00323876Test Conducted
Test for Halogen Contents
Reference Method : EN 14582

Md absob€nt in a combustion flask & Dlace
w€ighed sample in equigment

Fill oxygen into calorimetric bomb

l4ak€ up with deioniz€d water

Analyzed by ion chromatography

lllllllllllllllllllllllllllllllllllllllll Paee 7 or 12
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Te6t Report

Analyzed by GC-lqS

TWNC00323876Test Conducted
Test for Phthalates contents
Returence Method: EN 14372: 2004

Weigh sample and add organic sotvent

By solvent extraction

flil]ilililililt ililili]|ililil||lil|
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Test Conducted

Test for Hexabromocyclododecane (HBCDD) @ntent
Reference llethod : USEPA 3540C

Test Reoort

Analyzed by GC-145

Number: TWNC0032387G

ililil]iiliililtfi ]ilffi il||t ilil][l
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Test Report

Number: TWNC00323875

End of Report
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5.

Number: TWNC00323876
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Intertek Testing Services Taiwan Ltd. 

8F., No. 423, Ruiguang Rd., Neihu District, Taipei 11492, Taiwan, R.O.C. 
全國公證檢驗股份有限公司 
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Tel: (+886-2) 6602-2888．2797-8885 Fax: (+886-2) 6602-2410 

Applicant: Littelfuse Philippines Inc. Date : Jun 27, 2013 
 LIMA Technology Center, Lipa City, 

Malvar, Batangas 
 
  

 

Sample Description: 
One (1) group of submitted samples said to be : 
Part Description : FR-4 PGB_TFF non-HF copper clad laminate 
Part Number : 039611, 039612, 039613, 039608, 039609, 039610, 039618 
Date Sample Received : Jun 21, 2013 
Date Test Started : Jun 24, 2013 

 
 
 

 
Test Conducted : 

As requested by the applicant, for details please refer to attached pages. 
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Test Result Summary: 

Result 
Test Item Unit Test Method 

Submitted samples 
RL 

Heavy Metal 

Cadmium (Cd) content ppm 
With reference to IEC 62321: 
2008, by microwave digestion 
and determined by ICP-OES. 

ND 2 

Lead (Pb) content ppm 
With reference to IEC 62321: 
2008, by microwave digestion 
and determined by ICP-OES. 

ND 2 

Mercury (Hg) content ppm 
With reference to IEC 62321: 
2008, by microwave digestion 
and determined by ICP-OES. 

ND 2 

Antimony (Sb) Content ppm 
With reference to USEPA 3052, 
by microwave digestion and 
determined by ICP-OES. 

ND 2 

Chromium VI (Cr6+) content ppm 

With reference to IEC 62321: 
2008, by alkaline digestion and 
determined by UV-Vis 
Spectrophotometer. 

ND 1 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls 
(MonoBB) ppm ND 5 

Dibrominated Biphenyls  
(DiBB) ppm ND 5 

Tribrominated Biphenyls  
(TriBB) ppm ND 5 

Tetrabrominated Biphenyls 
(TetraBB) ppm ND 5 

Pentabrominated Biphenyls 
(PentaBB) ppm ND 5 

Hexabrominated Biphenyls 
(HexaBB) ppm ND 5 

Heptabrominated Biphenyls 
(HeptaBB) ppm ND 5 

Octabrominated Biphenyls 
(OctaBB) ppm ND 5 

Nonabrominated Biphenyls 
(NonaBB) ppm ND 5 

Decabrominated Biphenyl 
(DecaBB) ppm 

With reference to IEC 62321: 
2008, by solvent extraction 
and determined by GC-MS and 
further HPLC-DAD confirmation 
when necessary. 

ND 5 
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Result 

Test Item Unit Test Method 
Submitted samples 

RL 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl 
Ethers (MonoBDE) ppm ND 5 

Dibrominated Diphenyl 
Ethers (DiBDE) ppm ND 5 

Tribrominated Diphenyl 
Ethers (TriBDE) ppm ND 5 

Tetrabrominated Diphenyl 
Ethers (TetraBDE) ppm ND 5 

Pentabrominated Diphenyl 
Ethers (PentaBDE) ppm ND 5 

Hexabrominated Diphenyl 
Ethers (HexaBDE) ppm ND 5 

Heptabrominated Diphenyl 
Ethers (HeptaBDE) ppm ND 5 

Octabrominated Diphenyl 
Ethers (OctaBDE) ppm ND 5 

Nonabrominated Diphenyl 
Ethers (NonaBDE) ppm ND 5 

Decabrominated Diphenyl 
Ether (DecaBDE) ppm 

With reference to IEC 62321: 
2008, by solvent extraction 
and determined by GC-MS and 
further HPLC-DAD confirmation 
when necessary. 

ND 5 

Halogen Content 
Fluorine (F) ppm 317 50 
Chlorine (Cl) ppm 285 50 
Bromine (Br) ppm 24974 50 
Iodine (I) ppm 

With reference to EN 
14582:2007 by calorimetric 
bomb with oxygen and 
determined by Ion 
Chromatograph. ND 50 

Phthalates 
Di(2-ethylhexyl) Phthalate 
(DEHP) ppm ND 10 

Dibutyl Phthalate  
(DBP) ppm ND 10 

Benzyl Butyl Phthalate 
(BBP) ppm ND 10 

Diisobutyl Phthalate (DIBP) ppm 

With reference to EN 14372: 
2004, by solvent extraction 
and determined by GC-MS. 

ND 10 

Others 

Hexabromocyclododecane  
(HBCDD) ppm 

With reference to USEPA 
3540C, by solvent extraction 
and determined by GC-MS. 

ND 10 
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Remarks: ppm = parts per million based on weight of tested sample = mg/kg 
 ND = Not detected 
 RL = Reporting Limit, Quantitation limit of analyte in sample 
 
Responsibility of Chemist: Kevin Liu/ Irene Chiou/ Vico Lin 
 
Date Sample Received : Jun 21, 2013 
Test Period : Jun 24, 2013 To Jun 26, 2013 
 
RoHS Limit 
Restricted Substances Limits 
Cadmium (Cd) content 0.01% (100ppm) 
Lead (Pb) content 0.1% (1000ppm) 
Mercury (Hg) content 0.1% (1000ppm) 
Chromium VI (Cr6+) content 0.1% (1000ppm) 
Polybrominated Biphenyls (PBBs) 0.1% (1000ppm) 
Polybrominated Diphenyl Ethers (PBDEs) 0.1% (1000ppm) 

The above limits were quoted from Annex II of 2011/65/EU for homogeneous material.  
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Measurement Flowchart: 
 
Test for Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Method: IEC 62321 edition 1.0:2008 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Remarks: 
*1: List of Appropriate Acid： 

Material Acid Added for Digestion 
Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO3,HCl,HF 
Electronics HNO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected. 

  

Weigh sample and add 
organic solvent 

By Soxhlet extraction or 
Solvent extraction 

Concentrate the extract 
and make up with organic 

solvent 

PBBs/PBDEs 

Analyzed by GC-MS 

Sample preparation

Take sample and immerse into Aqua Regia, start to strip plating layer 

Stop the stripping procedure upon color change completely

Take the Aqua solution as plating component and stripped body as substrate component 

For non-metal part For metal part 

Make up with deionized water
and add diphenyl-carbazide 

solution 

Cr6+ 

Analyzed by UV-VIS

By spot test 

Get 50cm2 sample 

By boiling water 
extraction 

Negative *2 

Substrate Plating

Weigh sample and 
add alkaline solution 

Definite temp. 
extraction 

Cool and filter the 
extract 

Cr6+ 

For different material, 
digest the sample with 

appropriate acid*1 

Make up with deionized 
water

Cd/Pb/Hg

Analyzed by ICP-OES

Confirm the tested 
samples are totally 

dissolved
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Measurement Flowchart:  
 
Test for Heavy Metal (Sb) Contents  
Reference Method：USEPA 3052 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

 
 

Sampling

Weigh sample and digest in microwave 
digestion oven with suitable acid 

Transfer the digested solution and make up 
with deionized water 

Analyzed by ICP-OES

Confirm the tested samples are totally 
dissolved 
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Measurement Flowchart: 
Test for Halogen Contents 
Reference Method：EN 14582 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

Add absorbent in a combustion flask & place 
weighed sample in equipment 

Fill oxygen into calorimetric bomb

Ignite then leave the bomb at room 
temperature  

Transfer the absorbent into a volumetric flask

Make up with deionized water

Sampling

Analyzed by ion chromatography
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Measurement Flowchart: 
Test for Phthalates Contents  
Reference Method: EN 14372: 2004 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

 
 

Sampling

Weigh sample and add organic solvent

By solvent extraction

Concentrate the extract and make up with 
organic solvent 

Analyzed by GC-MS
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Measurement Flowchart: 
Test for Hexabromocyclododecane (HBCDD) Content 
Reference Method：USEPA 3540C 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

 

Sampling 

Weigh sample and add organic solvent 

By soxhlet extraction 

Concentrate the extract and make up with 
organic solvent 

Analyzed by GC-MS 
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End of Report 
 

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for anyparticular course of action. Intertek 
does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and onlyaccepts liability to the Client insofar as is expressly contained in the 
terms and conditions governing Intertek's provision of services to you. Intertek makes nowarranties or representations either express or implied with respect to this report save as provided for in 
those terms and conditions. We have aimed to conductthe Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, 
in contract, tort, by statute or otherwise, except in the event of our gross negligence or wilful misconduct. 
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Applicant: Littelfuse Philippines Inc. Date : Jun 27, 2013 
 LIMA Technology Center, Lipa City, 

Malvar, Batangas 
 
 

 

Sample Description: 
One (1) group of submitted samples said to be : 
Part Description : Photoimageable Soldermask White(Peters) 
Part Number : 090417 
Date Sample Received : Jun 21, 2013 
Date Test Started : Jun 24, 2013 

 
 
 

 
Test Conducted : 

As requested by the applicant, for details please refer to attached pages. 
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Test Result Summary: 
Result 

Test Item Unit Test Method 
White paste 

RL 

Heavy Metal 

Cadmium (Cd) content ppm 
With reference to IEC 62321: 
2008, by microwave digestion 
and determined by ICP-OES. 

ND 2 

Lead (Pb) content ppm 
With reference to IEC 62321: 
2008, by microwave digestion 
and determined by ICP-OES. 

ND 2 

Mercury (Hg) content ppm 
With reference to IEC 62321: 
2008, by microwave digestion 
and determined by ICP-OES. 

ND 2 

Antimony (Sb) Content ppm 
With reference to USEPA 3052, 
by microwave digestion and 
determined by ICP-OES. 

ND 2 

Chromium VI (Cr6+) content ppm 

With reference to IEC 62321: 
2008, by alkaline digestion and 
determined by UV-Vis 
Spectrophotometer. 

ND 1 

Polybrominated Biphenyls (PBBs) 
Monobrominated Biphenyls 
(MonoBB) ppm ND 5 

Dibrominated Biphenyls  
(DiBB) ppm ND 5 

Tribrominated Biphenyls  
(TriBB) ppm ND 5 

Tetrabrominated Biphenyls 
(TetraBB) ppm ND 5 

Pentabrominated Biphenyls 
(PentaBB) ppm ND 5 

Hexabrominated Biphenyls 
(HexaBB) ppm ND 5 

Heptabrominated Biphenyls 
(HeptaBB) ppm ND 5 

Octabrominated Biphenyls 
(OctaBB) ppm ND 5 

Nonabrominated Biphenyls 
(NonaBB) ppm ND 5 

Decabrominated Biphenyl 
(DecaBB) ppm 

With reference to IEC 62321: 
2008, by solvent extraction 
and determined by GC-MS and 
further HPLC-DAD confirmation 
when necessary. 

ND 5 
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Result 

Test Item Unit Test Method 
White paste 

RL 

Polybrominated Diphenyl Ethers (PBDEs) 
Monobrominated Diphenyl 
Ethers (MonoBDE) ppm ND 5 

Dibrominated Diphenyl 
Ethers (DiBDE) ppm ND 5 

Tribrominated Diphenyl 
Ethers (TriBDE) ppm ND 5 

Tetrabrominated Diphenyl 
Ethers (TetraBDE) ppm ND 5 

Pentabrominated Diphenyl 
Ethers (PentaBDE) ppm ND 5 

Hexabrominated Diphenyl 
Ethers (HexaBDE) ppm ND 5 

Heptabrominated Diphenyl 
Ethers (HeptaBDE) ppm ND 5 

Octabrominated Diphenyl 
Ethers (OctaBDE) ppm ND 5 

Nonabrominated Diphenyl 
Ethers (NonaBDE) ppm ND 5 

Decabrominated Diphenyl 
Ether (DecaBDE) ppm 

With reference to IEC 62321: 
2008, by solvent extraction 
and determined by GC-MS and 
further HPLC-DAD confirmation 
when necessary. 

ND 5 

Halogen Content 
Fluorine (F) ppm ND 50 
Chlorine (Cl) ppm 111 50 
Bromine (Br) ppm ND 50 
Iodine (I) ppm 

With reference to EN 
14582:2007 by calorimetric 
bomb with oxygen and 
determined by Ion 
Chromatograph. ND 50 

Phthalates 
Di(2-ethylhexyl) Phthalate 
(DEHP) ppm ND 10 

Dibutyl Phthalate  
(DBP) ppm ND 10 

Benzyl Butyl Phthalate 
(BBP) ppm ND 10 

Diisobutyl Phthalate 
(DIBP) ppm 

With reference to EN 14372: 
2004, by solvent extraction 
and determined by GC-MS. 

ND 10 
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Result 

Test Item Unit Test Method 
White paste 

RL 

Others 

Hexabromocyclododecane  
(HBCDD) ppm 

With reference to USEPA 
3540C, by solvent extraction 
and determined by GC-MS. 

ND 10 

 
Remarks: ppm = parts per million based on wet weight of tested sample = mg/kg 
 ND = Not detected 
 RL = Reporting Limit, Quantitation limit of analyte in sample 
 
Responsibility of Chemist: Kevin Liu/ Irene Chiou/ Vico Lin 
 
Date Sample Received : Jun 21, 2013 
Test Period : Jun 24, 2013 To Jun 26, 2013 
 
RoHS Limit 
Restricted Substances Limits 
Cadmium (Cd) content 0.01% (100ppm) 
Lead (Pb) content 0.1% (1000ppm) 
Mercury (Hg) content 0.1% (1000ppm) 
Chromium VI (Cr6+) content 0.1% (1000ppm) 
Polybrominated Biphenyls (PBBs) 0.1% (1000ppm) 
Polybrominated Diphenyl Ethers (PBDEs) 0.1% (1000ppm) 

The above limits were quoted from Annex II of 2011/65/EU for homogeneous material.  
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 Measurement Flowchart: 
 
Test for Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Contents  
Reference Method: IEC 62321 edition 1.0:2008 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Remarks: 
*1: List of Appropriate Acid： 

Material Acid Added for Digestion 
Polymers HNO3,HCl,HF,H2O2,H3BO3 
Metals HNO3,HCl,HF 
Electronics HNO3,HCl,H2O2,HBF4 

 
*2: If the result of spot test is positive, Chromium VI would be determined as detected.   

  

Weigh sample and add 
organic solvent 

By Soxhlet extraction or 
Solvent extraction 

Concentrate the extract 
and make up with organic 

solvent 

PBBs/PBDEs 

Analyzed by GC-MS 

Sample preparation

Take sample and immerse into Aqua Regia, start to strip plating layer 

Stop the stripping procedure upon color change completely

Take the Aqua solution as plating component and stripped body as substrate component 

For non-metal part For metal part 

Make up with deionized water
and add diphenyl-carbazide 

solution 

Cr6+ 

Analyzed by UV-VIS

By spot test 

Get 50cm2 sample 

By boiling water 
extraction 

Negative *2 

Substrate Plating

Weigh sample and 
add alkaline solution 

Definite temp. 
extraction 

Cool and filter the 
extract 

Cr6+ 

For different material, 
digest the sample with 

appropriate acid*1 

Make up with deionized 
water

Cd/Pb/Hg

Analyzed by ICP-OES

Confirm the tested 
samples are totally 

dissolved
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Measurement Flowchart:  
 
Test for Heavy Metal (Sb) Contents  
Reference Method：USEPA 3052 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
  

 
 

Sampling

Weigh sample and digest in microwave 
digestion oven with suitable acid 

Transfer the digested solution and make up 
with deionized water 

Analyzed by ICP-OES

Confirm the tested samples are totally 
dissolved 
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Measurement Flowchart: 
 
Test for Halogen Contents 
Reference Method：EN 14582 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
  

 
 

Add absorbent in a combustion flask & place 
weighed sample in equipment 

Fill oxygen into calorimetric bomb

Ignite then leave the bomb at room 
temperature  

Transfer the absorbent into a volumetric flask

Make up with deionized water

Sampling

Analyzed by ion chromatography
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Measurement Flowchart: 
 
Test for Phthalates Contents  
Reference Method: EN 14372: 2004 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
  

 
 
 
 

Sampling

Weigh sample and add organic solvent

By solvent extraction

Concentrate the extract and make up with 
organic solvent 

Analyzed by GC-MS
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Measurement Flowchart: 
 
Test for Hexabromocyclododecane (HBCDD) Content 
Reference Method：USEPA 3540C 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
  

 
 

Sampling 

Weigh sample and add organic solvent 

By soxhlet extraction 

Concentrate the extract and make up with 
organic solvent 

Analyzed by GC-MS 
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End of Report 
 

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for anyparticular course of action. Intertek 
does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and onlyaccepts liability to the Client insofar as is expressly contained in the 
terms and conditions governing Intertek's provision of services to you. Intertek makes nowarranties or representations either express or implied with respect to this report save as provided for in 
those terms and conditions. We have aimed to conductthe Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, 
in contract, tort, by statute or otherwise, except in the event of our gross negligence or wilful misconduct. 
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